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Foreword

During the year 2014 CRESCO high performance computing clusters have provided more
than 47 million hours of core computing time, at a high availability rate, to more than one
hundred users, supporting ENEA research and development activities in many relevant
scientific and technological domains. In the framework of joint programs with ENEA
researchers and technologists, computational services have been provided also to academic
and industrial communities.
This report, the sixth of a series started in 2008, is a collection of 28 papers illustrating
the main results obtained during 2014 using CRESCO HPC facilities in various fields
such as material science, efficient combustion, climate research, nuclear technology, plasma
physics, biotechnology, aerospace, complex system physics. The report shows the variety of
the applications of high performance computing, which has become an enabling technology
for science and engineering.
ENEA Portici Research Centre near Naples is the location hosting the main ENEA com-
putational resources since 2008. This is a result of the CRESCO Project (Computational
Centre for Research on Complex Systems), co-funded, in the framework of the 2001-2006
European Regional Development Funds Program by the Italian Ministry of Education,
University and Research (MIUR).
In 2014 the ENEAGRID computational resources attained the level of about 9000 com-
puting cores (in production) and a raw data storage of 900 TB. Those values have been
reached thanks to the availability of the new cluster CRESCO4 (4864 core Intel, 100 Tflops,
QDR Infiniband network) installed within the TEDAT project funded by MIUR in the
framework of the 2007-2013 European Regional Development Funds Program. At the end
of 2014 are also been shut-down the first two CRESCO clusters installed in 2008 namely
CRESCO1 (Tigertown CPU) and 256 nodes of CRESCO2 (Clovertown CPU); those sys-
tems in the years became obsolete for being used in HPC, therefore part of them have
been reused in various not CPU-intensive tasks such as general ENEA ICT applications.
The Project CRESCO provided the resources to set up the first HPC x86 64 Linux cluster
in ENEA, achieving a computing power relevant on Italian national scale (it ranked 126
in the HPC Top 500 June 2008 world list, with 17.1 TFlops and 2504 cpu cores). It was
later decided to keep CRESCO as the signature name for all the Linux clusters in the
ENEAGRID infrastructure which integrates all ENEA scientific computing systems, and
is currently distributed in six Italian sites.
The success and the quality of the results produced by CRESCO stress the role that HPC
facilities can play in supporting science and technology for all ENEA activities, national
and international collaborations, and the ongoing renewal of the infrastructure provides
the basis for a similar role in the forthcoming years.

Dipartimento Tecnologie Enegretiche, Divisione per lo Sviluppo Sistemi per l’Informatica
e l’ICT, CRESCO Team
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CRESCO Team and people involved in the management of ENEA-GRID infrastructure
in 2014 were:
Dante Abate, Fiorenzo Ambrosino, Giuseppe Aprea, Tiziano Bastianelli, Francesco Beone,
Riccardo Bertini, Giovanni Bracco, Marco Caporicci, Beatrice Calosso, Marta Chinnici,
Roberto Ciavarella, Antonio Colavincenzo, Aniello Cucurullo, Pietro D’Angelo, Matteo
De Rosa, Pasquale De Michele, Agostino Funel, Graziano Furini, Dante Giammattei, Si-
mone Giusepponi, Roberto Guadagni, Guido Guarnieri, Alessandro Italiano, Simone Ma-
gagnino, Angelo Mariano, Giorgio Mencuccini, Carlo Mercuri, Silvio Migliori, Patrizia
Ornelli, Filippo Palombi, Salvatore Pecoraro, Antonio Perozziello, Samuele Pierattini, Sal-
vatore Podda, Fabrizio Poggi, Giovanni Ponti, Andrea Quintiliani, Alessio Rocchi, Carlo
Scio, Fabio Simoni
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LES study of a bluff-body burner fluid dynamics

I. Cornacchia∗, E. Giacomazzi1, F.R. Picchia1, D. Cecere1 and N. Arcidiacono1

1 IPSE, Casaccia Research Center, ENEA - Rome, ITALY

❆❜str❛❝t✳ The bluff-body burner provides a flame suitable for the study of turbulence-
chemistry interactions. Bluff-body burners also bear a great similarity to practical com-
bustors used in many industrial applications. This geometry is, therefore, a suitable
compromise as a model problem because it has some of the complications associated with
practical combustors while preserving relatively simple and well-defined boundary condi-
tions. A bluff-body burner is simulated at two different conditions: a non-reactive and a
reactive one. LES numerical simulations were performed by means of the in-house code
HeaRT (Heat Release and Turbulence) using parallel computers available at CRESCO4.
In the non-reactive case, two simulations of two different turbulent subgrid scale models
were performed: the Dynamic Smagorinsky model and the Transported SGS Kinetic en-
ergy (Ksgs) non-dynamic model. The reactive case simulation, instead, is characterized by
a non-premixed flame of CH4/H2 and air and it is simulated using the ksgs non-dynamic
turbulent subgrid model. The effects of two different chemical kinetic mechanism were
analysed: the fast chemistry and the detailed chemical mechanism of Law. The results of
these simulations are compared to data available in literature.

1 Test - cases description

The burner is centred in a coflowing stream of air and consists of a circular bluff-body of 50
mm diameter with an orifice at its centre for the main fuel with a diameter of 3.6 mm. A
complex flow pattern forms downstream of the face of the bluff-body where a recirculation
zone is formed to produce enough hot gases to stabilise the flame to the burner. At
sufficiently high fuel velocity, the jet flow penetrates through the recirculation zone and
forms a jet-like flame further downstream. The jet flame can be extinguished in a region
downstream of the recirculation zone where turbulence is well developed and the finite
rate chemistry effects are significant. The flame may also reignite further downstream
where turbulent mixing rates are relaxed.

1.1 Computational domain and grid set-up

The bluff-body burner is simulated at two different conditions: a non-reactive and a
reactive one. The grid and computational domain are the same in both cases. The
computational domain is 0.30 m in the axial direction downstream and 0.020 m upstream

∗Corresponding author. E-mail: isabella.cornacchia@hotmail.com.
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of the bluff-body. It has a radius of 0.075 m. As the image on the left of Figure 3 shown,
the domain is axially symmetric and it is divided into three zones:

• ZONE 0 is the main zone downstream of the bluff-body;

• ZONE 1 is the internal zone of the jet duct;

• ZONE 2 is the zone of coflowing air upstream of the bluff-body.

A two-dimensional, structured, stretched grid has been created: it is characterized by
600 nodes in axial and 200 nodes in radial direction. Then, it has been extruded, from
2D domain, by a rotation of an angle of 120◦ around the z axis (the image on the left
of Figure 3). The computational accuracy, in general, is strongly sensitive to boundary
conditions. An inlet condition has been used for the inlet fluxes in ZONE 1 and 2. On the
duct walls and on the ceramic bluff-body a viscous, adiabatic, non porous wall condition
is implemented. At the exits, a partially non-reflecting NSCBC outlet condition (with a
reflecting coefficient of 0.5) is implemented.

Figure 1: 2D and 3D domain

2 LES approach

Turbulent combustion is governed by a set of transport equations expressing the transport
of mass, momentum, energy, species mass fraction and by a thermodynamic equation of

10



state describing the gas behaviour: the Navier-Stokes equations. In principle, there is
no difficulty in solving these equations, but to reduce computational costs modelling is
necessary: LES approach is used. In LES, Navier-Stokes equations are filtered in space,
hence, scales larger than the filter size ∆ are resolved, while the smaller ones are modelled.
For turbulence, the dissipative effects of subgrid scales can be explicitly modelled by
means of a SubGrid Scale (SGS) model, i.e. by introducing a subgrid eddy viscosity,
Eddy Viscosity Model, that links subgrid stresses τij

sgs to strain rate ǫij . In this work,
two SGS models have been taken into account: the Dynamic Smagorinsky model [1] and
the Trasported SGS kinetic energy (ksgs) model [2]. For combustion, the EDC (Eddy
Dissipation Concept) model proposed by Magnussen [3] is implemented. According to
this model, the total space is subdivided into a reaction space, called ”fine structures”,
and ”surrounding fluid”. All reactions of the gas phase components are assumed to take
place within this space which represents the smallest turbulence scales where all turbulent
energy is dissipated into heat. All reactions in the surrounding fluid are neglected. Two
different approaches to estimate the volume fraction γ∗ occupied by the small reactive fine
structures in each computational cell are implemented: the Localized Turbulent Scales
Model (LTSM) [4] and the Fractal model [2]. These two models have been used respectively
in the detailed chemical kinetic model of Law [5] and in the fast chemistry kinetic model
[6].

3 Results

In the non-reactive case, two 3D simulations with two different turbulent subgrid scale
models were performed: the Dynamic Smagorinsky model and the Transported SGS Ki-
netic energy (ksgs) non-dynamic model. Two vortices are found in the recirculation zone,
characteristic of a ”jet-dominant” flow. The outer vortex is stable and extends up to 1
bluff-body diameter axially and 80 % bluff-body diameter radially. The inner vortex is
adjacent to the jet and it is narrower than the outer one. Three mixing layers are identi-
fied inside the recirculation zone: between the outer vortex and the coflow air, the outer
vortex and the inner vortex and the inner vortex and the jet.

Numerical results are compared with experimental data collected, for the same flow and
boundary conditions, by the Sandia National Laboratories and the University of Sydney
[7]. Since in some cases there were disagreements between measured and computed quan-
tities, results of the same test-case LES simulation carried out by Tomasz G. Drozda of
the Pittsburgh University [8] are also taken into account.

Radial profiles of the axial and radial mean velocity and their RMS were analysed. Mean
axial velocity radial plots show that in axial locations in the vicinity of the jet exit, the ksgs

non-dynamic model simulation has a good agreement with the experimental data especially
in the zone of the bluff-body. Downstream, the centreline velocity is overpredicted by both
the Dynamic Smagorinsky model and the ksgs model. It can be due to the fact that the
computational domain is a slice of a cylinder and the velocity on the axis is imposed
equal to zero; as a consequence along the axis there are not enough fluctuations and the
momentum does not decay as fast as in the experiment. The mean radial velocity plots
show that all numerical results underpredict the measured data. It can be due to the fact

11



Figure 2: Mean axial velocity field and recirculation zone

that no conditioning was used for the radial velocity measurements and it may lead to
a higher error for this component. However, all the numerical simulations show similar
trends. Finally, the computed and measured RMS fluctuations of mean axial and radial
velocity plots show a low peak in the outer shear layer between the coflow and the outer
vortex and an high peak in the shear layer between the jet and the inner vortex. In the axial
location in the vicinity of the jet exit, the Smagorinky dynamic predictions of both RMS
fluctuations of axial and radial velocity show a good agreement with the experimental data.
However, because of the previously mentioned boundary condition, in correspondence
of the axis, in that zone RMS fluctuations predictions are underpredicted by the ksgs

and the Smagorinsky dynamic simulations. Downstream, all simulations predictions have
similar trends, but there is not an agreement with the measured data as good as in the
previous axial locations. In the ksgs subgrid model simulation, three sampling points were
introduced to carry out the fluctuating kinetic energy spectrum (Figure 3): m1 on the
axis at the jet exit, m2 downstream m1 and m3 on the axis downstream m2. The m2
and m3 spectrum plots show two of the characteristic slopes of the energy spectrum: the
k−5/3 law, typical trend of the inertial subrange and the k2 slope, typical of the forced
turbulence. The m1 kinetic energy spectrum plot shows a trend that does not decrease as
the other two. It is due to the location of this sample: it is on the axis immediately after
the jet outlet in a zone of fluid expansion where there is the effect of the edge that does
not lead to an energy transfer to small scales.

In the reactive case, a Transported SGS Kinetic energy (ksgs) non-dynamic turbulent
model and a fast chemistry chemical model simulation was implemented. As in the non-

12



Figure 3: Kinetic energy, Ek, spectra of the three samples m1, m2, m3

reactive case, the main features of a ”jet-dominant” flow are found in the recirculation
zone. However, the big disagreement between the measured and computed radial plots led
to a more detailed analysis. Two 2D LES simulations with two different chemical kinetics
were implemented to study the flow field development and the validity of the chemical
kinetic model implemented. Indeed, in addition to the fast chemistry model simulation,
a 2D simulation with the detailed chemical kinetic mechanism of Law is carried out. The
analysis of the recirculation zone dynamics shows that the two 2D simulations provide the
same behaviour: there is a shedding of irregular eddies from the inner edge of the bluff-
body and an intense mixing inside the recirculation zone. Otherwise, the inner vortex is
narrower than in the previous 3D analysis.

This leads to the conclusion that the disagreements in the computed radial plots were
due to the flow field that was not fully developed. From the chemistry point of view, the
detailed chemical kinetic model produces temperature distribution in better agreement
with the experimental data than the fast chemistry. Hence, a 3D simulation with the
detailed chemistry kinetic model is carried out. Numerical results of the 2D fast chemistry
and both the 2D and 3D detailed chemical kinetic models are compared with the HM1,
HM1E-s2 and B4F3-A experimental data set. The total sampling time is a little more
than one recirculation zone dynamics cycle. Mean axial velocity plots show that the 3D
simulation predictions are very close to the experimental data in the vicinity of the jet exit,
but downstream, the centerline velocity is overpredicted. Also in this case, it is likely due
to the computational domain that is a slice of a cylinder and then the momentum does not
decay along the axis. Another consequence of this boundary condition is that the length

13



Figure 4: Recirculation zone dynamics in the fast chemistry mechanism simulation

Figure 5: Recirculation zone dynamics in the detailed chemical kinetic mechanism simu-
lation

14



of the recirculation zone is underpredicted. In fact, because the mean velocity decay rate
does not decrease along the centreline, the transfer of momentum from the axial to radial
direction is underpredicted. The mean radial velocity plots shows that in axial locations
in the vicinity of the jet exit, computed and measured data have the same trends, but
their values are in disagreement. It can be a consequence that no conditioning was used
for the radial velocity measurements and it leads to a higher error for this component.
The RMS fluctuations of axial and radial velocity components show the effects of a 3D
LES simulations. Indeed, the fluctuations level of the 3D simulation is higher than the 2D
one. In all plots, but especially for the radial fluctuations, the peak of the 3D simulation is
quite similar to the peak of the measured data. However, in the zone of the axis, because
a boundary condition imposes a radial velocity equal to zero, the RMS fluctuations are
underpredicted by all the simulations. Finally, the temperature plots of the 3D simulation
show a good agreement with the experimental data. The disagreement in the other axial
locations can be due to lower turbulence predicted in a slice domain.

4 Conclusions

Both non-reactive and reactive simulations results show disagreement in the centreline
velocity. Since it occurs independently from the subgrid model implemented, it is prob-
ably due to the computational domain itself. In particular, the fact that the domain is
characterized by a slice of 120◦ of a cylinder has, as a consequence, that along the axis, the
momentum does not decay as quickly as in the experiments. In this way also the transport
of the axial momentum to the radial one is reduced. In particular, in the reactive case, it
leads to strong effects on turbulence-chemistry interactions in the zone of the flame neck
that affect the flow also downstream.

In the future, for both the non-reactive and reactive case, a 3D simulation with the com-
plete cylinder will be implemented in order to avoid the boundary conditions along the
axis. In particular, for the reactive case, the detailed chemical kinetic model will be im-
plemented. Considering the high computational costs of these simulations, in the new
ones, Navier-Stokes equations preconditioning or a pseudo compressible formulation will
be implemented in order to have a time-step of almost two order of magnitude larger.

5 Cresco4 Performance

5.1 Non-reactive case

Cresco4 performance was almost the same for both the 3D non-reactive simulations stud-
ied. An example of processors scalability is shown in the table below:

Number of Processors ∆t

144 0.22s
192 0.12s
240 0.13s

15



5.2 Reactive case

Cresco4 processors scalability of the final 3D detailed chemical kinetic model simulation
is shown in the table below:

Number of Processors ∆t

64 0.23s
128 0.12s
192 0.3s
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A first principles study on the Fe(1 0 0)/Pb

corrosion phenomena

Simone Giusepponi∗, Massimo Celino

ENEA, C. R. Casaccia, via Anguillarese 301, 00123 Rome, Italy

❆❜str❛❝t✳ The corrosions of structure materials such as stainless steel in liquid Pb metal
are a big obstacles for the application of the liquid Pb into the fast breeder reactors as
the coolants. The present work is trying to seek the atomic mechanism of the corrosion
phenomena from the point-of-view of the ab-initio framework.

1 Introduction

The ferritic/martensitic steels will be widely used in the next generation of nuclear reac-
tors due to their high thermal conductivities, high resistance to swelling, low expansion
coefficients, and so on. In accelerator driven systems (ADS), they are chosen as the struc-
tural materials and the containers for liquid heavy metals and alloys, which are selected
as the spallation target and the coolant. However, steels can be severely corroded if they
are exposed to liquid metals and alloys directly at high temperatures. The so called liq-
uid metal corrosion problem has been recognized as one of the most critical issues in the
development of ADS. So far, very few theoretical researches have been carried out on this
problem, then, the corrosion phenomena lacks in the theoretical explanation and in the
detailed knowledge of the atomic processes. To satisfy these deficiencies, it is necessary
to explore the interaction details of atoms at the interface of the corrosive environment
and the vessel. Specifically, how the liquid atoms deposit onto the surface, and how the
deposited liquid atoms affect the escape of Fe atoms from the steel surface. For these
reasons, in this work, we focus our attention on the interaction between liquid Pb atom
and the Fe surface, in the framework of the ab-initio computations.

2 Computational details

The first-principles PWscf (Plane-Wave Self-Consistent Field) code of the Quantum ES-
PRESSO has been used [1, 2] to accurately characterize Iron and Iron surface properties.
PWscf performs many different kinds of self-consistent calculations of electronic-structure
properties within Density-Functional Theory (DFT), using a Plane-Wave (PW) basis set
and Pseudo-Potentials (PP) [3, 4].

∗Corresponding author. E-mail: simone.giusepponi@enea.it.
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Figure 1: a) Top
and b) side view of
the simulated sys-
tem. Top (T),
bridge (B), hol-
low (H) and substi-
tuted (S) sites are
in red, green, blue
and black, respec-
tively.

The Fe.pbe-sp-van ak.UPF Vanderbilt ultrasoft pseudopotential [5,
6, 7] with generalized gradient spin approximation (GGSA) and
Perdew-Burke-Ernzerhof (PBE) [8] approximant GGA exchange–
correlation potential, available in the Quantum ESPRESSO library
was employed. All the calculations are performed in the supercell
approximation with periodic boundary conditions (PBC) meant to
mimic an infinitely extended system. We considered a cubic super-
cell composed by a 2 × 2 × 2 array of bcc conventional cells and 16 Fe
atoms. The electronic wave functions were expanded in a plane-wave
basis set with a kinetic energy cut-off equal to 540 eV and 8×8×8
Monkhorst-Pack k–point mesh is employed [9]. The energy minimiza-
tion is performed by using conjugate gradient (CG) minimization
energy method, with the convergence threshold for self consistency
equal to 10−7 Ry. Broyden-Fletcher-Goldfarb-Shanno (BFGS) quasi-
newton algorithm is used to perform geometry optimization. Ionic
relaxation is stopped when both the following conditions are satisfied:
energy changes less than 10−4 Ry between two consecutive self con-
sistent field (SCF) steps and all components of all forces are smaller
than 5 · 10−4 Ry/Bohr.

By total energy calculations we derived lattice parameters a, bulk
modulus B and elastic constants Cij . Moreover, to characterize the
iron surface, the surface energy per unit area γ and the percent change
of the surface relaxation ∆ij = (dij − d0)/d0 were calculated, where
dij is the spacing between layers i and j and d0 is the equilibrium
layer spacing [10, 11]. To quantifies the interation of an added atom
(adatom) on the surface, the binding energy (Eb) was calculated as:

Eb = E(slab+ ada)− E(slab)− E′(ada) (1)

where E(slab+ada) is the total energy of the relaxed surface+adatom
system, E(slab) is the total energy of the relaxed clean surface and
E′(ada) is the total energy of an isolated adatom. A more negative

binding energy indicates a more favourable structure.

3 Bulk iron and iron surface

Considering the curve trends of the total energy with respect to the side dimension and
to the volume of the supercell we derived for equilibrium lattice parameters a0 and bulk
modulus B the following values: a0 = 2.866 Å and B = 166 GPa. Moreover the elastic
constants were calculated and attainig the subsequent values: C11 = 224 GPa, C12 = 137
GPa, and C44 = 89 GPa. These values are in agreement with experimental and theoretical
results.

Having checked the reliablility of our numerical model for the iron bulk sistem, we consid-
ered an iron surface. Surface was cleaved from a crystal structure of bcc iron corresponding
to the (100) Miller plane: Fe(100). Experiments have shown that this is the most likely
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cleavage plane of iron [12]. A vacuum space of ≃15 Å was inserted in the z-direction
to mimic a two dimensional surface. This has been shown to be sufficient to eliminate
interations between mirror images in z-direction due to the PBC (see Fig. 1). Surfaces
with increased number of slabs were examined to evaluate the optimal number of slab
to take in consideration. Each slab is composed with 2×2 crystal unit cell with lattice
parameters calculated from the bulk system (Lx = Ly = 2 × a0) and a 8×8×1 k–point
mesh is employed. The linear growth of the total energy EN

slab with respect of the number
of the slabs N , permits to calculate the surface energy σ of Fe(100) using the following
equation [10, 11]:

EN
slab ≈ 2σ +NEbulk (2)

where Ebulk is the bulk total energy. Calculations for the surface energy per unit area
γ = σ/A where A = Lx × Ly, gave γ = 2.3 J/m2. The obtained result is comparable to
other numerical calculations [13, 14, 15], and to the available experimental values of 2.41
and 2.55 J/m2, although the latter values were measured for the polycrystalline surface
[16, 17].

The surface relaxation of the Fe(100) were also analysed. Surface relaxation is character-
ized as the percent change ∆ij = (dij − d0)/d0 of the spacing dij between layers i and j
versus the equilibrium layer spacing d0. For the Fe(100) surface d0 is a0/2. A positive
value indicates expansion, whereas a negative one indicates a contraction of the spacing.
Analyzing the surface relaxation of the system we measured that ∆12 = -3.5%, ∆23 =
+2.1%, ∆34 = +0.44% and ∆45 = -0.28% (see the second column of Tab. 1). Relaxations
of inner layers are neglible. In panel a1) of Fig. 2 are shown the relaxed top four layers of
Fe(100) surface.

4 Defective iron surface

To have a primary insight into the corrosion process of liquid lead on solid iron, we
started considering the system in which a Pb adatom is absorbed on the Fe(100) surface.
Three different positions were considered (see Fig. 1): top site (T), bridge site (B) and
hollow site (H). For each absorption site the binding energy (Eb) was calculated; a more
negative binding energy indicates a more favourable structure. Results for Pb adatoms
are reported in the Tab. 1. The Eb energies are all negative, then this result indicates
that the absorption of a Pb atom is a energetically favourable process. Moreover, we
observe that the hollow site is the most stable site (-3.73 eV), followed by the bridge site
(-3.14 eV) and then by the top site (-2.83 eV), which is the last stable. Others numerical
works have highlighted same conclusions [18, 19]. To have a better understanding of
the event we considerated also the interaction of the Fe(100) surface with an isolated Fe
adatom. The binding energy were calculated and results are reported on the Tab. 1. As
before, also for Fe adatom the hollow site is the most stable site (-3.61 eV), followed by
the bridge site (-2.51 eV) and then by the top site (-1.68 eV). Moreover, it is worth to
note that configurations with Pb adatom are more stable than the corresponding ones
with Fe adatom. This indicates that is more energetically favourable to have a Pb atom
on the iron slab rather than continue the iron surface with a Fe atom. In panels b1)
and c1) of Fig. 2 are shown the completely relaxed surfaces relative to the hollow sites,
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respectively. With regard of the structural analysis of these six configurations, for Pb
adatom, there still is a contraction of the spacing between the first and the second layer
(∆12 are all negative) and an expansion of the the spacing between the second and the
third layer (∆23 are all positive). On the contrary, we observe that for Fe adatom, we have
an expansion of the spacing between the first and the second layer for Top (∆12=0.12%)
and Hollow (∆12=0.59%) sites. Instead, there is a contraction only for Bridge site (∆12=-
2.5%). Values of ∆23 are similar to those of the Pb adatom cases. Results for surface
relaxations ∆ij are summarized in the first block of Tab. 1.

Figure 2: Relaxed Fe(1 0 0) surfaces
with/without substituted atom and
with/without adatom in hollow site (see
text).

To further evaluate the interation be-
tween iron and lead, we considered the
previous systems in which a iron atom
on the surface (position S in Fig. 1) is
replaced by a lead atom. In panel a2) of
Fig. 2 is shown the completely relaxed
Fe(100)Pb surface. We observe that the
larger dimension of the Pb atom com-
pared to the Fe atom entails a change in
the shape of the outer layer, this induces
a sharp variation in the percent change
of the surface relaxation, now we have a
expansion of the outer layer ∆12 = 7.9%.
Then, energetical and structural consid-
erations are taken into account with re-
gard to the addition of a Pb(Fe) adatom
in the Hollow site. The Eb of a Pb atom
and of a Fe atom in H site are -3.19 eV
and -2.99 eV, respectively. In panel b2)
and c2) of Fig. 2 are depicted the corre-

sponding two relaxed configurations. The bonding energies are weakened compared to the
clean Fe(100) with Pb or Fe adatoms, though, it is more important to highlight that the
configuration with a Pb adatom on the Fe(100)Pb surface it is more stable than that in
which there is the Fe adatom. Moreover, we have ∆12 = 9.2% and ∆23 = 2.3% for the
former case and ∆12 = 11.8% and ∆23 = 1.5% for the latter case. The large dimension of
Pb atom causes a great expansion of the outer layer. Results for Eb and ∆ij for Fe(100)Pb
surface with/without Pb/Fe adatom in H site, are summarized in the second block of
Tab. 1.

Finally, we examined the role of two of the major alloying elements in steel. We considered
the two systems in wich a surface iron atom (position S in Fig. 1) is replaced with a
chromium/nickel atom. In panels a3) and a4) of Fig. 2 are shown the completely relaxed
Fe(100)Cr and Fe(100)Ni surfaces, respectively. Concerning the surface relaxations, great
difference is not perceived, in fact ∆12 = -4.5% and ∆23 = 1.9% for Cr alloying and ∆12

= -4.6% and ∆23 = 2.1% for Ni alloying. The presence of the alloying element causes
an increase in the contraction of the outer layer compared to the clean Fe(100) surface
which is -3.5%. As done before we investigate the different behaviour of these two doped
iron surfaces with an extra Pb/Fe atom in H site. The binding energies of an adatom on
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Table 1: Binding energy Eb (eV) for the Pb/Fe adatom in the top (T), bridge (B) and
hollow (H) sites. Percent change (%) of the surface relaxation/contraction ∆ij .

Fe(100)

adatom Pb Fe
site T B H T B H
Eb (eV) -2.83 -3.14 -3.73 -1.68 -2.51 -3.61

sur. rel.
∆12 (%) -3.5 -1.8 -2.8 -1.3 0.12 -2.5 0.59
∆23 (%) 2.0 1.5 2.1 1.6 1.2 2.0 1.5
∆34 (%) 0.44 0.70 0.96 1.1 1.1 0.78 0.96
∆45 (%) -0.25 0.36 0.38 0.55 0.54 0.44 0.95

Fe(100)Pb Fe(100)Cr Fe(100)Ni

adatom Pb Fe Pb Fe Pb Fe
site H H H H H H
Eb (eV) -3.19 -2.99 -3.69 -3.63 -3.46 -3.68

sur. rel.
∆12 (%) 7.9 9.2 11.8 -4.5 -2.7 -1.3 -4.6 -3.0 -0.89
∆23 (%) 1.9 2.3 1.5 1.9 1.5 0.42 2.1 0.39 1.4
∆34 (%) 0.52 0.68 0.38 0.26 0.78 0.07 0.31 -0.68 0.50
∆45 (%) 0.46 0.82 0.44 -0.05 0.44 -0.07 0.03 -0.93 0.61

the Fe(100)Cr are similar: Eb = -3.69 eV for Pd and Eb = -3.63 eV for Fe, respectively.
However, the surface relaxations are different for the two cases. A Pb adatom in Hollow
site (panel b3) of Fig. 2) gives rise to a contraction of the distance between the first and the
second layer ∆12 = -2.7% and a expansion of the distance between the second and third
layer ∆23 = 1.5%. A Fe adatom in hollow site (panel c3) of Fig. 2) causes less pronounced
changes: ∆12 = -1.3% and ∆23 = 0.42% (see the third block of Tab. 1). Regarding the
Fe(100)Ni surface we calculated the binding energies of an adatom on the Hollow site: we
have Eb = -3.46 eV for Pd and Eb = -3.68 eV for Fe, respectively. In the fourth block
of Tab. 1 are also reported the percent change of the surface relaxations. We computed
∆12 = -3.0% and ∆23 = 0.39% for Pb adatom, and ∆12 = -0.89% and ∆23 = 1.4% for
Fe adatom, respectively. In panel b4) of Fig. 2 is shown the relaxed configuration of the
Fe(100)Ni surface with Pb adatom, whereas, in panel c4) of Fig. 2 is shown the same
surface with Fe adatom.
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❆❜str❛❝t✳ A numerical technique for mesh refinement in the HeaRT (Heat Release and
Transfer) numerical code is presented. In the CFD framework, Large Eddy Simulation
(LES) approach is gaining in importance as a tool for simulating turbulent combustion
processes, also if this approach has a high computational cost due to the complexity
of the turbulent modeling and the high number of grid points necessary to obtain a
good numerical solution. In particular, when a numerical simulation of a big domain is
performed with a structured grid, the number of grid points can increase so much that the
simulation becomes impossible: this problem can be overcomed with a mesh refinement
technique. Mesh refinement technique developed for HeaRT numerical code (a staggered
finite difference code) is based on a high order reconstruction of the variables at the grid
interfaces by means of a least square quasi-eno interpolation: numerical code is written in
modern Fortran (2003 standard o r newer) and is parallelized using domain decomposition
and message passing interface (MPI) standard. The mesh-refinement algorithm is fully
validated by means of a CH4-H2-Air slot flame numerical simulation.

1 Introduction

In the Large Eddy Simulation framework, a numerical grid with high spatial resolution
is mandatory to obtain a satisfactory numerical solution of the flow field with turbulent
combustion: with multi-block structured grids, both in Cartesian and cylindrical coordi-
nates, this goal isn’t always possible to achieve, especially when the numerical simulation
is performed on a domain with big dimension and very small elements (like bluff bodies
and fuel injectors).

The numerical simulation of the “Sandia Flame A” jet performed by the mean of HeaRT
numerical code [3] can be chosen as example: this test case is a CO/H2/N2 (percentage
40/30/30 in volume) non-premixed, unconfined, turbulent jet flame. The fuel is injected

∗Corresponding author. E-mail: giacomo.rossi@uniroma1.it.
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at 292K from a straight circular tube with squared-off ends (inner diameter 4.58mm, outer
diameter 6.34mm), with a bulk velocity of 76ms−1; the air at 290K and wet (molar fraction
of water 0.012) coflows at 0.75ms−1.

The geometrical features don’t allow to produce a structured cylindrical mesh with a high
spatial resolution on the wall duct and concurrently with a manageable number of grid
nodes: in the first numerical simulation of the test case entire domain, performed on a
computational grid with 63452 nodes, the flame blows off because at the inlet way out the
flow field isn’t well predicted.

A second numerical simulation, performed only on the anchoring zone (a domain with
rmax =1.5cm and zmax =2cm), with a computational grid of 206349 nodes (that permit
to obtain a 1.0 × 10−5m spatial resolution close to the nozzle), allows to underline the
vortex shedding phenomena that occur on the duct wall and that permit a stable flame
anchoring.

So it is clear that in this test case, where there’s a big difference between the total length
of the domain and the wall thickness, with a structured grid it is impossible to obtain a
satisfactory compromise between total number of nodes and adequate spatial resolution:
a mesh refinement technique can overcome this limitation, because it makes possible to
use a grid with a high spatial resolution in a well enclosed zone and to restrict the number
of grid nodes in the remaining part of the domain. A mesh refinement technique, is
also very useful in combination with Immersed Volume Method (IVM) technique, already
implemented in the HeaRT numerical code and successfully validated [1].

2 Multi-Resolution Algorithm

The multi-resolution algorithm developed for the HeaRT code is based on the joined-grids
approach. With the joined-grids approach, on the computational domain, multiblock grids
with different spatial resolution can be placed side by side. The resolution of the block
is identified from a parameter, named level: a grid block of level 1 is the coarsest, a grid
block of level n is the finest (where n is the maximum number of levels that are present
in the computational grid). There’s no limit to grid block junction: a grid block of level
n can be adjacent to a grid block of level n+ 2.

If only one grid level is present (no mesh refinement adopted), variable values on ghost
cells are obtained from a simple copy of the corresponding “real” cells of the neighboring
grid block.

With the joined-grids approach, copy isn’t the appropriate operation for the communica-
tion between grid blocks with different spatial resolution, so two new reliable procedures
have been developed: the first, that transfers variable values from fine to coarse grid is
called restriction and the second, that makes the opposite operation, is called prolongation.
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2.1 Communication Procedures

2.1.1 Restriction

Restriction procedure is used for communication of numerical solution from level l to level
l − 1. For scalar variables (collocated at the center of the cell), coarse value Φ(I, J,K) is
obtained from fine values φ(i, j, k) by means of a weighted sum of fine values, where the
weights are the volume fractions of each fine cell contained in the coarse one.

For momentum ρU , collocated at the positive faces of a cell, coarse grid value Φ(I, J,K)
is obtained from fine values φ(in, j, k) by means of a weighted sum of fine values, where
the weights are the area fractions of each fine cell contained in the coarse one.

2.1.2 Prolongation

For prolongation, an accurate interpolation algorithm was chosen, and therefore the com-
munication “operator” has a big complexity.

The selected algorithm is the same for both scalar and momentum prolongation: fine
value is obtained by the solution, via least-square method, of an overdeterminated system
of equations; these equations originate from the Taylor series expansion of the variable
values for any coarse point that belongs to the interpolation stencil.

3 Validation

In this section the numerical simulations of a significant test case, obtained with the
joined-grids technique, are presented: two Large Eddy Simulations of a lean premixed
CH4/H2–Air slot flame.

3.1 Problem Configuration and Simulation Setup

The simulations were performed in a slot-burner Bunsen flame: the domain configuration
and the boundary conditions are described in [2].

The two-level grid (JG2) has been created starting from the grid already used in a previous
LES performed (SL) on the same test case by means of HeaRT code [2]: in the central
reaction zone, the new grid is the same of the grid used in the previous simulation; the side
and the upper zones (where flow field is calm), are obtained from the “old” grid keeping
one node and deleting its next one, in each direction.

The computational grid of the second numerical simulation with joined grid approach
(JG3) is obtained from the JG2 grid: the finest zone (level 3) has the same resolution of
the level 2 of JG2 simulation, but its smaller in y and in z direction; outside this zone,
the grid is obtained from the JG2 grid keeping one node and deleting its next one, in each
direction.
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Table 1: Grid comparison between the previous simulation (Single Level) and the actual
simulations (Joined Grids)

Single Level (SL) Two Levels (JG2) Three Levels (JG3)

Computational blocks (for level)
4 5 (1), 3 (1)

4 (2) 3 (2),
4 (3)

Computational nodes 3969480 2416950 1548390
Grid levels 1 2 3

Grid points (for level)
3969480 234630 (1), 33030 (1),

2116320 (2) 130080 (2),
1385280 (3)

The computational grid of JG2 simulation has about 1500000 nodes less than the SL grid,
while the JG3 grid has about 870000 nodes less than the JG2 grid: the JG3 computational
grid has just over one third of the total nodes of SL grid.

Both JG2 and JG3 simulations are performed on 256 cores of Cresco 4 ENEA cluster; to
compute all the statistics, a large amount of data has been collected: as example, for the
JG3 numerical simulation, more than 250 gasdynamic fields (composed by ten zone files)
have been stored and post-processed on the Cresco 4 HPC facility: the total amount of
disk space used is about 250GB.

Figure 1: Domain configurations for JG2 (left) and JG3 (rigth) numerical simulations;
isosurface of temperature T = 1600K. JG2: level 1 (black) and level 2 (blue) grids (only
one line each four is represented); JG3: level 1 (green), level 2 (blue) and level 3 (red)
grids (only one line each two is represented).)

In figure ?? (left) average and rms profiles of streamwise velocity at two heights (where the
injection is at z = 0.00 mm), are plotted: it is evident a very good agreement between JG2
(solid lines), JG3 (solid lines with cross) and SL (dashed lines) LES simulation data; the
communication procedures described in section 2.1 don’t modify both trend and maximum
and minimum positions.
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Figure 2: Streamwise Velocity Mean (blue) and rms (red) profiles at two heights above
injection (left: z = 1.25 mm; right: z = 7.00 mm): comparisons between SL (dashed
lines), JG2 (solid lines) and JG3 (solid lines with crosses)

4 Concluding Remarks

By mean of this technique, based on the joined-grids approach, is possible to obtain some
important targets.

First, it is possible to reduce, in a considerable way, the total number of grid points
without any significant loss of accuracy: the 3 levels computational grid used in the
numerical simulation of the slot flame has about one third, in terms of computing nodes,
with respect to the single level grid; this permits to obtain smaller output files (the size
is reduced from ∼ 800MB to ∼ 270MB) and therefore an important saving of disk space,
post-processing times and computational resources.

The computational nodes number reduction has furthermore a positive effect on single
iteration (or time step) computing times: for a few number of cores (up to 16), the joined-
grids numerical simulations has a computing time shorter than the single level simulation;
for a higher number of cores, the advantage of joined-grids algorithm is not so clear. One
the reasons is the domain decomposition algorithm adopted in the HeaRT code, that
makes impossible a concentration of CPUs on the finest zone, because it is limited on
a “structured” decomposition of the numerical grid; another reason is more likely the
poor efficiency of the joined-grids procedures, that have to be analyzed to discover all the
possible bottlenecks, cache misses and every other problems in memory management.
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❆❜str❛❝t✳ Many nano-material systems are currently under consideration as possible can-
didates for gate dielectric insulators in both metal-oxide-semiconductor (MOSFET) and
organic (OFET) field-effect transistors. In this contribution, the possibility of employing
self-assembled monolayers (SAMs) of hydroxylated octadecyltrichlorosilane (OTS) chains
on a (111) Si substrate as gate dielectrics is discussed; in particular ab initio theoret-
ical simulations have been employed to study the structural properties, work function
modifications, and the insulating properties of OTS thin film coatings on Si substrates.

The process of miniaturization of micro-electronic components (i.e. reducing the size of
a device smaller and make it work faster) is one of the main goals of modern technol-
ogy; as the total transistor size comes down to few nm, only few atoms would work as
a transistor; organic molecules, thanks to the size, are expected to play a key role in
molecular electronics[24]. Self-assembled monolayers (SAMs) have been recently studied
and reviewed in detail[12, 11, 13, 22], because of their possible use in low cost devices
for applications in many fields. Among the possible choices for the chemical species in-
volved in the formation of SAM films, alkyl-silanes exhibit appealing properties, such as
low mechanical friction[13] or high level of hydrophobicity[2, 3], when employed in the
functionalization of silicon surfaces. Alkyl chains deposited on Si or SiO2 exhibit high
insulating properties, thus being excellent candidates for gate dielectrics in low-voltage
OTFTs, suppressing carrier tunneling thanks to their highly ordered aliphatic chains,
even though they are only a few nanometer in thickness, provided that a good control
of film quality is achieved[1, 21, 4], making this system highly appealing for the fabri-
cation of efficient organic thin film transistors (OTFTs) at the nanoscale, where silicon
dioxide (SiO2) behaves as a poor insulator with high leakage currents. In addition it is
possible to modify the surface terminating group of the SAM by exploiting compatible
organic/inorganic interactions resulting in improved device performances[18].

Generally speaking, an organic monolayer formed through self-assembling should be a
close-packed and highly ordered structure as schematically sketched in Fig.1; however,
defects or incomplete domain boundaries may occur during the SAM formation[23, 20];
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Figure 1: (Color online) Close-packed and highly ordered organic monolayer of alkyl chains
on a substrate formed through self-assembling.

hence, SAM coatings are quite often non uniform being characterized by neighbouring,
small sized, ordered domains [23] with different orientations and disordered domain bound-
aries; in a field emitting transistor (FET) this would be catastrophic, as semiconductor
molecules may penetrate the SAM film, reducing the effective dielectric thickness and cre-
ating low-resistence current paths trough the SAM film; thus a key challenge for realizing
an efficient OTFT lies in developing gate dielectrics with low leakage current, low interface
trap density, and high capacitance for low-voltage OTFTs. Our previous calculations[7]
have shown that SAM coatings made of octadecylthrichlorosilane ((CH3(CH2)17Si(OH)3,
OTS in the following) shows many appealing properties for a gate dielectric material; hy-
droxylated OTS molecules adsorbed on the hydrogenated (111) Si surface, in fact, show a
negative adsorption energy; that is lower, however, than the adsorption energy of a pure
alkyl chain. Despite this fact, the ground-state configuration of both the isolated and
two adjacent OTS chain exhibit some favorable properties that make OTS particularly
suitable for Si functionalization with homogeneous, uniform, and stable hydrophobic self-
assembled monolayers. Indeed, the ground-state adsorption geometry shown in Fig.2(a),
is almost orthogonal to the (111) surface, with a low value of the tilt angle that, contrarily
to the pure alkyl chain case , prevents the steric hindrance of the neighbouring surface
adsorption sites by the deposited molecule (see the inset of Fig. (2)(a)).

Figure 2: (Color online) Fully relaxed configurations of the (1:1) (a), (1:2) (b), and (1:3)
(c) OTS adhesion on the hydrogenated (111) Si surface.

The interaction between two hydroxylated OTS polymers adsorbed at adjacent sites on
the (111) Si surface depends on the local dipole field in the vicinity of the polymer chain
that, unlike the pure alkyl chain case, is strongly affected by the presence of the hydroxyl
polar groups. The OH groups, in fact, favour the interaction, via an H bond, of the OTS
with the positive charges of the unscreened in Fig.(3), drawn in the plane containing the
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O-H-O atoms, evidences the existence of a significant potential energy region connecting
the two adjacent polymers that is the result of the H bond between the O lone pair (that
is located below the plane where the density map is considered) and the positive H (see
Fig.3).

Figure 3: (Color online) Density map of the electrostatic potential for the ground-state
configurations of two OTS polymers adsorbed at adjacent sites on the hydrogenated (111)
Si surface. The density maps has been drawn on the plane parallel to the (111) Si surface,
namely the one that in the OTS case contains the (almost) linear H bond between the OH
radicals of the two molecules.

The adsorption of OTS at adjacent sites is, therefore, not only allowed but energetically
favoured because the interaction energy between two adjacent molecules is driven by the
H bond formed between two hydroxyl groups belonging to the different molecules.

From the electrostatic point view a modification of the substrate work function induced
by SAM deposition has to be expected to occur in the case of OTS on Si surfaces[8],
affecting, as a consequence, the properties of devices based on this technology. As pointed
out previously, a self-assembled thin film monolayer should be a close-packed and highly
ordered structure; however, defects or incomplete domain boundaries may occur during
the SAM formation[20]. Hence, SAM coatings are quite often nonuniform, being charac-
terized by neighbouring, small sized, ordered domains[23] with different orientations and
disordered domain boundaries. Moreover, the coating properties can be deeply affected
by the deposition parameters and methods used, favouring, for instance, multiple covalent
attachments with the surface, which has been referred to as ”poor self-assembly”[5] be-
cause of the significant lowering of the bonding density. Indeed, according to NMR and IR
measurements performed on methyl-n-alkylsilanes, there is evidence that such polymeric
structures, which are quite similar to OTSs, can bind the Si surface through either a single
covalent bond (referred to as (1:1) structures) or two covalent bonds ((1:2) structures)[17].
Each of the previously mentioned defects, discontinuities, or poor ”self-assembly” features
in the OTS SAM, dramatically affect the coating properties of the functionalized Si surface,
resulting in poor device performance when employed in FET technology; especially those
exploiting the work function modification of the Si substrate induced by the deposited
layer. Work function changes have been recently computed[8] through the ”Z-potential”
obtained by solving the Poisson equation (given the total charge density) and then by
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averaging the electrostatic potential Vel(r) in the xy plane:

V̄ (z) =
1

A

∫

A
dxdyVel(r) = − e

2ǫ0A

∫ c

0
|z′ − z|ρ̄(z′)dz′ =

1

2ǫ0A

(

d(0)− 2d(z)

)

(1)

where

d(z) =

∫ c

z
(z′ − z)ρ̄(z′)dz′ (2)

and resulting in ∆Φ = ΦOTS/H:Si−ΦH:Si = −e∆V̄ (∞), with c being the supercell size along
z, A the surface area, z the coordinate of an arbitrary plane parallel to the surface, ρ̄(z)
the xy average of the total charge, evaluated from first-principles calculations.

Table 1: Adsoprtion energies, tilt Angles, work function changes, and surface dipole mo-
ment changes with respect to the bulk Si:H case for single molecule adhesion configurations
involving n bonds with 1 ≤ n ≤ 3

Configuration Eads (eV) θtilt (rad) ∆Φ (eV) ∆ds (D)

(1:1) -0.64 0.19 -170 1.95
(1:2) -0.90 0.58 -87 1.17
(1:3) -1.30 0.58 –50 0.57

The d(z) partial dipole moment (referred to the vacuum region) along the z direction
should be ideally calculated as the partial dipole at a reference z plane deep in the Si
bulk, dividing it into two neutral subunits[14]. Eq. (1), together with the assumption that

V̄
H:Si

(∞) = 0, implies d
H:Si

(0) = 0. Therefore, the work function difference with respect to
the hydrogenated Si surface is:

∆Φ = − e

2ǫ0A
d
OTS/H:Si

(0) (3)

The fully relaxed structures of the (1:1), (1:2), and (1:3) OTS ground-state adsorption
configurations on the (111) Si surface are drawn in Fig. 2; the adsorption energy values
calculated on the basis of the eq. (3) are listed, together with the relevant tilt angles, in
Table 1 and reveal that all the adsorption reactions are exothermic with larger adsorption
energy for multiple covalent bonds per molecule, ranging from 0.64 eV per bond for the
(1:1) case to 0.43 eV per bond for (1:3). The work function differences ∆Φ with respect to
the bare H:Si surface have been calculated with eq. (3) where d(0) has been considered at
the central Si layer of the three-layer slab and the work function of the H:Si slab has been
estimated to be 6.46 eV. ∆Φ values are listed in the third column of Table 1 and demon-
strate that the molecular dipole for all the ground-state configurations studied lowers the
work function with respect to the hydrogenated (111) Si surface, thus reducing the energy
needed to extract an electron from the bulk Si and increasing the hole isolation properties.
This is consistent with the observed reduction of the negative partial dipole moment at
the topmost Si layer for the functionalized surface with respect to the hydrogenated one.

Under some a few general assumptions the work function change referring to the hydro-
genated Si surface can be cast into:

∆Φ[n] = − e

2ǫ0A
∆ds[n] (4)
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where n is the number of SAM molecules adsorbed on the surface and ∆ds[n] is the
corresponding surface dipole change (projected on the surface normal) with respect to the
H:Si case. The relationship between the work function and the surface dipole is drawn
in Figure 4, demonstrating a clear linear dependence of the work function on the surface
dipole for the various configurations studied. At full coverage, it is expected that, for
each OTS molecule adsorbed with the (1:1) stoichiometry, one of the two free hydroxyl
groups binds the adjacent adsorbed molecule through a planar H-bond carrying no dipole
moment in the z direction, while the other is, in principle, free to point up or down with
respect to the normal direction of the surface; a schematic picture of such self-assemblyng
is depicted in Fig.(4(a). By using the above-discussed linear dependence between ∆Φ and
∆ds, the calculated value of ∆dfull

s can be used to extrapolate the work function difference
with respect to the hydrogenated (111) Si surface, which results in ∆Φfull = −2.04± 0.04
eV.

Figure 4: (Color online) Schematic representation of OTS full coverage in both the (1:1)
and (1:2) case ((a) and (b) respectively). The blue and yellow lines in (a) represents
the hydroxyl groups of OTS adjacent molecules (red circles) forming a H-bond; while in
(b) the (1:2) OTS adhesion configuration is sketched in green together with the only free
hydroxyl group in yellow.

In the present work, the dielectric properties of OTS-SAMs on the (111) Si surface have
been studied by first-principles calculations based on density functional theory (DFT)1.
When an external electric field E is applied, the partial dipole depends on it in the following
way:

dE(z) =

∫ c

z
(z′ − z)ρE(z′)dz′ (5)

( ρE(z) now is the xy average of the total charge in presence of a static external electric
field E) and permits to evaluate the macroscopic electrostatic potential as a function of z,
thus allowing to calculate the averaged internal electric field inside the slab. Using eq. (1)

1A generalized gradient approximation (GGA), using the Perdew-Burke-Ernzerhof formula[15](PBE)
for the electron exchange and correlation energy have been employed, and norm-conserving pseudopo-
tentials have been constructed with the Troullier-Martins scheme[19] in the framework of a plane-wave
basis set expansion. All the first-principles calculations have been performed using the parallel version of
QUANTUM-ESPRESSO package[9], with a plane-wave energy cutoff of 150 Ry for the wave functions. A
six-layer slab of 48 atoms having 8 Si atoms per layer and a vacuum region of ∼ 43 Å have been employed,
together with (4x4x1) Mokhorst-Pack k-point grid for the Brillouin zone sampling, while relaxation pat-
terns have been obtained with a Broyden-Fletcher-Goldfarb-Shanno (BFGS) method[6] plus semi-empirical
long range corrections[10] and an external electric field of 0.002 a.u. of amplitude. The ionic minimization
was done until the convergence threshold of 0.001 a.u. of the total force was achieved.
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it is possible to write the electrostatic potential in presence of an external static electric
field of absolute value E as:

V̄E(z) =
e

ǫ0A

(
dE(0)

2
− dE(z)

)

− zE (6)

being A the xy surface area. Differentiation of Eq. (6) leads to the total electric field:

E(E)
tot = −~∇V̄E(z) =

(
e

ǫ0A
d′E(z) + E

)

k̂ = E
(E)
int + E (7)

where k̂ is the unit vector along the z direction. As we are interested in the macroscopic
dielectric function, the internal field has to be averaged between two reference points (say
z1 and z2 with z2 ≥ z1) to eliminate local field effects, giving:

〈E(E)
int 〉 =

1

z2 − z1

∫ z2

z1

Eint(z)dz =
e

ǫ0A(z2 − z1)

∫ z2

z1

d′E(z)dzk̂ =
e

ǫ0A

dE(z2)− dE(z1)

z2 − z1
k̂ (8)

On the other hand, for a polarized dielectric linear slab in presence of an external electric
field, the macroscopic polarization PE between two reference points z1 and z2 can be
obtained as:

PE + ǫ0〈E(E)
int 〉 = 0 (9)

provided that both z1 and z2 in 〈E(E)
int 〉 satisfy the neutrality condition d′(zi) = 0 ∀i =

{1, 2}. Eq. (9) permits to evaluate the static linear susceptibility χ as the polarization
response of the system to the total electric field:

δP = ǫ0χδE
(E)
tot (10)

where δP is the difference between the macroscopic polarization with and without external
electric field. Then the static dielectric constant can be easily obtained in connection with
eq.(8) as:

ǫr =

(

1 +
δE(E)

int

E

)−1

(11)

where δE(E)
int is the difference between the average internal electric field with and without

a static external field E. The above sketched method has been tested on a perfect hydro-
genated (111) Si surface by varying the external field and letting the supercell to relax,
and the results obtained for partial dipoles evaluated through Eq. (5) are shown in Fig. 5,
with z1 and z2 values chosen at the local maxima in the bulk (see Fig. 5); our calculated
values for the dielectric constant ǫSi0 through eq. (11) gives the value of 11.8 in very good
agreement with the experimental value of 11.9.

Next we have addressed the problem of evaluating the polarization of the various blocks
forming the OTS molecule adsorbed on the surface, in the spirit of applying the same de-
composition of partial dipoles previously used[8] to evaluate work function changes. The
idea is to obtain a reliable value of the surface dipole to be employed in estimating the in-
ternal macroscopic electric field with and without an external field, and the corresponding

35



Figure 5: (Color online) Partial dipoles inside the hydrogenated (111) Si surface for dif-
ferent applied external electric field.

dielectric constant ǫOTS/H:Si

0 . Due to numerical stability, we have found convenient to split
the integral in Eq. (5) as it is shown in Fig. 6 where the various partial dipole contribu-
tions are evidenced, namely the one belonging to the bonding group of the OTS molecule
(dSi-O-Si + dOH), the partial dipole of the alkyl chain (d(CH)2

), and finally the methyl group
(d(CH)3

).

Figure 6: (Color online) Partial dipole as a function of z, for the OTS adsorbed on the
Si surface (black line) and for the H:Si slab (red line). Partial dipoles of the sub-units
specified in Table 2 are evidenced, together with the special points dividing the structure
into two neutral sub-units, where partial dipoles evaluated through Eq. (2) agree with the
usual definition.

Except for the orientation of the hydroxyl groups, the ionic relaxation of the OTS molecule
in presence of an external electric field, affects only slightly the relaxed atomic positions
of the configuration with no external field. On the contrary, the two free OH groups have
rotated their angles with respect the z direction of ∆θ(↑) ∼ 6.5◦ and ∆θ(↓) ∼ 2.3◦, where
θ(↑)(θ(↓)) is referred the the hydroxyl groups pointing up (down). The new polarization
values of the different contributions are reported in Table 2. The values reported in Table
2 for the partial dipole of the CH3 radical are those obtained for an isolated OTS molecule,
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while in presence of an adjacent molecule repulsive effects between the alkyl chains have
to be considered. Thus the dCH3 term has been revised in a system mimicking the full
coverage of the Si surface; in particular, we have taken the dipole moment of the methyl
groups of a full coverage system consisting of a densely packed array of CH3(CH2)17CH3

molecules that resembles what we would have in a typical full coverage of the H:Si slab,
provided the PBCs are applied.

The new dCH3 values obtained in this way are -1.34 D and -1.25 D for E = 0.000 a.u. and
E = 0.002 a.u. respectively. At full coverage, we expect that of the two hydroxyl groups
of each OTS molecule, one forms an H-bond with and adjacent molecule, while the other
points downard as schematically shown in Fig.4; in this case the data reported predict a
variation in the surface partial dipole moment, due to the applied external electric field,
of ∆ds ∼ 4.6 D, corresponding to a static relative dielectric constant of ǫOTS/H:Si

r ∼ 5.1. In
terms of equivalent SiO2 thickness our prediction brings to:

leq = lOTS

ǫOTS/H:Si
r

ǫSiO2
r

∼ 36.6 Å (12)

(with ǫSiO2
r ∼ 3.9) that is a very good result in terms of insulating properties when alkyl

chains are employed ad gate dielectrics in Si-based FET devices. The above result, how-
ever, is based on some approximations and hypotheses assumed concerning the alkyl chain
and the orientation of the hydroxyl groups that are still under consideration for robustness.

Table 2: Partial dipole with and without an applied external electric field for various
elements of the OTS molecule needed to evaluate surface partial dipoles at full coverage.

E = 0.000 a.u. E = 0.002 a.u

dH:Si
s -23.71 D -23.45 D
dSi-O-Si 2.22 D 2.40 D

d
(↓)

OH -1.015 D -0.92 D

d
(↑)

OH 1.015 D 1.11 D
d(CH2)

0.65 D 1.51 D
dCH3 -2.18 D -2.03 D

In conclusion, using first-principles calculations based on the density functional theory,
we have studied the ground state configurations and the energetics of hydroxylated OTS
polymers adsorbed on the (111) H:Si surface and the interaction between two polymeric
chains adsorbed at adjacent sites. Our study has been focused on those aspects, such
as configurational properties and dipolar interactions, playing a crucial role for the on-
set of self-assembling phenomena that are beneficial for uniform and stable hydrophobic
functionalization of Si. It has also been demonstrated that, in the case of perfect OTS-
SAM adhering to the Si surface with one covalent bond per molecule, the self-assembly
mechanism involves H-bonds between hydroxyl groups of neighbouring of OTS molecules
while multiple covalent bonding between a (111) Si surface and a OTS molecule has been
explored as a possible source of irregularities and disorder.

The Z-potential and the partial dipoles have been calculated and decomposed in parts that
have been employed as the building blocks of a simple superposition toy model that has
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been validated for the various configurations considered, showing that it is appropriate
to predict the surface dipole and the work function. The usage of such a model has
allowed to extrapolate the surface dipole and the work function to full coverage, giving
∆Φ of uniform coatings in the (1:1) and (1:2) adsorption motifs. In particular we have
found that the (111) Si surface coated with a uniform and regular OTS SAM exhibits
a lower electron work function by nearly 2 eV with respect to the hydrogenated surface
thus enhancing the hole confinement of such coated surface. Next, we have calculated the
static dielectric constant of a regular and uniform OTS SAM coating by assuming some
approximations. The obtained value of ǫOTS/H:Si

r ∼ 5.1, that, however, should be considered
as a first approximation of the actual value due to the assumptions employed, is enough
robust to show that, compared to silica insulators, the OTS-SAM coatings are attractive
candidates as gate dielectrics in FET technology because of better isolation properties.

The computing resources for this work have been provided by the CRESCO3 and CRESCO4
section of ENEAGRID High Performance Computing infrastructure and its staff[16].
CRESCO/ENEAGRID High Performance Computing infrastructure is funded by ENEA,
the Italian National Agency for New Technologies, Energy and Sustainable Economic De-
velopment and by Italian and European research programmes, see
http://www.cresco.enea.it/english for information.
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A High Resolution Numerical Model to Study the

Coastal Processes in the Adriatic Sea

G. Sannino1∗, W. J. McKiver2 and D. Bellafiore2

1 ENEA Centro Ricerche Casaccia, Via Anguillarese 301, 00123 Roma, Italy

2 ISMAR-CNR, Arsenale – Tesa 104, Castello 2737/F, 30122 Venice, Italy

❆❜str❛❝t✳ A high resolution implementation of MITgcm for the Adriatic Sea is presented.
The model has been developed in the framework of the Italian national flagship project
RITMARE, and in particular it has been devoted to investigate the ocean model capability
in capturing vertical hydrodynamic coastal processes in the North Adriatic Sea. The
model run on CRESCO4.

1 Introduction

In the framework of the Italian national flagship project RITMARE has been conducted
a specific study [1] to investigate the actual ocean model capability in capturing vertical
hydrodynamic coastal processes in the North Adriatic Sea. The Adriatic Sea has been
chosen because it is a typical example of a water body that is strongly linked to its coastal
system, being a semi-enclosed basin with a particular topography, having a very shal-
low northern area becoming deeper towards the south, and a large number of fresh-water
sources. This makes it prone to Deep Water (DW) events, when cold north-easterly winter
winds induce water sinking in the shallow Northern Adriatic. These extreme DW events
have many complex influences and thus are particularly challenging to understand and
model, though their impact on the general circulation has made them an important topic
of research. In [1] the authors focused their attention on one particularly strong DW for-
mation event that occurred in the beginning of 2012. In particular they implemented two
very different numerical models, SHYFEM (Shallow water HYdrodynamic Finite Element
Model) and MITgcm (Massachusetts Institute of Technology general circulation model),
in order to compare their strengths and weaknesses in representing these DW formation
processes. In order to speedup the research, the two models have been run in parallel on
different clusters. In particular MITgcm has been run on the ENEA cluster CRESCO4. In
the following the MITgcm model implementation and setup as well as a validation analysis
will be shown.

∗Corresponding author. E-mail: gianmaria.sannino@enea.it.
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Figure 1: (left) Model bathymetry and computation domain. (right) Map showing location of data
sources used for validating the model : CTD data (red dots), Acqua Alta CNR Platform (yellow dot),
Vida buoy (green dot). Purple dots show the location of river inputs.

2 Model implementation and simulation setup

The model implemented in this study is the MITgcm. The MITgcm solves both the hy-
drostatic and nonhydrostatic Navier-Stokes equations under the Boussinesq approximation
for an incompressible fluid with a spatial finite-volume discretization on a curvilinear com-
putational grid. The model formulation, which includes implicit free surface and partial
step topography, is described in detail by [2] and [3]. The model domain, that covers the
entire Adriatic Sea, is discretized by a non-uniform curvilinear orthogonal grid of 4321296
points. The 2D domain has been decomposed in order to use 1728 cores of CRESCO4.
However the model showed a very good scalability up to 3888 cores. Model horizontal
resolution Dx (Dy) smoothly increase from about 400m (700m) at the southern bound-
ary up to 200m (400m) at the northern coasts. The model has 100 vertical z levels with
a thickness of 1m in the upper 23m gradually increasing to a maximum of 17m for the
remaining 64 levels. As in [4] and [5], an implicit linear formulation of the free surface
is used. The model uses constant horizontal eddy coefficients for momentum (viscosity:
10m2s−1), temperature, and salinity (diffusivity: 2m2s−1). Vertical eddy viscosity and
diffusivity coefficients are computed in the MITgcm using the turbulence closure model
developed by [6] for the atmosphere and adapted for the oceanic case by [7]. The river
runoff is considered explicitly and modeled as a lateral open-boundary condition. As in [8]
the rivers are included by introducing small channels in the bathymetry that simulate the
river bed close to the coast. Velocity is imposed at the upstream end of each channel, and
when the velocity is multiplied by the cross-sectional area of the channel, the prescribed
discharge rate is quantified. No flux conditions for either momentum or tracers and no
slip conditions for momentum are imposed at the solid boundaries. Bottom drag is ex-
pressed as a quadratic function of the mean flow in the bottom layer: the (dimensionless)
quadratic drag coefficient is set equal to 0.002. The net transport through the southern
open boundary is corrected during run–time at each time step to balance the effects of
river discharge and of the evaporation minus precipitation budget on the surface level.
This solution prevents any unrealistic drift in the sea surface elevation. Tides are imposed
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as a barotropic velocity at the southern boundary. At the surface, the wind drag coefficient
is computed following the default MITgcm formulation:

Cd =
0.0027

U10
+ 0.000142 + 0.0000764U10 , (1)

where U10 is the wind speed at 10m. To reproduce the surface heat fluxes, shortwave radia-
tion from the atmospheric model is imposed, whereas the longwave radiation is computed
according to the [9] formula. Bulk formulas are computed considering the sea surface
temperature, the winds at 10m height, the dry air temperature and the air pressure at
2m, and the relative humidity as inputs. The latent heat flux and the sensible heat flux
are computed according to the [10] and [11] formulation. The model simulation begins in
December 2011 and is run until the end of April 2012. This period covers the DW event
in the beginning of 2012. The time steps used was 10s. Output fields and diagnostics
are produced every three simulated hours. Temperature and salinity are initialized, inter-
polating 3–D values on the two grids, and forced at the open boundary at the Otranto
Strait, from AFS (Adriatic Forecasting System) data. AFS data are provided with 2km
horizontal resolution, 3–dimensional fields on a sigma level system, daily means. Tidal
water level and surge data are provided from the OTIS tidal model and AFS sea–surface
height data. River inputs have been explicitly included for the Po, Adige, Brenta, Livenza,
Piave, Tagliamento and Isonzo rivers. The Po river discharge is provided by ARPA Emilia
Romagna (ARPA-SIMC), daily values. The Tagliamento and Isonzo river discharge are
provided by Regione Friuli Venezia Giulia (Servizio Idrografico) with a frequency of 30min
and are measured by two tide gauges in front of the river mouths. The period chosen for
the present run is not covered by measured discharge data for the other rivers, therefore
climatological values computed on a large daily dataset covering the period 2005–2010
are used. All the river boundaries are forced with measured water temperature timeseries
from the year 2007, collected on the Tagliamento, except the Isonzo river that uses its
own measured timeseries, available for the same year. Where data are missing in the
Tagliamento and Isonzo measured timeseries, gaps are filled with climatological data. In
Fig. 1 we show the map of the model bathymetry used in MITgcm, and the location of
data sources used for validating the model and the river inputs.

3 Model validation

In order to validate the hydrostatic model simulation, a number of observational data sets
are used:

• CTD transects of temperature and salinity are provided from a cruise with the R/V
DallaPorta, along the Senigallia Transect (Fig. 1 right panel), where temperature
and salinity profiles were acquired for the 27 March 2012.

• Sea surface temperature (SST) from satellite data obtained using Moderate Resolu-
tion Imaging Spectroradiometer (MODIS). We selected the MODIS-Aqua SST for
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Figure 2: Timeseries of surface (solid) and bottom (dashed) temperature (left) and surface salinity (right)
for MITgcm (red) and the Vida buoy observations (black).

Location Variable Bias RMSE Correlation

Temperature (2m) [◦C] 0.19 1.11 0.88

Vida Buoy Temperature (22m) [◦C] -0.04 1.12 0.94

Salinity (2m) [psu] 0.31 0.37 0.73

Table 1: Statistical analysis of simulated water temperature and salinity timeseries computed at the
Vida Buoy. Analyses provided are the difference between mean of observations and simulations (BIAS),
the root mean square error (RMSE) and the correlation.

the Adriatic Sea, acquired during daytime on the 26 January, 5 and 16 February
2012.

• In the Gulf of Trieste, timeseries of surface (2.5m) temperature and salinity and
bottom (22.5m) temperature from the Vida Buoy (Fig. 1 right panel) are used to
validate the models output. Also surface (2m) and bottom (12m) temperature,
salinity and density anomaly from sensors installed at the CNR Platform Acqua
Alta (AA Platform in Fig. 1 right panel) are available for model validation, for the
time window 1 December 2011 to the 31 March 2012.

Due to the limited number of pages the validation shown in the report is limited to the
VIDA buoy comparison. A more complete analysis can be found in [1]. In Fig. 2 the time-
series of surface and bottom temperature as well as surface salinity from the VIDA buoy
is shown. In the lead up to the event, up to the end of January, the models reproduce well
the surface and bottom temperatures. Also it captures the onset of the event, registering
the starting moment of the cold water sinking at the beginning of February. However the
model overestimates the minimum temperature values reached during the event. MITgcm
reproduces the surface temperature before the event, with just a small underestimation
in the first simulated month. However bottom temperature is closer to the observations
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during the event, and the greater difference in the temperature values between surface
and bottom, indicates that MITgcm has an unstable stratification and less mixing during
the DW event. From the statistical analysis of the whole temperature timeseries, which is
shown in Table 1, it is evident that the model well reproduces measurements, with biases
always lower than 0.3C. Correlation is high both for surface and bottom temperature data,
while slightly lower for salinity. The model shows higher errors in reproducing the time-
series variability, as expressed by RMSE values of around 1◦C. Considering that the model
does not imply any kind of data assimilation, the results of the validation (included those
not included in this report, but extensively discussed in [1]) can be considered adequate
to perform the comparing study proposed in RITMARE [1].
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❆❜str❛❝t✳ We made a series of molecular dynamic simulations to get a representative,
high temperature GeO2 system to eventually be quenched down to room temperature so
as to obtain an amorphous system to be studied under pressure for comparison to exper-
imental results. We carefully generated an initial configuration such that all simulations
have entirely been carried out by ab-initio methods in the range 10K-3000K.

1 Introduction

The study of liquid and amorphous GeO2 holds a particular interest among material
sciences and physics researchers, due to the fact that GeO2 presents many structural
similarities with SiO2 - short range order is the same - whilst undergoing phase transitions
at much lower pressures. Moreover the differences between GeO2 and SiO2 glasses at the
medium-range scale, allow glass transition temperature of GeO2 to be considerably lower
than for SiO2. In addition, thanks to its higher electron and hole mobilities and its lower
operating voltages, germanium is gaining increasing consideration for replacing silicon in
solid state devices.

Due to currently available computational powers, molecular dynamics simulations are more
and more often carried out to flank experimental results on Ge compounds.

On the base of the simulations we performed on a numerical sample made of Ge atoms [1,
2], we started a molecular dynamics study of GeO2. As a preliminary step, our first goal
was to get a representative GeO2 system well over its melting temperature as a start-
ing point to eventually obtain liquid and amorphous GeO2 to be studied under external
hydrostatic pressures.

In this paper we present the preliminary results obtained in simulating a system of 240
atoms, 160 oxygen and 80 germanium, at 3000K by first–principles molecular dynamics.
First principles simulations require a suitable initial configuration, virtually at 0K, to be
heated up to a target temperature through a series of equilibrated states at intermediate

∗Corresponding author. E-mail: giorgio.mancini@unicam.it.

46



temperatures. It is known that the generation of initial configurations of GeO2 to be
gradually heated up is a delicate process; it is not unlikely to obtain a system for which
the simulations diverge during the very first steps. This and the fact that first-principles
simulations take long computation times to reach the temperatures of interest, are the
reasons for which first-principles simulations are often started at high temperatures on
initial configurations obtained by classical molecular dynamics methods [3].

Our approach has instead been to perform the entire simulation using ab-initio methods
to get a liquid GeO2 system at high temperature to be used as a starting system to obtain
numerical samples of GeO2, liquid and amorphous, to be characterized at the GeO2 melting
point (1389K) and at 300K, respectively.

2 Computational details

We considered for our system a density ρ = 3.66 gr/cm3, corresponding to the experimental
density for GeO2 in the temperature range of our interest [3], giving a cubic simulation
cell edge of 1.56nm. To ensure that our final results were independent on the initial atomic
positions, the starting configuration has been generated placing the atoms at random in the
simulation cell imposing that mutual distances Ge-Ge, O-O, Ge-O were larger than certain
suitable thresholds [4] (this procedure designs a highly defective starting configuration, well
apart from the crystalline counterpart).

We further disordered the configuration by constant temperature and constant pressure
MD equilibration at high temperature (T = 3000K), at which atoms covered a distance
as long as about 2nm ensuring the final configuration retains no memory of the initial
positions.

The software we used is CPMD (Car-Parrinello Molecular Dynamics) [5, 6].

The self consistent evolution of the electronic structure during the motion is described
within density functional theory. A generalized gradient approximation (BLYP-GGA) has
been adopted for the exchange and correlation part of the total energy [7, 8] and norm
conserving pseudo-potentials have been used for the core-valence interactions.

A particular attention was paid to choose the cutoff value for plane waves; the electronic
wave functions were expanded in plane waves up to a kinetic energy of 60Ry to get a low
relative error on computed forces - the order of a few percent [9] – and shorter computation
times while retaining a good computational accuracy.

After the initial wave function and geometry optimizations, the system was taken and
equilibrated up to 10K, 50K, 100K,150K, 200K, respectively, and subsequently taken up
to 3000K by steps of 100K. An integration time step of 3a.u. (0.072fs) was used for the
initial optimizations, whereas a time step of 5a.u. (0.12fs) was used at all temperatures
for a total simulation in temperature 50ps long (24ps of which at 3000K).

During the equilibration of the system at each intermediate stage a Nosè thermostat
was used for each degree of freedom to control the ions temperature [10, 11, 12]. The
characteristic frequency for the thermostat was 1000cm−1. A second Nosè thermostat
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was used to control the fictitious electronic kinetic energy. This thermostat prevents the
electronic wave functions from drifting away from the instantaneous ground state (the
Born-Oppenheimer surface), by removing excess fictitious kinetic energy. This drift is
particularly large for metals. The characteristic frequency for the electrons thermostat
was 10000cm1 and the target kinetic energy was chosen according to [13]. The Nosè
thermostat on the electrons was used throughout the simulation and proved to be an
effective way of keeping the electrons on the Born-Oppenheimer surface.

3 Computational resources

Fig. 1 shows the pair distribution function for the final GeO2 system at 3000K after a 24ps
long equilibration. As expected, the atoms has undergone relatively large displacements
and the new configuration is well apart from the initial one: the final geometry correctly
shows the typical mutual distances O-O, Ge-Ge, Ge-O reported for GeO2 systems at the
same temperature [4].

Figure 1: Radial distribution function from the simulated GeO2 system at 3000K.

We can then conclude that we actually have obtained a reliable GeO2 system at high
temperature by first-principles molecular dynamics. Starting from this very result, the
evolution of our system when taken down to 1389K is currently being computed; the
additional results will hopefully be object of future communications.

48



References

[1] G Mancini, M. Celino, and A. Di Cicco. Ab-initio Study of amorphous Germanium.
in High Performance Computing on CRESCO infrastructure: research activities and
results 2012, ISBN: 978-88-8286-302-9:87–91, 2014.

[2] G. Mancini, M. Celino, and A. Di Cicco. First-principles study of amorphous germa-
nium under pressure. in High Performance Computing on CRESCO infrastructure:
research activities and results 2013, ISBN: 978-88-8286-312-8:97–105, 2015.

[3] M. Hawlitzky, J. Horbach, S. Ispas, M. Krack, and K. Binder. Comparative classical
and ab initio molecular dynamics study of molten and glassy germanium dioxide. J.
Phys.: Condens. Matter, 20:15, 2008.

[4] M. Micoulaut, L. Cormier, and G. S. Henderson. The structure of amorphous, crys-
talline and liquid GeO2. J. Phys.: Condens. Matter, 18:R753–R784, 2006.

[5] CPMD v3.13.2. copyright ibm corp 1990-2008. copyright mpi fr festkrperforschung
stuttgart, 1997-2001.

[6] W. Andreoni and A. Curioni. New advances in chemistry and material science with
CPMD and parallel computing. Parallel Computing, 26:819–842, 2000.

[7] A. D. Becke. Density-functional exchange-energy approximation with correct asymp-
totic behavior. Phys. Rev. A, 38:3098, 1988.

[8] C. Lee, W. Yang, and R. G. Parr. Development of the Colle-Salvetti correlation-
energy formula into a functional of the electron density. Phys. Rev. B, 37:785, 1988.

[9] The CPMD Consortium. Car-Parrinello Molecular Dynamics: An ab initio Electronic
Structure and Molecular Dynamics Program. Manual for CPMD, version 3.15.1.

[10] M. Parrinello and A. Rahaman. Polymorphic transitions in single crystals: a new
molecular dynamics method. J. Appl. Phys., 52:7182–7190, 1981.
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❆❜str❛❝t✳ Ab Initio Molecular Dynamics of the fluoride riboswitch center, taking in
account esplicit solvent, requires huge amount of computational resources. Using the
Cresco4 HPC resource, we are able to demonstrate that riboswitch center is stable by
its own and, once assembled, does not rely on any additional factor from the overall
RNA fold[1]. Further, we are able to predict the pKa of the water molecule bridging two
Mg cations. We also demonstrate that the halide selectivity of the fluoride riboswitch is
determined by the stronger MgF bond, which is capable of keeping together the cluster.
Replacing F− with Cl− results in a cluster that is unstable under dynamic conditions.

1 Introduction

Riboswitches are short mRNA segments in the 5’-untranslated region, deputed to control
gene expression by their expression platform, in response to the selective binding of a
metabolite to their aptamer region. Fluoride sensing riboswitches, common to bacterial
and archaeal species, have been shown to regulate the expression of genes that encode
fluoride exporters [2]. Beside their capability to target the small fluoride anion with good
efficiency, they remarkably reject other small anions, including chloride. A crystallographic
structure has been recently solved for the fluoride-bound form of riboswitch from Thermo-
toga petrophila [3]. This structure evidenced that, in the middle of a pseudoknot scaffold,
the fluoride is the central unit keeping together a small cluster of three Mg2+ cations, see
Fig. 1, whose coordination sphere is completed by oxygen atoms of five inwardly pointing
backbone phosphate groups (some of them bridging two Mg2+ ions) from two distinct
segments of the riboswitch sequence, and by water molecules, one of them bridging two of
the Mg2+ ions.

The high fluoride selectivity and the structure of the recognition site in the fluoride ri-
boswitch raises a series of questions. Among them are the following: i) Is the small
Mg2+/F/phosphate/water cluster at the center of the riboswitch a stable entity on its

∗Corresponding author. E-mail: rcredendino@unisa.it.
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Figure 1: Schematic representation of the fluoride riboswitch in a rainbow spectrum, from 5’ end (blue)
to 3’ end (red). Yellow and purple spheres, Mg2+ and F− ions of the central cluster. Pink sphere, the K+

ion.

own? ii) Considering that water molecules bridging metal cations are known to be quite
acidic, what is the acidity of the water molecule bridging two Mg2+ cations in the F-cluster
at the center of the fluoride riboswitch? iii) What is the origin of the halide selectivity?

Naturally, to provide a clear answer to three fundamental questions based on static and
dynamic density functional theory (DFT) calculations, is necessary to choose well per-
forming software and hardware resources. A good combination of these two items results
CP2K software [4] on Cresco4 hardware.

Indeed, CP2K, a freely available (GPL) program, written in Fortran 95, allows to perform
atomistic and molecular simulations of solid state, liquid, molecular and biological systems
and recently it was implemented linear scaling Kohn-Sham Density Functional Theory
(KS-DFT) calculations. This method achieves linear scaling (in the number of atoms) by
the use of a massively parallel sparse matrix library DBCSR, which has been designed
by the CP2K developers specifically for atomistic simulation. Using DBCSR, all O(N3)
dense linear algebra operations are replaced with sparse O(N) counterparts, thus avoiding
expensive matrix diagonalisation, the bottleneck of traditional DFT calculations. These
developments will allow the simulation of very large systems of the order of 1,000,000
atoms to be simulated efficiently, given enough CPU resources.

Cresco4 results the best choice due to possibility to use medium size cluster. In fact, the
scalability of cp2k software gives the best performance until 256 core for system considered,
as shown in Fig. 2.
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Figure 2: Speedup for CP2K AIMD simulation of three different size box of water molecules.

2 Computational methods

All the molecular dynamics DFT calculations (referred are DFT-MD in the following) were
performed using the BornOppenheimer scheme as implemented in the CP2K Quickstep
code. The electronic structure calculations were carried out using the PerdewBurkeErnzer-
hof exchange and correlation functional [5] with the addition of the D3 empirical dispersion
term [6]. The CP2K program employs a mixed basis set approach with Gaussian-type or-
bitals (GTO) and plane waves (PWs). GTO functions are used to expand the molecular
orbitals and the charge density in real space, whereas PWs are used for the representa-
tion of the charge density in reciprocal space. An energy cutoff of 300 Ry is used for
the plane-waves basis set. The GTH-DZVP double-ζ basis set with a polarization func-
tion, in conjunction with the Goedecker TeterHutter pseudopotentials, was used for all the
atoms [7]. The systems were first equilibrated at 300 K for 1 ps in the NVT ensemble, by
fixing the heavy atoms of the cluster, followed by another 1 ps equilibration by relaxing also
the position of the heavy atoms of the cluster. A production run was then carried out for
10 ps in the NVT ensemble. The equations of motion were integrated using a time step of
0.5 fs. Temperature was controlled using a canonical-sampling- through-velocity-rescaling
thermostat.

3 Conclusions

In conclusion, thanks to HPC resource available on ENEAGRID platform, we are able
to perform analysis of the core Mg2+/halide/phosphate/water cluster of the fluoride ri-
boswitch from T. petrophila allowed to clearly explain the following:

i) The core cluster is a stable entity on its own, under both static and dynamic condi-
tions. Once assembled, this structure does not need any additional stabilizing factor
from the overall RNA molecule.
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ii) Replacing the Mg-bridging water molecule with a hydroxyl group results in a struc-
ture perfectly consistent with the experimental data, although it should be consid-
ered that this requires having an overall negatively charged cluster, in the negatively
charged environment provided by the RNA skeleton.

iii) The Mg-bridging water molecule is quite acidic, with a predicted pKa around 8.4.

iv) Replacing the fluoride with a chloride in the DFT geometry optimization leads to
minor structural changes, which indicates that binding of heavier halides could be
structurally feasible. However, the DFT-MD simulations indicated that the Cl-
cluster is unstable under dynamic conditions, with the substantial rupture of MgCl
and Mg-water bonds.

v) Binding of a fluoride in the core cluster of the riboswitch is clearly stronger than
binding of a chloride, and this difference can be mainly ascribed to the difference in
the MgF and MgCl bonds strength.

vi) Calculations on the F- centered cluster of fluoride-inhibited pyrophosphatase show
that also in this case fluoride has a much better ability than chloride to hold together
the cluster, both from a structural and energetic point of view.
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❆❜str❛❝t✳ Amorphous Cu64Zr36 was studied using Molecular Dynamics simulations. An
annealing treatment for 1000ns at 800K, i.e. slightly above the glass transition tempera-
ture of 745K, was applied and the formation of small Cu2Zr nanocrystallites was observed.
The structure of the nanocrystallites is similar to the MgZn2 Laves phase, which consists
of icosahedra and CN16 Frank-Kasper polyhedra. Thus, the increasing fraction of icosa-
hedra during annealing is not indicative of relaxation of the glass, but due to early stages
of crystallization.

1 Introduction

Icosahedral order is, due to the incompatibility with long-range translational order, com-
monly attributed to the structure of liquids and glasses. In fact, many metallic glasses
(MGs) contain a high fraction of icosahedra, especially in the Cu-Zr series [1]. As a re-
sult, the number of icosahedra that are present in a given atomic configuration is taken
as a measure for the degree of relaxation [2]. Such a view, however, is problematic as
the incompatibility of icosahedra with long-range order does no longer hold for systems
with more than one atomic species. For example, the structure of the MgZn2-type Laves
phase is entirely made up of Zn-centered icosahedra and Mg-centered CN16 Frank-Kasper
polyhedra. Metallic glasses often crystallize into Laves phases, e.g., Cu-Zr-Ti MGs [3] or
the bulk glass-former Vit1 [4]. Although the Cu2Zr (MgZn2-type) Laves phase has not yet
been observed experimentally, the MD-interaction potential by Mendelev et al. [5] gives
a low potential energy for this phase [6]. Furthermore, the experimental phase diagram
is not well understood at high temperatures close to the liquidus temperature. Actu-
ally, Kneller et al. [7] suggested the presence of a high-temperature Cu2Zr phase based
on thermal differential analysis data. With this in mind, the concurrent increase in the
fraction of Cu-centered icosahedra and Zr-centered CN16 Frank-Kasper polyhedra as ob-
served by Ding et al. [2] might not indicate structural relaxation of the glass, but rather
the formation of a Cu2Zr Laves phase.

∗Corresponding author. E-mail: jerome.zemp@mat.ethz.ch.
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This report covers the continuation of the work described in Refs. [8, 9, 10]. A long-
time annealing for 1000ns at 800K was applied to Cu64Zr36 to track the evolution of the
icosahedral short-range order and its role in the possible formation of the Cu2Zr Laves
phase.

2 Method

Molecular Dynamics (MD) simulations of Cu64Zr36 were carried out using the LAMMPS
simulation package [11] and the interaction potential by Mendelev et al. [5]. Samples were
initially produced as described in Refs. [8, 9]. In addition, the annealing treatment at
800K was extended to 1000ns. After annealing, the sample was cooled to 50K at a rate
of 0.01K/ps. The atomic configurations were characterized using the Voronoi tessellation
method: a Voronoi index (VI) is assigned to every atom given by 〈n3 n4 n5 n6〉, where
ni is the number of i-edged faces of the corresponding Voronoi polyhedron (VP). In the
case where two center atoms of Cu-centered icosahedra (having a VI of 〈0 0 12 0〉) are
nearest neighbors, a cap-sharing bond is formed leading to the formation of icosahedral
superclusters (SCs) as described in Ref. [12]. The orientation of cap-sharing bonds is
investigated by the (cumulative) bond-angle distribution, where the bond-angle is given
by

θijk = cos−1

(

r2ij + r2ik − r2jk
2 rijrik

)

, (1)

with rij being the distance between atoms i and j. For a regular icosahedron in a
monoatomic system three bond angles, namely 60◦, 120◦ and 180◦, are observed with
a probability of 0.45 for the 60◦ and 120◦ bond angles and 0.1 for the 180◦ bond angle.

To achieve reasonable simulation times, 64 processors were generally sufficient for the
present system size. The simulations were carried out in parallel using open MPI as
implemented in LAMMPS [11] on the CRESCO infrastructure. All atomic visualization
in this work was done using the software OVITO [8].

3 Results and discussion

After cooling the sample from 2000K to 800K the fraction of Cu atoms with icosahedral
symmetry is about 19%. Fig. 1 shows the evolution during annealing at 800K of the VP
fraction of Cu-centered icosahedra in comparison with Cu atoms having a VI of 〈0 2 8 2〉
and 〈0 3 6 4∠, as well as Zr-centered CN16 Frank-Kasper polyhedra. The fractions of
icosahedra and CN16 Frank-Kasper polyhedra increase approximately linearly with time
up to nearly 50% and 25%, respectively. In contrast, the VP fractions of Cu-centered
〈0 2 8 2〉 and 〈0 3 6 4〉 VP slightly decrease. This result agrees nicely with the simulations
by Ding et al. [2], who, however, annealed for 300ns and used a different interaction
potential (see Ref. [13]).

We have previously reported that the increase in the icosahedra and CN16 Frank-Kasper
polyhedra is spatially correlated [10, 12]. Fig. 2 shows the Cu-center atoms of icosahedra
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Figure 1: Development of the VP fractions of various Cu-centered VP and Zr-centered CN16 Frank-
Kasper polyhedra upon annealing at 800K.

Figure 2: Cu-center atoms of icosahedra (red) and Zr-center atoms of CN16 Frank-Kasper polyhedra
(blue) in a slice of 2nm thickness for Cu64Zr36 in the (a) as-cast state and after annealing for 300ns (b)
and 1000ns (c) at 800K. The side length of the box is 4.7nm.

and Zr-center atoms of CN16 Frank-Kasper polyhedra in a slice, 2nm in thickness, of the
atomic configurations in the as-cast state (i.e. without annealing at 800K) and after an-
nealing for 300 and 1000ns at 800K. While in the as-cast state the Cu-centered icosahedra
are non-uniformly distributed resulting in a network-like (but still non-periodic) struc-
ture, one can clearly identify a spatial correlation of the Cu- and Zr-center atoms and
the formation of periodic arrangements, which indicate the presence of nanocrystallites in
Figs. 2 (b,c). Because the nanocrystallites present in Fig. 2 are formed from Cu-centered
icosahedra and Zr-centered Frank-Kasper polyhedra it seems reasonable to assume that
crystallization occurs into the Cu2Zr Laves phase. To underline this assumption the (cu-
mulative) bond-angle distribution among cap-sharing icosahedra was calculated as shown
in Fig. 3. From Fig. 3(a) one notes that the bond angles are getting better defined during
cooling and annealing. A splitting of the peak at 120◦ becomes visible, which is due to an
asymmetry in the bond angles as can be seen in Fig. 4, which shows the Cu2Zr unit cell
and the two types of 120◦-type bond angles. From the cumulative bond-angle distribution
in Fig. 3 (b) the similarity of the simulated structures after annealing and the bond-angle
distribution of the ideal Cu2Zr structure become apparent, while in the as-cast state the
fraction of 60◦, 120◦, and 180◦-type bond angles is close to statistical expectation.

56



Figure 3: (a) Bond-angle distribution and (b) cumulative bond-angle distribution among icosahedra in
the undercooled liquid, as-cast state and after annealing for 300ns and 1000ns at 800K. The dashed black
lines in (b) show the statistical expectation value as described in the method section. The solid black line
in (b) represents the distribution in the ideal Cu2Zr Laves phase.

Figure 4: Unit cell of the Cu2Zr Laves phase (Orange: Cu; Blue: Zr) and an example of the two types
of 120◦-type bond angles.

4 Conclusion and outlook

Long-time annealing above the glass-transition temperature of Cu64Zr36 leads to the
formation of a Cu2Zr (MgZn2-type) Laves phase. The nanocrystallites can be observed by
directly looking at the atomic configurations or - more quantitatively - by the bond-angle
distribution among icosahedra, which for the Laves phase shows two types of 120◦-type
bond angles. Our results demonstrate that it is insufficient to characterize an amorphous
structure simply by the fraction of icosahedra. Whether the observed Cu2Zr Laves phase
also forms in nature is undecided and experiments should be done next to clarify this
question. Otherwise the interaction potential for Cu-Zr might need to be improved
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[10] J. Zemp, M. Celino, J. F. Löffler, and B. Schönfled. Icosahedral structure and mean-
square displacement in Cu64Zr36 metallic glass. CRESCO Progress Report, 2013.

[11] S. PLIMPTON. Fast Parallel Algorithms for Short-Range Molecular Dynamics. J.
Comput. Phys., 117:1–19, 1995.

[12] J. Zemp, M. Celino, B. Schönfeld, and J. F. Löffler. Icosahedral superclusters in
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❆❜str❛❝t✳ In this work we completed the investigation on the structural properties of a
CdS nanocluster with prismatic shape, which simulation by means of ab initio molecular
dynamics, was reported on CRESCO 2014 activities [1]. Now we added new results about
core and surface. This cluster was built with 324 atoms with prismatic shape. After relax,
this structure was heated under temperature program ranging between 100 K to 400 K.
Formation energy (FE) of the cluster corroborated the presence of a new structure starting
at 340 K. Around 340 K, the mean square displacement (MDS) analysis reveals a large
displacement of the atoms with respect to the initial positions; this behavior can be due
mainly to the significant movement of the surface atoms. Analysis of the MSD curve
separately for core atoms and surface atoms revealed a phase transformed of the surface,
while on the core the atoms oscillate on their equilibrium position.

1 Introduction

Nanostructured cadmium sulfide quantum dots (CdS QDs) have attracted much attention
for their novel optical and electronic properties employed in different technological fields.
Structural and electronic properties are not yet completely explained and different phases
with different stability could be obtained during the synthesis process. A computational
quantum approach can be useful to characterize the different phases from both atomic
and crystallographic point of view [2, 3]. Regarding this problems, in this work we report
computational study on CdS wurtzite phase nanostructured with prismatic shape.

In CRESCO 2014 [1] we reported the analysis of a cluster built with 162 atoms of Cd and
162 atoms of S heated up to 340 K. Subsequently, we heated up to 400 K and investigated
the structural properties of core and surface parts separately. Finally, we reported also an
early analysis of the density of states (DOS).

∗Corresponding author. E-mail: emiliano.burresi@enea.it.
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Figure 1: Mean Coordination number (MCN) for total Cluster (left) and core and surface separately
(right)

2 Computational details

Car-Parrinello Molecular Dynamics (CPMD) code which employs the density functional
theory was used to heat the CdS cluster from 100 K to 400 K [4]. Computational details are
reported in the previous report [1]. In order to analyze the computational data obtained
with CPMD, a code in FORTRAN language was written to follow the dynamics for the
total system (core and surface) and also individually for core and surface. From this
code, we can obtain information as MSD, radial distribution function (RDF) and mean
coordination numbers (MCN) both for core and surface separately. To calculate DOS
we used the GGA approximation in DFT framework and pseudopotential approach as
implemented in the Quantum Espresso suite [5]. The cluster has been simulated using
a box of 40 Bohr and 30 Ry for cutoff of the kinetic energy. We used CRESCO2 and
CRESCO3 clusters to perform each simulation and characterization.

3 Results and discussion

The CdS cluster was built and heated up to 400 K as reported in [1]. Fig. 1 shows the Mean
Coordination Number (MCN) for total cluster (left) and for core and surface separately
for each temperature (right).

At the temperature of 340 K, the MCN of the total cluster increases, with a major contri-
bution from core atoms. As we already seen for our previous cluster built with 96 atoms
[2], also in this case it has been found a new structure more stable [1], with lower surface
fraction, in correspondence of 340 K. In Fig. 2 we reported the radial distribution function
g(r) for core and surface, comparing the results at 10 K and 400 K. In Fig. 2a RDF shows
that first coordination shell did not suffer any change due to the heating program. By
analyzing the RDF for surface, we achieve a different result; in this case, the peak for first
shell at 400 K is no longer well distinct. In addition in Fig. 2b the cutoff for the first shell
seems to be recognizable at 10 K, while it becomes more confuse at 400 K.

The behavior of the atoms in surface with respect the core-shell atoms is well emphasized
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Figure 2: RDF for core (left) and surface (right) comparing the results at 10 K and 400 K

Figure 3: MSD for total cluster (black line),core (red line) and surface (green line)

in the MSD curves reported in Fig. 3. After initial equilibration and relaxation of the
structure (at 10 K) the greater displacements encountered up to 400 K are due to the
superficial atoms (green curve) compared to the atoms inside the cluster (red curves). The
latter curve confirms that the core atoms are not involved in any type of displacements. On
the contrary the atoms on the surface can move, as shown by the green line. This surface
displacement is the starting point for a superficial phase transition toward a disordered
phase. The intrinsic disorder of the high temperature surface is confirmed by the new
electronic states that can be seen at the Fermi energy in the electronic Density of States
(DOS) reported in Fig. 4.
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Figure 4: Density of States (DOS) for cluster heated at 10 K, 340 K, 400 K

4 Conclusion

A Fortran code has been written to investigate the structural properties of a CdS nan-
ocluster which has been simulated previously; the results from ab initio simulation were
reported in CRESCO 2014 activity. This code was employed to characterize the behavior
of the core and surface separately. Different results were obtained for core and surface by
means of mathematical tools as RDF, MCN and MSD.

Next step should be the functionalization of the surface, for example studying the inter-
action between nanocluster and graphene sheets.
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❆❜str❛❝t✳ The present contribution aims to illustrate the research activities carried out
in 2014 by the group working at Dipartimento di Ingegneria Meccanica e Aerospaziale,
Sapienza Università di Roma, using the CRESCO computational resources. The research
group has a long record of publication in the field of Computational Fluid Dynamics and
it is cooperating with ENEA groups since 2001. During 2014, the numerical investigations
were focused on the investigations of the flow and heat transfer in turbine cooling. This
work started in previous years and it was continued during the whole year. Two main
research lines were pursued in this field: a) analysis of particle laden flows in turbines
with film cooling [1]; b) analysis of the flow in a rotating rib–roughened duct reproducing
the internal cooling mechanism in a turbine blade [2]. These activities led to a production
of some papers presented to peer–reviewed International Conferences and now submitted
for publication in journals or selection of papers. Furthermore, in 2014 some results were
presented at a CRESCO initiative in Portici. In the following a brief description of the
two simulation is carried out.

1 Particle laden flows in a gas turbine vane with film cooling

First stage of a turbine vane is generally subjected to the hot gas reached from the com-
bustor. Thus, an adequate cooling system is required to prevent blade failure. However,
the flow coming from the burner is fed with particles produced during combustions, ashes,
soot. Such particles can interact with the solid surface changing the heat transfer co-
efficient and interacting with the cooling jet, eventually leading to malfunctioning of the
turbomachine. We considered flow around a General Electric Energy Efficient Engine (E3)
High Pressure Turbine (HPT) vane with film cooling where bronze solid particles were dis-
persed. Details of the geometry and discretisation were reported in the previous CRESCO
Report and in the paper [1]. In Fig. 1, the flow and the temperature field close to the
leading edge are shown (a case without film cooling was considered for comparisons). The
influence of flow velocity and cooling over the temperature distribution is clearly shown.
In the cooled configuration, the presence of film cooling is put in evidence by the pres-
ence of temperature iso–surfaces. The influence of film cooling is made evident by lack of
temperature uniformity along the span. It is arguable that this must have an influence
on the deposit as it will be shown later. In the non–cooled case, the blade temperature

∗Corresponding author. E-mail: domenico.borello@uniroma1.it.
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Figure 1: Temperature distribution along the pressure side: left – cooled configuration, the temperature
isosurfaces at 1200 K are indicated in grey; right – uncooled configuration.

is more uniform (we changed the temperature range in the plots) and the small reduction
of blade temperature is only related to the influence of flow temperature variation. The
particles released at the inlet surfaces in 8 planes at different z values. For any plane, 1760
particles were released in a region extending of the pitch across the stagnation line. The
particles motion is tracked by using a Lagrangian model where influence of drag force was
considered. The impact on the solid surface was modelled by using a statistical model
determining the deposit probability on the basis of the particle temperature [1]. In Fig. 2,
the particles trajectories are shown. The cooling jets strongly deviate the particle trajec-
tories, while in the non–cooled configuration the particles trajectories do not show relevant
deviations from the 2D planes from where they were released. In Fig. 3, the deposit on
the solid surfaces is shown. The deposit level was made non–dimensional by dividing for
the maximum deposit height measured in the two cases. No deposit was noticed on the
suction side. In the cooled configuration, deposit is concentrated on the leading edge (out
from the cooling holes) and close to the trailing edge. (see Fig. 3, right). The deposit
distribution is influenced by the direction of the cooling jets as the particles entrapped
in the vortical region generated by the jets strongly collides with the blade surface and
possibly deposit. This is particularly evident close to the leading edge, where the deposit
is aligned with inclined jet direction. In the non-cooled configuration, the deposit is more
uniformly distributed along the pressure side. No clean region exists and deposit is also
present inside the cooling holes. This suggests that, in case of temporary interruption
of the cooling injection, together with the temperature shock on the blade surface, we
must also consider the possibility of a (partial) blockage of the cooling holes. For this
application we used OpenFOAM 2.1.0 code that is available on the CRESCO machines.

2 URANS of blade internal cooling in rotating conditions

For this application we used T–FlowS, a FV unstructured parallel research code devel-
oped by some of the authors. We implemented, checked and validated T–FlowS on the
CRESCO machines since 2007. The test case is particularly relevant for the analysis of
flow in the internal cooling channels, Fig. 4. An accurate analysis is required in this
case due to the presence of very small structures generated by the interaction of the sev-
eral walls and the influence of rotation. Here we present the results of the case with
and without rotation. The rotational number is equal to 0.3. This is a very important
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Figure 2: Selection of particle trajectories in the cooled configuration: left – cooled configuration; right
– uncooled configuration.

parameter as it can affect the flow unsteadiness. The channel has a wedge shape and
it contains seven pedestals in the edge region. The Navier–Stokes equations system is
solved in dimensionless variables. As reference variables we used inlet duct hydraulic di-
ameter, bulk flow velocity and air properties at 20 C. The ensuing Reynolds number is
equal to 20,000. A Crank–Nicolson/CDS scheme was adopted to obtain a second–order
accurate solution. Fully coupled solution of the Navier–Stokes system was obtained using
the SIMPLE scheme, while the Preconditioned BiCG solver is adopted for the solution of
the algebraic linearized equation system. In inlet we imposed mass flow, while in outlet
we imposed convective conditions. On the solid walls no–slip conditions were set. The
non-dimensional time step was selected equal to 10–4. The maximum CFL number is
smaller than 0.3. The computations were performed on the CRESCO 3 cluster at Por-
tici (ENEA) using up to 32 processors. To obtain an overall evaluation of the rotation
influence on the velocity field, in Fig. 5 the velocity magnitude and streamlines on plane
1 are reported. On this plane, the solid body rotation causes an anticipated, stronger
streamlines deviation. This leads to the destruction of the recirculation zone present at
the tip region. Furthermore, the recirculation bubbles placed downstream of the 90 corner
and over the pedestals reduced their extension and the blockage of fluid passage sections
between two successive pedestals. Finally, the velocity distribution in the exit region is
less uniformly distributed showing a strong mass flow rate downstream the pedestals 3–5.
The occurrence of unsteadiness in the flow is now investigated. In Fig. 6, the FFT of the
velocity fluctuations computed in a number of monitoring point in the non–rotating and
rotating case are shown. The black line identify the main frequency that correspond to the
presence of a strong unsteadiness affecting the entire domain. The value of this period is
slightly different in the two cases. In particular, in the rotating case the fluctuation period
has a smaller value. Assuming as reference the average pedestal height and the inlet bulk
velocity, we obtained a Strouhal number of 0.22 for the non–rotating case and of 0.3 for
the rotating one. On the other hand, the unsteadiness induced by the rotation is vigorous
and with huge amplitude. In particular, in the wedge region upstream of the pedestals,
the flow is subjected to a charge–discharge motion, much more pronounced than in the
non–rotating case.
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Figure 3: Deposit along the pressure side: left – cooled configuration; right – uncooled configuration.

3 Summary & Conclusions

The authors used the CRESCO computational resources in 2014 for studying turbine
cooling applications. The analysis allowed to obtain relevant details about the turbulence
structures and unsteadiness also using U–RANS. The results of the simulations allowed
to produce two papers presented in peer-reviewed International Conferences and that will
be delivered to indexed publications (journals or edited books).

Figure 4: Geometry of the cooling channel.
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Figure 5: Velocity magnitude plot and streamlines for the non-rotating (left) and rotating (right) con-
figuration.

Figure 6: Comparisons of unsteadiness spectra for non rotating (left) and rotating (right) configurations.
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Nikola Novaković1 and M. Celino2

1Vinc̆a Institute of Nuclear Sciences, University of Belgrade
P.O. Box 522, 11001 Belgrade, Serbia

2ENEA, C.R. Casaccia, via Anguillarese 301,00123 Rome, Italy

❆❜str❛❝t✳ Mg-MgH2 interface and effect of Ti and TiO2 doping on the structure of
the system were investigated. Study of the systems with Ti and TiO2 in three different
positions in interface and near-interface region were based on density functional theory,
as implemented in CPMD code. To research Ti and TiO2 influence on the system, work
of adhesion and formation energy of defects were calculated, and structural analysis was
performed. Results show that there was a destabilisation of the system after adding
titanium and titanium oxide into the magnesium hydride comparing to pure Mg-MgH2

interface.

1 Introduction

Use of fuel cells and hydrogen energy becomes promising alternative for fossil fuels. It
is necessary to provide good hydrogen storage materials in terms of high gravimetric
and volumetric capacity, availability, low cost, safety, and non-toxicity. One of the most
investigated materials for hydrogen storage is magnesium hydride (MgH2). The main ad-
vantages of this material are high gravimetric capacity (7.6 wt. %), non-toxicity and low
cost. However, several drawbacks, namely slow kinetics and relatively high dehydrogena-
tion temperature (more than 300◦C for pure MgH2) prevent its practical application [1]. In
order to overcome these drawbacks, hydrogen desorption/adsorption properties of MgH2

can be improved by adding transition metal and their oxides, such as Ti and TiO2, which
has beneficial effect on destabilization of MgH2 matrix and cause improvement of kinetic
properties of this material [2, 3]. Mechanism of the effect of TiO2 on improving the kinet-
ics properties of MgH2 is still unknown. Numerical studies of Mg-MgH2 interface with Ti
atom and TiO2 molecule in the interface and in the near-interface region were performed
with the intention to examine the effects of Ti and TiO2 on the structural destabilisation
and improvement of the hydrogen desorption properties of MgH2.

∗Corresponding author. E-mail: radojka.vujasin@gmail.com.
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2 Details of calculations and results

Ionic relaxations calculations were performed by CPMD (Car-Parrinello Molecular Dy-
namics) code [4, 5] which uses a plane wave/pseudopotential implementation of Density
Functional Theory (DFT) [6, 7]. We use the CPMD compiled with Intel Fortran Com-
piler, MKL (Math Kernel Library), ACML (AMD Core Math Library) and MPI (Message
Passing Interface) parallelization on the high performance ENEA CRESCO computing
facilities [8]. Our system is MgH2-Mg interface constituted by 132 atoms of Mg, and 120
atoms of H. Short testing of scalability was done for CRESCO3 and CRESCO4 clusters.
Time obtained for wavefunction optimisation using 72, 96, 144 and 288 cores are in good
agreement with results reported in previous CRESCO Report [9]. Troullier-Martins norm-
conserving pseudopotentials with Perdew-Burke-Ernzerhof approximant GGA exchange-
correlation potential were used for all atoms [10, 11]. The electronic wave functions are
expended in plane-wave basis set with a kinetic energy cut-off equal to 80Ry.

Interfaces were build using fully relaxed Mg (010) and MgH2 (110) surfaces. Supercell was
extended in y-direction containing, 12 atomic layers. A void region was on each side of the
surface preventing the interaction between the external free surfaces. Distance between
internal surfaces was varied till the reaching the minimum of total energy of whole system.
The final supercell parameters were Lx= 6.21Å, Ly= 50.30Å, and Lz= 15.09Å. Two outer
layers in Mg and MgH2 slab were fixed playing the role of bulk.

The influence of the catalysts on properties of Mg-MgH2 interface was examined by sub-
stitution of an atom of Mg, or one Mg and two H atoms, from MgH2 part with an atom
of Ti, or one Ti and two O atoms at different distances from the interface. Three different
interfaces are marked with POS1, POS2 and POS3, which means that substituted atoms
are in the first, the second and the third Mg layer of MgH2 side, respectively.

For these interfaces we performed total energy calculations followed by geometry optimi-
sation. Work of adhesion W and formation energy ∆Ef of the substitutional defect were
used to verify the reliability of our model and to predict the mechanical properties and
stability of the interfaces. The work of adhesion is defined by the difference in total energy
between the interface and its isolated slabs. Formation energies were calculated from total
energies according to the following equations:

∆Ef (Ti) =
[
ETi

inter + E′(Mg)
]
−
[
Einter + E′(Ti)

]
(1)

∆Ef (TiO2) =
[

ETiO2
inter + E′(Mg) + E′(H)

]

−
[
Einter + E′(Ti) + 2E′(H)

]
(2)

where Einter is total energy of pure Mg-MgH2 interface, EM
inter is the total energy of the

Mg-MgH2 interface doped with M=Ti or TiO2, and E′ is total energy of one isolated atom
in simulation box. Work of adhesion and formation energies are summarised in Table 1.

Work of adhesion for interfaces with Ti is higher than corresponding values for interface
with TiO2, which means that interaction between Mg and MgH2 surface is stronger when
only Ti atom is present in the system. Values of W decrease with increase of dopants
distance from the interface for all systems. Negative value of formation energies for both
dopants indicates that substitutional doping is fostered process. Results show that system
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Table 1: Work of adhesion (W ) and formation energy (∆Ef ) per substituted atom after ionic relaxation
of the systems.

Figure 1: Slab supercell of Mg-MgH2 interface with Ti atom (top) and TiO2 molecule (bottom) in the
first layer after geometry optimization of the system (Mg atoms - blue, H atoms - light grey, Ti atoms -
dark grey, O atoms - red spheres).

is more stable with TiO2. Values of ∆Ef increase with increase of dopants distance from
the interface for systems with Ti and TiO2.

Structural analysis after geometry optimisation was analysed. At the Fig. 1. are shown
supercell of Mg-MgH2 interface with Ti atom and TiO2 molecule in the first layer after
geometry optimization.

Coordination of the titanium atom before and after geometry optimization, and average
distances inside each shell were calculated. Shells are determined on the basis of distances
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in the MgH2 bulk. Comparing to bulk MgH2 there are small differences for H coordination
for all systems with additive in the 1st and the 2nd shell. Namely, in all systems H-Ti
distances are reduced and atoms from the 2nd shell are moved to the 1st one. Ionic
relaxations show that there are no significant difference in Mg coordination for interfaces
with Ti and TiO2 dopant in all positions comparing to bulk MgH2.

In conclusion, we performed structural analysis of Mg-MgH2 interface with Ti and TiO2

in three different positions in interface and near-interface region. Results show that there
was a destabilisation of the system after adding titanium and titanium oxide into the
magnesium hydride comparing to pure Mg-MgH2 interface.
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❆❜str❛❝t✳ In this report, ab initio calculation of the electronic properties of bismuth–
based surfaces and nanostructures are introduced. Special focus is given to applications
(e.g. in thermoelectric devices) and to quantum confinement effects. Due to the complex
crystal structure and semi-metallic band structure of bulk bismuth, the occurrence of
quantum confinement as dimension are reduced down to few nm is quite debated in
the literature, with particular reference on a semiconductor-to-semimetal transition upon
increasing the material dimensions.

1 Introduction

The bismuth (Bi) crystal has a rhombohedral structure, typical of group V semimetals.
Each bismuth atoms has three nearest neighbours at a distance of ∼ 3 Å and three next
nearest neighbours at a distance of ∼ 3.5 Å, resulting in the stacking of Bi bilayers along
the rhombohedral [111] direction, as shown in Fig. 1 (left panel).

This material, that in its bulk form is semimetallic [1], has been proposed as a promising
candidate for energy applications, due to its good thermoelectric performance at both
room and low temperature [2]. Moreover, the unique electronic properties get even more
appealing when thin films or nanostructures are considered. For example, it has not yet
fully understood how quantum confinement effects, arising when one or more dimensions
are reduced down to the nanoscale, show up in bismuth nanostructures [1]. Spin orbit cou-
pling, that is a relativistic effect important for the electronic structure of heavy atoms and
their solids, does play a fundamental role, as well. This is especially true in nanostructures
where the breaking of the periodicity causes the lifting of electronic level degeneracies due
to the loss of inversion symmetry even in materials that have such a symmetry in the bulk.

∗Corresponding author. E-mail: giovanni.cantele@spin.cnr.it.
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Figure 1: (left) The structure of bulk Bi, showing the stacking of Bi bilayers along the
[111] rombohedral direction. The rhombohedral unit cell is highlighted in red. (right) One
of the six MLWF, that provide a minimal basis set to describe the six bands around the
Fermi level of bilk Bi (see Fig. 2).

2 Software and computational resources

The first principle calculations are based on Density functional Theory. Two main com-
putational packages have been used on the CRESCO infrastructure, both based on plane
waves to represent the electronic wave functions and charge density and pseudopotential
to represent the ion cores: the open source quantum ESPRESSO package [3] and the
copyright-protected software VASP (Vienna ab-initio simulation program) [4]. Because
the adopted frameworks intrinsically deal with periodic systems, low dimensional systems
(surfaces and thin films, nanowires, nanocrystals) are studied within the supercell ap-
proach, in which periodic replicas along the non periodic direction(s) are separated by
vacuum space, large enough to prevent from spurious interactions. The results shown in
the present report have been obtained with the use of high performance computing fa-
cilities, in particular the CRESCO3 cluster located at the Portici ENEA center. Typical
jobs require 64 to 256 computing units and several tens Gb of disk storage (for electronic
wave functions and charge density, needed both during the optimization tasks and for post
processing purposes). Parallelization is implemented through the MPI environment. For
most calculations projector augmented wave (PAW) pseudopotentials [5] are employed.

Fermi surface and thermoelectric properties, that usually require summation over dense
grids in the first Billouin zone, are performed using the Maximally-Localized Wannier
Functions (MLWFs) approach, as implemented into the Wannier90 package [6].
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3 Results

The electronic structure of bulk Bi can be described in terms of two filled s bands and
three filled p bands, separated by a gap of several eV, as shown in Fig. 2.

Figure 2: Band structure of bulk Bi, calculated using the quantum ESPRESSO package
[8]. The E = 0 energy corresponds to the Fermi level EF , highlighted with the dashed
horizontal line.

The nature of the energy bands, crossing around the Fermi level, is easily understood in
terms of MLWFs. It turns out that a minimal basis set comprises 3 p-type orbitals per
Bi atom in the unit cell, thus providing a tight binding description of the six bands of
interest, for example, for thermoelectric applications. As an example, one of the six p
orbitals is shown in the right panel of Fig. 1.

Starting from the MLWFs basis set, properties relevant for thermoelectric applications,
such as the electrical conductivity, the Seebeck coefficient and the thermal conductivity can
be calculated within the Boltzmann transport equations framework [7]. As an example,
we shown in Fig.3 the Seebeck coefficient, computed for bulk Bi, using a 150× 150× 150
k-point grid.

We are currently using large computational infrastructures, such as CRESCO, to perform
this kind of investigations on very large systems, such as Bi nanomentric films, as a function
of both the film thickness and orientation. Moreover, work is in progress concerning the
study of quantum confinement on systems with lower dimensionality, such as nanowires
and nanocrystals.
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Figure 3: The Seebeck coefficient, computed at 300 K, within the Boltzmann transport
equation framework for bulk Bi. The MLWF approach makes computationally feasible to
interpolate the bulk band structure along a dense 150× 150× 150 k-point grid, needed to
accurately compute the integrals over the Brillouin zone.
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❆❜str❛❝t✳ Tropospheric ozone (O3) produces harmful effects to forests and crops, leading
to a reduction of carbon assimilation that, consequently, influences land sink and crop
yield production. To assess the potential negative O3 impacts to vegetation, the European
Union uses the Accumulated Ozone over Threshold of 40 ppb (AOT40). This index has
been chosen for its simplicity and flexibility in handling different ecosystems as well as
for its linear relationships with yield or biomass loss. However, AOT40 does not give any
information on the physiological O3 uptake into the leaves since it does not include any
environmental constraints to O3 uptake through stomata. Therefore, an index based on
stomatal O3 uptake, which describes the amount of O3 entering into the leaves, would
be more appropriate. We compare different potential O3 risk assessments based on two
methodologies (i.e. AOT40 and stomatal O3 uptake) using a framework of mesoscale
models that produces hourly meteorological and O3 data at high spatial resolution (12
km) over Europe for the time period 2000-2005. Results indicate a remarkable spatial
and temporal inconsistency between the two indices, suggesting that a new definition of
European legislative standard is needed in the near future..

1 Introduction

Thanks to emissions reduction policies, air pollution showed a flattened trend over North-
ern America and Europe since 2000. However, since air pollutants and precursors can
be transported across hundreds and even thousands of kilometers, air pollution is able to
cause damages in areas far away to the source of emissions. Therefore a clear understand-
ing of the pollution impacts on ecosystems is needed to reduce the associated potential
risk. Among common air pollutants, ground-level ozone (O3) is the most damaging to
forests and crops and frequently it reaches high concentrations over large regions of the
world.

The European standard (Directive 2008/50/EC) used to protect vegetation against nega-
tive impacts of O3 is the Accumulated Ozone over a Threshold of 40 ppb (AOT40), but
the European Union (EU) is moving towards an index based on stomatal O3 flux (or up-
take) where the functional dose of O3 to which plants are exposed is defined as Phytotoxic
Ozone Dose with a hourly threshold Y (PODY).

∗Corresponding author. E-mail: alessandro.anav@enea.it.
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We built-up a multi-model framework able to generate results for use in integrated assess-
ment modeling, and for studies on potential risks caused by O3 pollution on European
forests. This framework relies on a mesoscale model that generates climate forcing used
offline to run a Chemistry Transport Model (CTM). The O3 concentrations computed
through the CTM and the climatic variables computed by a regional weather forecast
model allowed us identifying the European forest that are mostly subjected to potential
O3 risks [1].

2 Models description

Meteorological data are simulated through the Weather Research and Forecasting (WRF3.6);
it is a limited-area, non-hydrostatic, terrain-following eta-coordinate mesoscale model.
The model domain covers almost all Europe (except northern Scandinavia and Iceland)
and part of North Africa (400× 300 grid points) with a spatial resolution of 12 km [1].

To simulate gas-phase chemistry, aerosol formation, transport and deposition at regional
scale we used the chemistry-transport model CHIMERE (version 2013b). The model was
forced by WRF output and anthropogenic emissions, at the same spatial resolution of
the atmospheric model. Both models are parallel and have been compiled with the Intel
compiler and ran over CRESCO3 with 120 CPUs; the domain decomposition has been
achieved with MPI.

The hourly models output, needed to assess the potential ozone impacts on forests, re-
quired a large disk space (∼ 15 T to simulate 5 years). Surface air temperature, surface
air humidity, solar radiation and soil moisture simulated by WRF, and O3 concentrations
modelled through CHIMERE are used to assess the impacts of ozone. Two different indices
are used for ozone risk assessment: 1) the AOT40, defined as the sum of the exceedances
above 40 ppb computed over the whole year and when the stomatal conductance is greater
than 0 and 2) an index based on stomatal O3 uptake, where the functional amount of O3

to which plants are exposed is defined as Phytotoxic Ozone Dose with a hourly threshold
of 0 nmol O3 m−2s−1 (POD0).

3 Results and discussion

The AOT40 index (Fig. 1) shows a clear latitudinal gradient with minimum values ranging
between 2000-4000 ppb·h over large parts of UK, Southern Scandinavia and North-Western
Europe, and maximum values exceeding 50000 ppb*h over Italy, Greece, South-eastern
France and Southern Spain.

The higher AOT40, observed in Mediterranean region, depends on the strongest photolysis
rates due to the high temperatures typical of this area and on the high O3 precursor
emissions, leading to higher O3 concentration in the lower troposphere.

Most of the forested areas of UK and Northern Europe, characterized by minimum values
of AOT40, are free from exceedances, i.e. they do not exceed the critical limit for forest
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Figure 1: Spatial distribution of AOT40 (in ppb·h) over different years.

protection set to 5000 ppb·h, with a low risk to be subject to O3 damages. Conversely,
below 50◦N all the European forests might be potentially damaged by O3.

Unlike AOT40, POD0 does not show any latitudinal gradient (Fig. 2). The POD0 min-
imum values (about 12-14 mmol m−2) are located over Eastern Europe, while in the
Mediterranean region and along the French Atlantic coasts, the maximum values exceed
40 mmol m−2.

Consistent with AOT40 results, the spatial pattern of POD0 is homogeneous among differ-
ent years, although its magnitude considerably changes during the years. Notably, because
of the heat wave that affected the Mediterranean area, in 2003 there is a relevant decrease
in POD0 values: this strong reduction is mainly explained by the dryness of soils that
leads to a stomatal closure during the high daily temperature maxima. In fact, the heat
wave produced a strong water stress on plants that, in order to minimize the water loss,
closed their stomata, leading also to a lower amount of O3 entering the leaves.

Anyway, comparing the AOT40 and POD0 it is clear that the two indices highlight very dif-
ferent spatial and inter-annual distributions of risks. AOT40 suggests strong exceedances
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Figure 2: Spatial distribution of POD0 (in mmol m−2) over different years.

in Southern Europe with maximum over Italy and Greece, while POD0 suggests that the
potentially mostly damaged forests are located over Atlantic regions of France, Spain and
Portugal. This behavior is chiefly evident during the anomalous year 2003: specifically,
risk assessment based on AOT40 shows that in 2003 the most sensitive areas to poten-
tial O3 risks are located over the Southern part of the domain and that this index has
its maximum value during this particular warm year. Conversely, risk assessment based
on POD0 highlights an opposite temporal pattern, namely during 2003 the potential O3

damages are lower than in other years.

Since both AOT40 and POD0 metrics aim to do the same thing, namely point out the risk
of ozone-damage to vegetation, the clear differences between them are not easily reconciled.
Thus a clear standard for the near future must be adopted to protect vegetation against
O3.
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❆❜str❛❝t✳ The increasing interest for the phenomena occurring on different scales (time
and dimension) pushed the scientific community to develop different techniques and the-
oretical approaches to study such phenomena. We report two computational studies in
which two different approaches are employed to study multi scale problems. In particular,
a gas sensors has been fully characterized by a unified bottom up strategy, and a strategy
to obtain large equilibrated system of atomistic polymer melts, by the hybrid MD-SCF
technique, are presented.

1 Study 1

In the first study we described a multi scale bottom up procedure, based on an atomistic
description, able to model the sensing mechanism of devises based on intrinsic conductive
polymers (ICP). It is know that the electrical conductivity of ICP is affected by exposure
to various gases and it makes them useful for gas sensing application [1, 2]. ICP materials
can be synthesized by copolymerization or structural derivations [1, 3], and micro/nano
patterning of these ICP materials jointly with the formation of ultra thin sensing films
facilitate enhanced vapor diffusion and response speed when compared with respect to
conventional polymeric films. The doping process play a key role in the sensing mechanism
of ICP based sensors [4]. ICP can be doped by redox or protonation reactions. The second
case of doping due to the protonation reactions is observed for the polyaniline (PANI).

∗Corresponding author. E-mail: adenicola@unisa.it.
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It interesting noting that the conductivity can be tuned modifying the dopant type and
material preparation method.

Figure 1: (A) doping level dependence of PANI electrical conductivity G: results of exper-
iments 1 [5] and experiment 2 [6] are compared with the modeling results shown by red
filled circles. (B) local conductivity isosurfaces.

Modeling the response of sensor to analyze gases at atomistic love is particular relevant
to improve the development of devise. We developed a combination of molecular and
finite element simulations to model PANI based gas sensors behavior starting from atomic
structure and its modifications during the doping process. In particular, to model the
microscopic scale, we propose a scheme based on combination of a recently developed
Gran Canonical Monte Carlo (UEMC) [7] and the calculation of electrical conductivity
from atomistic PANI structures at different doping levels. The result obtained from the
microscopic scale are then casted in a diffusion reaction scheme giving connection between
microscopic structures and the response of ICP sensors to analyze gases (Figure 1).

As can be seen from the figure 1, the proposed simulation approach, able to describe at
atomistic level the sensing experiments, provides a molecular interpretation of the sensing
mechanism in PANI based sensors. These results suggest that the proposed scheme, that
can be extended with suitable modifications all to other sensing materials, would allow
to understand the basic physic-chemical underlying mechanisms of sensing and to address
possible materials modifications and improvements.

2 Study 2

In the second study we present a strategy to generate a well-relaxed systems all-atoms mod-
els of large molecular weight polymer melts. Macromolecules, even single chains thereof,
exhibit much more complex behavior than simple molecular liquids do, and the main dif-
ficulties associated with simulating polymers are related to the intrinsically multi scale
nature of macromolecules. In fact, macromolecules structure gives rise to a wide range
of coupled length and time scales. Scales of several order of magnitude are strongly con-
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nected for a single chain, in which the typical length scales range from the scale of a single
chemical bond (1 ang.) to that of the persistent length (1 nm) and finally to that of the
radius of gyration of the chain ( 10 nm). The range becomes even broader if packing of
different chains is considered.

High molecular weight polymer chains are very difficult to treat because they are diffi-
cult to relax. In fact, for chains longer than the entanglements length, the dynamics is
dramatically slowed down [8]. We developed a procedure based on MD-SCF simulations
that is able to generate well-relaxed all-atom structures of polymer melts, and capable to
overcame all the problems related to the relaxation of different scales [9]. In the paper [9],
more details about the description of the theoretical approach are available. In figure 2
we report a scheme of the hybrid SCF description of a polymer chain, jointly with the
end-to-end relaxation time of polymer melts, at different molecular weight, for the PMMA.

Figure 2: On the right of the figure is reported the SCF representation of the a polymer
chain of PMMA. On the left of the figure is reported the log-log plot of the end-to-end
relaxation time of systems of PMMA melts at different molecular weight.

The proposed procedure leads to computational costs mainly related on system size rather
than to the chain length. Several advantages of the proposed procedure over current
coarse-graining/reverse mapping strategies are apparent. No parametrization is needed to
generate relaxed structures of different polymers at different scales or resolutions. There
is no need for special algorithms or back-mapping schemes to change the resolution of
the models. This characteristic makes the procedure general and its extension to other
polymer architectures straightforward. A similar procedure can be easily extended to the
generation of all-atom structures of block copolymer melts and polymer nanocomposites.

3 Conclusions

We reported two different theoretical approaches to investigate two phenomena occurring
on different scales. In particular the proposed studies are mainly dedicated to reproduce
the keys properties of the different events occurring on each scale of the total multi scale
event. We demonstrated in the second study that the hybrid MD-SCF approach is suitable
not only to produce well equilibrated polymer melts, but is also convenient in terms of
computational demanding [10].
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❆❜str❛❝t✳ We have performed density functional theory (DFT) based calculations of
the electronic structure and optical properties of metal substitution doped rutile TiO2

compounds. Dopants influence on electronic structure is constrained on contributing
additional states to VB and CB, VB widening and consequently energy gap narrowing,
although latter two effects are not particularly pronounced. No dopant states within
energy gap were found.

1 Introduction

The solar radiation can be directly transformed into the electric power using photovoltaic
solar cells. Dye-sensitized solar cells (DSSCs) based on TiO2 layers are promising pho-
tovoltaic systems for large-scale commercialization. However, the energy conversion effi-
ciency of DSSCs is not sufficient and needs an improvement.

Among metal oxides, TiO2 is widely used as an electrode in DSSCs, due to its stability,
high refractive index and strong UV light absorbing capability. Unfortunately, TiO2 has a
low quantum yield for the photochemical conversion of solar energy. Recently, considerable
effort has been devoted to TiO2 films with nanocrystalline structures as working electrodes
in dye-sensitized solar cells (DSSCs) [1, 2, 3, 4, 5]. Even though many metal oxides have
been tested for DSSC electrode, efforts on improving DSSCs efficiency were focused mainly
on TiO2 with anatase crystal structure. Rutile crystal structure was and still is out of
focus due to even poorer transport properties. Efficiency of DSSC is still lower than that
of conventional silicon solar cells, and its improvement is still a major ongoing field of
research.

Details of electronic structure (densities of states and band gap structure, position of
dopant states and Fermi level) and consequently conduction and optical properties have
the crucial role in decision which of the observed real or hypothetical systems could be
better materials for DSSC electrodes.

We have performed density functional theory (DFT) based calculations of the electronic
structure and optical properties of metal substitution doped rutile TiO2 compounds.
For this we have employed all-electron projected augmented waves method (PAW) and

∗Corresponding author. E-mail: homovincicus@gmail.com.
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LDA+U Hubbard correction for strongly correlated systems, as implemented in Abinit
code. More subtle effects of the electronic structure at the TiO2-dye-electrolyte interface
has not been taken into account.

2 Details of performed calculations

We have performed density functional theory (DFT) -based calculations of the electronic
structure and optical properties of both simple (Be, Mg, Ca, Al) and transition metal (Zn,
W, Nb) - substitution doped rutile TiO2 compounds. For this purpose we have employed
all-electron projected augmented waves method (PAW) and GGA+U Hubbard correction
for strongly correlated systems (such as transition metal oxides). The used state-of-art
code was Abinit [6]. We have used GBRV pseudopotentials for all constituting elements.
Exchange correlation effects have been employed using generalized gradient parametriza-
tion of Perdew, Burke and Ernzerhoff [7]. Hubbard term was chosen to be 2.5 eV for Ti
in all cases, while energy cutoff was chosen to be 38 Ha, both after careful convergence
studies. To obtain different doping concentrations we have used standard rutile unit cell
and supercells with 2x2x2 and 3x3x3 unit cells stacking arrangement. In all cases one Ti
atom was replaced with dopant atom. All dopant atoms were embedded in neutral charge
state. All ionic positions have been relaxed to reduce lattice stress introduced by doping.
To get additional information about strength and nature of bonding in these compounds,
we have also performed Bader charge analysis [8]. All calculations have been performed
using Cresco3 and Crescof01 ENEAGRID high performance computing facilities.

3 Results and discussion

The results suggest that the doping plays a beneficial role on the electron transport in
DSSCs, even without near TiO2-dye-electrolyte interface effects.

Simple metals change DOS by narrowing the band gap, typically by shifting the valence
band (VB) top upwards. Transition metals typically give d-type dopant states within gap
but also they can shift conduction band (CB) bottom downwards. The position, width and
structure of these states depend strongly on element type, its environment, symmetry and
concentration. The narrowing of band gap by VB top and (or) CB bottom shifting could
in general improve electron injection from the dye to the CB of TiO2, while appearance
of band gap states can improve transport properties of electrode. The possible downside
is, among others, DSSC working voltage decrease and increased optical absorption of
electrode.

In Fig. 1. Total and partial DOSes of pure TiO2 are given. CB cut-off on the higher energy
side is due to finite number of states employed in calculation. The same goes for CBs in
Fig. 2. The major contributions to the total DOS comes from Ti 3d and O 2p states. In
Fig 2. total and dopant atoms DOSes are given. There are no gap states in calculated
systems, contrary to findings in [9] for W and Al for anatase structure and for Nb in rutile
type structure [10]. Instead, the dopant states are smeared within VB, and to some extent
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Figure 1: Major contributions to the density of states of pure TiO2.

within CB. The consequence is widening of VB and consequently smaller width of energy
gap. The contribution of dopant atoms to total DOS varies and increases with atomic
number Z of dopant (note the change in right scale for dopant DOS contribution). The
3(4,5)d states of transition metals dominates the contribution to VB and are situated near
VB bottom. Among earth-alkali metals, minimal contribution to the VB DOS is coming
from Mg. The large contribution to the CB is present in case of Nb and W, due to partially
filled d orbitals. This is also the reason why CB contribution is almost completely absent
in Zn case, since its 3d states are initially completely populated and mostly lies below
Fermi level. All dopants acts as electron donors, with the most of the electrons (almost
3) stripped from Al, W and Nb, respectively. Relatively small amount of charge donated
by Zn is probably due to its closed shell configuration.

The topology details of charge density and to some extent its laplacian can serve as general
criteria for strength and nature of bonding in the system. In particular, bonding critical
points (bCPs), as saddle points in charge density located between neighbour atomic sites,
could give insight into details and mechanism of bonding. Small values of charge density
and large positive values of laplacian in bCP goes in favor of dominant ionic contribution
in bonding, as in case of W and Be. In case of Nb there is a large discrepancy in charge
density for bCPs in direction of octahedral base plane nearest neighbor O atoms and in
direction of remain two O atoms below and above this plane, a sign that O coordination
number of Nb is likely to be other then 6. Higher charge density values and therefore
stronger localization of charge along bonding path (in case of Zn and Ca) goes in favor of
larger covalency share in bonding. Still all dopant-O bonds remain mostly ionic in nature,
according to laplacian and its sign.
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Figure 2: Total DOS (black line) and dopant atomic DOS (red line) of TiO2 doped with
6.25 at. % of selected metals.

4 Conclusions

We have investigated the influence of simple, earth-alkali and transition metal doping on
electronic structure of bulk rutile TiO2. The trends in electronic structure properties
along the different rows of periodic table have proved hard to establish. Dopants influence
on electronic structure is constrained on contributing additional states to VB and CB,
VB widening and consequently energy gap narrowing, although latter two effects are not
particularly pronounced. No dopant states within energy gap were found.Further optical
and conduction calculations based on so far performed calculations of investigated systems
can give further insight into the way the doping improves (or worsens) properties of TiO2

essential for its role as a functional electrode in DSSC devices.
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❆❜str❛❝t✳ This work is the continuation of that produced in the the period 2009-2013
and of use of the ENEA GRID CRESCO system [1, 2, 3]. In this last year, our research
has been focused in the relationship between the connectivity structure among dynamical
systems into the emergence of a collective synchronous behavior. In particular, we have
obtained several important results that provide new insights in the mechanisms under-
lying the abrupt transitions to synchrony, a process known as explosive synchronization
(ES), and the emergence of modularity and degree-degree correlations in the connectivity
structure of real networks.

1 The abrupt transition to synchronization

One of the most intriguing processes in complex networks’ dynamics is synchronization:
the spontaneous organization of the network’s units into a collective dynamics. This phe-
nomenon is known to be related to a delicate interplay between the topological attributes
of the network and the main features of the dynamics of each graph’s unit [6, 4].

∗Corresponding author. E-mail: irene.sendina@urjc.es.
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Such a connection between structure and dynamics of a network is of particular importance
in the case of the recently reported explosive synchronization (ES), an irreversible and
discontinuous transition to the synchronous state. Originally, ES was described in all-to-all
coupled ensembles of Kuramoto oscillators [10] for a specific distribution of frequencies [18].
Later on, various kinds of degree-frequency correlations were found to be able to induce
ES in networks of periodic and chaotic oscillators [9, 13]. In addition, other microscopic
mechanisms were proposed, based on diverse coupling strategies [11, 12], or by introducing
adaptive dynamics in a fraction of the network’s units [20].

In our studies on this phenomenon we use complex networks of phase oscillators whose
instantaneous phases evolve in time according to the simple paradigmatic model of periodic
oscillators described by Kuramoto [10]:

θ̇i = ωi + σ

N∑

j=1

Aij sin(θj − θi) i = 1, ..., N, (1)

where θi is the phase of the ith oscillator with natural frequency ωi and σ is the coupling
constant. The topology of the network is uniquely defined by the adjacency matrix A,
since Aij = 1 if node i is connected with node j and Aij = 0 otherwise. The frequencies
are chosen from a known distribution g(ω). The level of synchronization can be monitored
by looking at the value of S = 〈 1N |

∑N
j=1 e

iθj(t)|〉T , with 〈...〉T denoting a time average over
a conveniently large time span T .

By means of extensive calculations performed in CRESCO, in the last year we have ob-
tained several important results that provide new insights in the mechanisms underly-
ing ES. For the numerical integration of our model and the analysis of the results we
use homemade C and MatLab codes implementing Runge-Kutta integration algorithms.
Extensive serial calculations have been performed for large parameters ranges, diverse
network topologies and statistical validation of the results.

1.1 Results

1.1.1 Role of the degree correlations

We study the dynamics of Eq. (1) when ωi = ki [9]. While this structure-dynamics
correlation is known to induce abrupt transitions to synchronization in growing scale-free
networks, the transition has a completely different nature for static random configurations
preserving the same structure-dynamics correlation (Fig. 1 (a)). In [19] we show that
this difference is due to the further presence of degree-degree correlations. By means
of extensive simulations, we show that while high levels of positive and negative mixing
consistently induce a second-order phase transition, moderate values of assortative mixing,
such as those ubiquitously characterizing social networks in the real world, greatly enhance
the irreversible nature of explosive synchronization in scale-free networks. The latter effect
corresponds to a maximization of the hysteresis area that differentiates the forward and
backward transitions to synchronization, as it is shown in Fig.1(b).
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Figure 1: (Color online). (Left and Center) Comparative results on ES between SF net-
works belonging to two different ensembles: preferential attachment (PA) and configura-
tion (CM) models with exactly the same degree distribution. (Right) Behaviour of critical
coupling strengths σc at the synchronization transitions during the forward (solid symbols)
and backward (hollow symbols) continuations for growing PA (◦) and static CM (△) SF
networks as a function of the degree mixing r. In all cases, N = 5 · 103, 〈k〉 = 6, and
γ = 2.4.

1.1.2 Role of the synchronization seeds: the effective centrality measure

The conditions for synchronization in complex networks of identical units can be studied
by means of the Master Stability Function [6]. However, the general case of non-identical
units often needs a numerical approach. In [14] we propose the use of an effective topo-
logical network whose structure explicitly reflects the interplay between the topology and

dynamics of the original system Cij ≡ Aij

(

1− ∆ωij

∆ωmax

)

. In order to quantify the role of

each node in the synchronization process, we calculate the eigenvector centrality measure
of C, obtaining the effective centrality vector ΛC, whose i-th component provides a mea-
sure of the importance of the node i in the effective network and quantifies its potential
to behave as a seed of synchronization.

In order to have a ground truth of the synchronization process, we calculate the local syn-
chronization matrix S = {Sij} = Aij |〈ei∆θij 〉t|, whose eigenvector centrality ΛS, provides
the actual synchronization centrality of each node. In Fig. 2 we report the % of coincidence
between the third of the nodes with the highest (lowest) ΛS

i and ΛC
i centralities, and the

corresponding percentage of coincidence between ΛS
i and topological ΛA

i . It can be seen
that the ranking based on ΛC

i is able to predict up to 80% of the nodes with the highest
(lowest) dynamical centrality.

2 Synchronization shapes assortativity and modularity

Natural networking systems [6] are vastly characterized by a modular organization of
their connectivity structure [7], and by non trivial correlation features in the way units
with a given number of connections (degree) tend to link with members of the same
degree (assortativity), or with units with seemingly different degrees (disassortativity).
Modularity is clearly the result of the need of social, biological, and technological systems
to optimize their parallel, yet integrated, functioning by means of an organization into
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Figure 2: (Color online). Average % of coincidence between the third of the nodes with
the highest (red triangles) and lowest (blue circles) ΛS

i and ΛC
i and the corresponding

% between ΛS
i and ΛA

i (empty symbols) on ER networks with 〈k〉 = 50. Each point
corresponds to 10 realizations.

meso-scale structures, such as communities, i.e. groups of highly interconnected nodes that
are sparsely connected to the rest of the graph [8]. On its turn, degree-degree correlation
reflects the observed tendency of natural networks to organize the main topology on top
of a backbone of nodes that may be star-like (disassortativity) or of highly connected hubs
(assortativity).

Thanks to CRESCO, we were able to show that all these features may spontaneously
emerge in an adaptive network of interacting oscillators, as the result of a delicate inter-
play between synchronization processes and co-evolution of the connectivity structure [5].
When the connectivity dynamics is such that links coupling the nodes with synchronous
(non synchronous) dynamics are promoted (weakened), we prove that an initially un-
structured clique configuration evolves in time toward an emerging structured network
displaying both modularity and assortativity.

We start by considering an initial ensemble of N all to all coupled Kuramoto oscillators,
Eq. 1, but modified as follows. Each unit of the ensemble i = 1, . . . , N is characterized by
its phase θi whose dynamics is ruled by

θ̇i = ωi +
σ

N

N∑

j=1

wij sin(θj − θi), (2)

where now wij ∈ [0, 1] is the weight of the connection between the units i and j, that
co-evolve with the dynamics of the units. Namely, they are taken to be time dependent
variables (wij = wij(t)) that obey the following equation:

ẇij = (pij − pc) wij(1− wij), (3)

where pij is the instantaneous phase correlation between units i and j, resulting from

pij(t) :=

∣
∣
∣
∣
cos

(
θi − θj

2

)∣
∣
∣
∣
, (4)

and pc is the correlation threshold), which together with the coupling constant σ are the
two parameters of the model.
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It is worth noticing that, from Eq. (4), pij is exactly one for all pairs of units with equal
phases, while it vanishes for pairs of oscillators with opposite phases, θi = θj ± π. The
parameter pc has the following meaning: a link weight is reinforced at all times at which
pij > pc, whereas it weakens when pij(t) < pc. Thus, connections improving (reducing)
the degree of synchronization between a pair of oscillators are reinforced (weakened). The
driving force for the weight dynamics [the RHS of Eq. (3)] has two attractors, leading each
weight to asymptotically converge to either one of the values in {0, 1}.

As a consequence, for any given choice of σ and pc, a generic random initial condition for
all θi(0) and for all wij(0) results in a progressive pruning of the units’ connections, up
to when, ultimately, Eqs. (2) and (3) stick into an asymptotic state (defined as ẇij = 0,
∀i, j), which corresponds to a specific dynamical organization of the ensemble, and to the
spontaneous emergence of a given, un-weighted, network topology.

At this point is where CRESCO was essential to our purposes since the attainment of the
asymptotic state is numerically verified by checking either wij(t) > 1 − ǫ or wij(t) < ǫ
from a given time on (in all our trials ǫ = 10−3), ensuring that the original all-to-all
weighted connectivity matrix is sufficiently close to a network adjacency matrix. We
further require ẇij < ǫ to check the stability of the convergence process. Upon reaching a
link configuration fulfilling the above conditions, we proceed to rounding each wij to its
nearest integer value. Numerical evidence shows that the model always fulfils the stopping
criterion, though the convergence time crucially depends on the specific values of pc and
σ (being, in only a few cases, one or two orders of magnitude longer than a characteristic
timescale of the order of 1,000 cycles of the oscillator with lower natural frequency).

2.1 Results

One of the major results of our study is that, as a consequence of the adaptive evolution
of the ensemble, specific meso-scales are shaped in the final topology, see Fig. 3 (left). To
properly visualize the presence of communities, we measure the modularity index M of
the network in its asymptotic state [16].

A second inspected structural feature of the emerging network is represented by assorta-
tivity, i.e. the correlations features of the degrees of neighboring nodes. For this purpose,
we measure the assortativity with two methods. First, we consider the coefficient r [15],
which is essentially the Pearson correlation coefficient of the degree between pairs of linked
nodes. When the assortativity coefficient, which always lies in [−1, 1], verifies that r > 0
it is said that the network is assortative. And second, we compute the average degree of
the neighbors of a node with given degree k, knn(k) :=

∑

k′ k
′P (k′|k), where P (k′|k) is the

conditional probability for a node with degree k to have a neighbor with degree k′ [17]. If
knn(k) is a monotonically increasing function, then the network is assortative.

In Fig. 3 (right) we report the assortativity coefficient r vs. pc, for different values of σ.
Furthermore, the plot in the inset shows the slope of the best linear fit of the function
knn(k) vs. pc. Remarkably, for pc > 0.6, in perfect correspondence with the transition to
increasingly pronounced modular structures already observed in Fig. 3 (left), here both
plots also indicate a transition to assortative configurations of the network in its final state.
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Figure 3: (Left) Modularity index M vs. pc. Each curve corresponds to a different
value of the coupling strength σ, as it is indicated in the legend. (Right) Assortativity
coefficient r vs. pc, for different values of σ (same stipulations as on the left). The plot
in the inset depicts the slope of the best linear fit of the function knn(k) vs. pc. Notice
that both plots clearly indicate a transition to assortative configurations for pc > 0.6,
i.e. in correspondence with the transition to increasingly pronounced modular networks
highlighted on the left.

This latter transition (from a non-assortative to an assortative topology) is moreover rather
independent of the value of σ, and is always observed in the range pc = 0.6− 0.7.
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[18] D. Pazó. Thermodynamic limit of the first-order phase transition in the kuramoto
model. Phys. Rev. E, 72:046211, 2005.

[19] I. Sendiña-Nadal, I. Leyva, A. Navas, J.A. Villacorta-Atienza, J.A. Almendral,
Z. Wang, and S. Boccaletti. Effects of degree correlations on the explosive syn-
chronization of scale-free networks. Phys. Rev. E, 91:032811, 2015.

[20] X. Zhang, S. Boccaletti, S. Guan, and Z. Liu. Explosive synchronization in adaptive
and multilayer networks. Phys. Rev. Lett., 114:038701, 2015.

97



A coarse grain model for α-synuclein aggregation
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❆❜str❛❝t✳ α-Synuclein (α-syn), a disordered cytoplasmatic protein involved in membrane
trafficking in brain cells, plays a fundamental role in the pathogenesis of Parkinson’s dis-
ease (PD) and is one of the major components of the malignant fibrillar β-aggregates
(Lewy bodies) found in the substantia nigra of PD suffering patients. It has been re-
cently shown that the peptidyl prolyl isomerase FKBP12, especially abundant in the cen-
tral nervous system, enhances aggregation of α-synuclein in vitro and in vivo. FKBP12
overexpression or unbalancing in brain cells has been hence proposed as a possible cause
for neurological disorders. In this study, we devise a rudimental coarse grain model based
on the hydrophobic/hydrophilic effect in order to simulate and rationalize the observed
morphologies and kinetics in α-synuclein aggregation processes with or without FKBP12.

α-Synuclein (α-syn) is a key player in the pathogenesis of Parkinson’s disease (PD)[1, 2, 3].
In pathological conditions, the protein is present in a fibrillar, aggregated form in the brain
cells called Lewy bodies. Members of the FK506 binding protein (FKBP) family were
shown recently to be involved in neurological disorder and β structure formation[1, 3, 4].
In Figure 1 we show a ribbon representation of α-synuclein (α-syn) with proline binding
FKBP12 protein. This specific immunophilin, especially abundant in the central nervous
system and brain cells, was recently found to significantly enhance α-syn aggregation
kinetics in vivo o in vitro, suggesting a possible role for FKBP12 in synucleopathies and
neurological disorder in general[4]. The α-syn monomer primary structure comprises three
distinct segments. The C terminus (92-140) is a polar coil region bearing a strong negative
charge of −12 electrons. All five prolines in α-syn are located in the C terminus. The
equally polar 1-40 N terminus has a mixture of negatively and positively charged residues
with a slight prevalence of the latter (+3 electrons). The so-called NAC domain, the
central region of the the α-syn monomer, including aminoacids 40 to 92, is characterized
by a sequence of mostly hydrophobic residues and is involved in the β-sheet formation[5, 6].
Several recent studies have shown that α-syn fibrils are characterized by an hydrophobic
solvent protected core[7, 8, 9] with external hydrophilic filaments due to the C and N
termini. The kinetics of fibril growth is typically sigmoidal, defined by an initial lag
phase, a subsequent growth phase in which Thio-T fluorescence increases, and a final
equilibrium phase, where Thio-T fluorescence reaches a plateau indicating the end of fibril
formation. The curve is consistent with a nucleation-dependent elongation model of fibril
formation[10, 11]. The lag phase is assumed to be associated with the formation of toxic
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Figure 1: α-synuclein and FKBP12 structures. Red and blue balls indicate negatively and
positively charged residues, respectively. Proline are in indicated in green (bond model).
β-sheet structure on FKBP12 is in yellow color.

oligomers that then aggregate, in the growth phase, in mature linear fibrils. The linear
morphology of the fibril in α-syn aggregation is rationalized in terms of an in-register
parallel beta-sheet structure with systematic stacking of the hydrophobic NAC domains
of the monomers along the fibril axis[6, 12, 9, 13, 14].

When the FK506 binding protein is added to a α-syn solution, the kinetics and morphology
of aggregation change dramatically in a dose dependent manner, exhibiting faster growth
and branched structures[4]. FKBP12, as a peptidyl prolyl isomerase, binds the proline
residues in the disordered C terminal region (see Figure 1). FKBP12 by itself constitutes a
seed for toxic β-structure association as it bears a six residues long unsaturated and solvent
exposed β-strand in the N terminal region. When an FKBP12 protein is transiently bound
to one α-syn molecule (see Figure 1) via a PRO residue at the C terminus, it could then
seeds toxic aggregation by forming a single β-sheet involving the NAC domain of the α-syn
partner. Given the well established hydrophobic nature of the NAC domain aggregation
in α-syn, the location of the FKBP12 seeds preferentially at the C hydrophilic termini,
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rather than the rotamase activity, could be responsible for the observed and dramatic
morphology change, with extended ramification instead of linear growth.

In order to show that the balance of hydrophobic/hydrophilic interaction may indeed ex-
plain the observed morphologies and kinetics in pure α-syn and α-syn-FKBP12 mixtures
(i.e with partially inhibited share of monomeric FKBP12), irrespective of the precise ar-
rangement of the β-sheet structure along the fibrils, we have done extensive molecular
dynamics simulations based on an elementary coarse grain model (CG) for α-syn and α-
syn-bound FKBP12. Briefly, we assume a 15 beads CG representation of the monomeric
synuclein chain, made up of three distinct part of five beads length each, i.e. a central
hydrophobic part (corresponding to the NAC domain) and two terminal hydrophilic parts.
The five beads approach is based on a recent model for the α-syn mature fibrils based on
a five strands monomer[6, 15, 5, 14]. According to the proposed CG model, each hy-
drophobic bead may represent an unsaturated β-strand. Consecutive beads are bound via
a stretching harmonic potential with r0 = 1.5 nm equilibrium distance and with a stiff
force constant of 230 in units of RT Å−2. A harmonic bending potential with equilibrium
angle α =120◦ and force constant k = 230 in units of RT Å−2 is enforced between three
consecutive beads, irrespective of their character. The equilibrium bead-bead distance
and bending angle are chosen so that α-syn, when in the fully extended state, has a length
of the order of 20 nm (see Figure 1). 512 α-syn monomeric chains are inserted randomly
in a cubic box of 200 nm side length corresponding to an initial volume of 0.8× 107 nm3,
yielding a volume per molecule 1.6× 104 nm3 corresponding to an initial concentration of
≃ 100µM. We make a solvent free model with renormalized bead-bead non-bonded inter-
actions so as to mimic, in a water environment, the aggregation of hydrophobic moieties
and solubilization of the hydrophilic groups. To this end, a strongly repulsive atom-atom
potential is assigned to the hydrophilic beads (1-5 and 11-15) while an attractive atom-
atom potential is used to model the interactions of the hydrophobic NAC domain central
beads. The potential functional form for the bead-bead non bonded interaction is of the
Lennard-Jones type and mixing rules applies for the hydrophilic-hydrophobic interactions.
The Lennard-Jones ǫ well depth and σ parameters for hydrophobic-hydrophobic interac-
tions are tuned so as to obtain, at a distance of ≃ 1.5 nm, approximately a gain of 10
RT units per bead (representing approximately 10 residues), corresponding to a reason-
able mean value of 1 RT units gain for the aggregation of two hydrophobic residues in
water[16]. Potential data are reported in the Figure 2 that exemplifies the CG model used
for α-syn and α-syn/FKBP12 mixtures.

At ordinary temperature, the in vacuo diffusivity of a molecule is about four to five
order of magnitude faster with respect to that typical of the liquid water solution. The
aggregation rate of the α-syn monomers depends on the diffusivity and on the α-syn initial
concentration. Given the initial concentration of monomers of ≃ 100µM , by setting the
temperature to T=300 K and by rescaling the mass of the bead to 4 Da (yielding a
monomer mass of 60 Da instead of the actual 14.46 kDa), we expect, in our simple CG
model, aggregation phenomena to occur in the nanoseconds time scale of the simulation.
As shown in Figure 1, when proline bound, the globular protein FKBP12 exposes at the
C terminus of α-syn an unsaturated β-strand acting as a seed for the binding of the
β-sheet forming NAC domain (either intramolecular or intermolecular). So, the α-syn-
FKBP12 equimolar mixture can be modeled in a mean filed spirit, by simply replacing
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Figure 2: Coarse Grain model for α-syn and α-syn-FKBP12 complex. The ǫ and σ
Lennard-Jones parameter are in RT units and nm respectively.

one of the terminal hydrophilic beads with an hydrophobic one in a fraction of α-syn
molecules computed according to the equilibrium dissociation constant for the FKBP12-
α-syn complex. The effect of the tight-binding inhibitor, as FK506, in the α-syn-FKBP12
equimolar solution is simply that of reducing the FKBP12 effective concentration in a
strictly dose dependent manner[3, 17].

Starting from the 512 CG system with 15 beads per monomer (7680 “atoms” system), we
therefore performed a 8 ns long molecular dynamics simulation for α-syn alone (Figure
2 left) and four equivalent runs where a fraction of 0.11, 0.33, 0.5 and 1 of the 512
monomers were modified by replacement of a hydrophilic bead with a hydrophobic one
the termini ((Figure 2 right). The starting configurations referring to the fraction α-syn-
FKBP12(0.11,0.33,0.5) were obtained by modifying, according to the scheme of Figure
2, 56, 128, 256 random molecules of the 512 α-syn units. The equations of motion were
integrated using a multiple time step algorithm with longest step of 12 fs. The cutoff for
the non bonded interactions was set to 50 nm. All simulations were done using the program
ORAC[18, 19]. Each of the 5 simulations at various FKBP12/α-syn ratios was performed
in parallel using 16 cores and in triplicates (or equivalent replica) for error assessment for
a total 48 cores per simulation. The MPI parallelization strategy was based on a splitting
of the total allocated 48 cores per simulation into three MPI communication groups,
producing three independent non communicating trajectories and assigning 16 cores for
the strong scaling computation of the forces in each of the independent trajectory/MPI
communication group. Parallelization of the forces was done using a force decomposition
scheme with a parallel efficiency close to 50% on 16 cores. The 48 cores simulations for each
system were done on the CRESCO2 656 node system (Nehalem E5530 e Westmere E5620
processors), and ran at a speed of 6.2 ns/day (compared to the serial speed of 0.8 ns/day)
lasting about 40 wall clock hours. All simulations (≃ 0.12 µs in total) were carried on at
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Figure 3: Aggregation kinetics for various fraction of the species FKBP12-α-syn as mea-
sured by the average number of monomers composing the aggregate as a function of time.
For each fraction, the errors have been evaluated by averaging the data over three inde-
pendent simulations. In the inset we report the average number of monomers composing
the aggregates in the final configuration along with the largest error detected during the
whole simulation time span.

constant volume in the NVT ensemble using a Nosé thermostat and were completed in less
than two weeks. In Figure 3 we show the kinetics (as measured by the average number
of monomers, nmol, in the growing aggregated species as a function of time) observed for
the pure α-syn and for samples with different fractions of α-syn-FKBP12 complexes. In
the final stages of the simulation, the oscillations in nmol increase, widening the error bar
in the order parameter. For the highly aggregated 0.5 and 1.0 α-syn-FKBP12 fractions,
the final value of nmol in the triplicates ranges from a minimum of 102.4 to maximum of
170.6 corresponding to only five and three supramolecular aggregates, respectively.

Inspection of Figure 3 shows that the kinetics is accelerated with increasing fraction of
FKBP12-modified α-syn molecules ([FS]/C). Correspondingly, the final stationary value
of the average number of monomers in the aggregates grows with the fraction of FKBP12-
bound α-syn up to [FS]/C = 0.5 reaching a plateau. In the inset, we report the final
value of nmol as a function of [FS]/C evidencing the non trivial effect, reminiscent of
a transition, of FKBP12 addition. Up to a fraction of [FS]/C = 0.33, the aggregation
kinetics resembles in fact that observed in the sample of pure α-syn. Above the threshold
fraction of [FS]/C > 0.33, the aggregation kinetics undergoes an abrupt regime change,
exhibiting a much faster growth. Correspondingly, as shown in Figure 4, a dramatic change
is observed in the morphology of the supramolecular aggregates, that for [FS]/C > 0.5
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Figure 4: Initial and final configurations of the CG simulations for various fraction of
FKBP12-doped α-syn (see text and Figure 2)). Hydrophobic beads are in blue. FKBP12
beads are in red. The lines representation refers to the hydrophilic moieties.

invariably exhibits highly branched structures. In Figure 4 we show the the final states
in the simulations of pure α-syn and in the simulations carried on with a fraction of 0.33
and 0.5 of FKBP12-modified α-syn. In striking correspondence with the experimental
observations[9], the sample containing only α-syn ([FS]/C = 0.0) spontaneously aggregates
in linear fibrils exposing the hydrophilic filaments pointing towards the solvent roughly
perpendicularly to the fibril axis. When the concentration of the species, regulated by the
FKBP12-α-syn association equilibrium, are such that 1/3 of the monomers are, on the
average, FKBP12-bound ([FS]/C ≃ 0.33), the kinetics undergoes only a mild acceleration
(see Figure 3). In these conditions, the final supramolecular aggregates are mostly linear
or poorly branched, a situation that is observed experimentally upon addition of a tight
binding FKBP12 inhibitor to α-syn/FKBP12 mixture.[4] As above outlined, starting from
a fraction equal to [FS]/C > 0.33, the kinetics undergoes a drastic change, with the sample
ending up in forming few highly branched macro-aggregates.

We finally examine the distribution of the FKBP12 seeds in the supramolecular structures
at the end of the aggregation process. There is experimental evidence for a co-localization
in brain cells of FKBP12 with the markers of pathology[1, 3]. However FKBP12 has
not been yet reported as a major component of Lewy bodies in Parkinson’s disease[2].
According to our aggregation model, the FKBP12 globular protein induces ramification
of the supramolecular structure and is hence expected to be localized on a hydrophilic
segment at the junction of the branches. The localization of FKBP12 in the aggregates is
assessed from our configurational data using the Voronoi tessellation algorithm[20]. The
final configurations are examined by computing in all samples the Voronoi volumes on the
sub-ensemble of beads made by all the hydrophobic units and by all beads (mutated or
not) in position 2 of an hydrophilic segment (see Figure 2). Voronoi volumes are evaluated
in periodic boundary conditions using the minimum image convention and by closing the
polyhedra, when needed, by introducing 8 distant octahedral additional vertices placed
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[FS]/C cburied(FKBP12) cburied(M2− syn)

0.0 - 0.19 ±0.19
0.11 16.96 ±4.46 0.21 ±0.21
0.33 13.67 ±6.64 0 ±0.13
0.5 8.59 ±1.95 0.39 ±0.39
1.0 1.56 ±0.39 -

Table 1: Percentage of buried FKBP12 cFKBP12
buried = NFKBP12

buried /NFKBP12
total beads with respect

to the total number of FKBP12 beads ( NFKBP12
total ≡ 512 × [FS]/C) and percentage of

buried hydrophilic beads at position 2 in normal synuclein cM2−syn
buried = NM2−syn

buried /NM2−syn
total

with respect to the total number of normal synuclein (NM2−syn
total = 512 − NFKBP12

total ) as
computed from the Voronoi volumes evaluations on the last configurations.

at a distance of 104 nm from the central bead. In this manner, exposed beads have faces
determined by the distant octahedral vertices, yielding extremely high Voronoi volumes.
As discussed above, in the FKBP12-α-syn mixture, a fraction of these hydrophilic beads
is replaced by hydrophobic ones. As shown in Figure 5, the Voronoi volume distribution
in the final state of pure α-syn peaks at about 20 nm3 indicating a tight packing of the
hydrophobic core of mature fibrils. Based on the distribution of Figure 5, we define a
bead to be buried (i.e. within the interior of the hydrophobic core of the supramolecular
aggregates) when its Voronoi volume is less than 50 nm3. In Table 1 we show, for various
values of the ratio [FS]/C], the results for the fraction of buried FKB12 beads with respect
to the total number of FKBP12 beads compared to the fraction of buried (non mutated)
hydrophilic beads in position 2. The FKBP12 beads are clearly much more buried, on the
average, with respect to the “normal” hydrophilic beads in position 2, that are basically
solvent exposed in the vast majority with cM2−syn

buried ≃ 0. Most of the non buried FKBP12
beads exhibit extremely large Voronoi volume indicating that these units are in general
solvent exposed. We also note that, with increasing FKBP12 concentration, the fraction
of buried FKBP12 beads decreases down to only 1.56% for [FS]/C] = 1, i.e. in presence
of an excess of available (not inhibited) FKBP12.

On the overall, our simulation data appears to confirm that the aggregation in linear fibrils
of α-syn is elicited by the hydrophobic aggregation of the central non polar residues of the
monomeric unit. Remarkably, our rudimental CG model for the α-syn monomer was able
to reproduce the essential morphological features of the supramolecular aggregates in the
final stages with no necessity of introducing any detail on the secondary structure. Based
on this fact, we may hence infer that the arrangement of the NAC residues in ordered
β-structure is probably an event that follows the primary hydrophobic aggregation with
β-structure based re-organization of the aggregate being a continuous (and very likely
variegate) process in the growth phase. The C and N terminus, as observed in Ref.
[9], remain disordered and solvent exposed during the aggregation process. According to
our simulation, FKBP12, by binding PRO on these solvent exposed terminal filaments,
provides a new seed for branching on the main growing fibril axis.
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Figure 5: Voronoi volume distribution of the hydrophobic beads in pure α-syn. Volumes
for exposed residues are in the range V = 104 ÷ 1012 nm.
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Magnetism OF semi-hydrogenated Graphene and

effects of the substrate by ab-initio calculations
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❆❜str❛❝t✳ The partial hydrogenation of graphene can induce magnetic properties to this
recently discovered 2D-material. This feature make it very interesting as light magnetic
material to be considered for substitution of metals and rare earths. We investigated the
effects of the adhesion to copper surface on the magnetic properties of semi-hydrogenated
graphene (graphone) by first-principles calculations. Our calculations requested the use
of the high performance computer facility CRESCO.

1 Introduction

In the last years graphene, a monolayer and planar honeycomb structure of carbon atoms,
has attracted great attention for its unique properties deriving from a very simple atomic
structure [1]. It combines atomic thinness, high-carrier mobility, linear optical absorption,
field-effect sensitivity, and high mechanical strength. Recently, derivatives of graphene
have being of large interest because of the possibility to add new functionalities to graphene
and tune its electronic properties [2]. Among these graphene-related materials, we can
mention, for example, graphane, a two-dimensional hydrocarbon constituted by graphene
fully-hydrogenated on both sides of the plane [3]. Modification of graphane by removing
hydrogenation from one side results in a new structure termed graphone, another derivative
of graphene. Density functional theory (DFT) calculations have estimated that graphone
has a narrow band-gap of 0.5 eV and it is predicted to exhibit magnetic properties [4].
This features make graphone very interesting as light magnetic material to be considered
for substitution of metals and rare earths. For example, if we suppose that graphone
could be packed in a graphite-like structure, the T= 0 K saturation magnetization of gra-
phone can be estimated to be 450 gauss, comparable to the saturation magnetization of
nickel, equals to 510 gauss [5], but with one fourth of the weight. Recently, it has been
found experimental evidence that highly hydrogenated graphene exhibits a weak ferro-
magnetism [6]. Graphone could be used as biocompatible magnetic material in biosensors
or in carbon-based spintronics applications.

∗Corresponding author. E-mail: francesco.buonocore@enea.it.
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In the present report we investigate, with the support of density functional theory (DFT)
calculations, the adhesion of graphone to copper, using an exchange-correlation functional
corrected for long range interactions. We calculated the effects of the adsorption on
magnetism in the resulting system.

2 Computational tools and procedure

2.1 Computational package

The computational approach was based on a pseudo-potential plane-wave method using
PWSCF code as implemented in the QUANTUM-ESPRESSO package [7]. QUANTUM-
ESPRESSO is an integrated suite of computer codes for electronic-structure calculations
and materials modeling. It implements a variety of methods and algorithms aimed at a
chemically realistic modeling of materials from the nanoscale upwards, based on the solu-
tion of the density-functional theory (DFT) [8] problem, using a plane waves (PWs) basis
set and pseudopotentials (PPs) [9] to represent electron-ion interactions. The codes are
constructed around the use of periodic boundary conditions, which allows for a straightfor-
ward treatment of infinite crystalline systems, and an efficient convergence to the thermo-
dynamic limit for aperiodic but extended systems, such as liquids or amorphous materi-
als. Quantum-ESPRESSO code runs on many different computer architectures and allows
good scalability till a large number of processors depending on the system size. We use
a Quantum-ESPRESSO code compiled with Intel Fortran compiler, Math Kernel Library
(MKL) and Message Passing Interface (MPI) parallelization on the Cresco3 cluster of the
high performance computer facility CRESCO [10], with a good scalability up to hundreds
of cores.

2.2 Computational details

We used the generalized gradient approximation (GGA) with the Perdew, Burke and
Ernzerhof (PBE) exchange-correlation functional [11] including the empirical correction
of the long range forces (DFT-D) [12]. The pseudo-potential plane-wave calculations were
performed using Vanderbilt ultra-soft pseudo-potentials [13]. The convergence of the total
energy has been checked by varying cut-offs and grid of kpoints to reach a good compromise
between accuracy and computational times. All geometry optimizations were performed
with cut-off for the wave functions of 30 Ry, cut-off for the charge density of 300 Ry and
661 Monkhorst-Pack grid, allowing a convergence of the total energy below 0.01 Ry. The
final self-consistent calculations of the optimized structure properties used a cut-off for the
wave functions of 40 Ry, a cut-off for the charge density of 400 Ry and 10101 Monkhorst-
Pack grid granting a convergence below 0.003 Ry. The Cu(111) surface was modelled by
the repeated slab geometry which contains six Cu atomic layers with the in-plane 22 unit
cell. The 22 cell of graphone can be matched properly to copper surface. The vacuum gap
between graphone and slab periodic image was set to 20 Å.
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3 Results and discussion

3.1 Isolated graphone

The lattice cell of isolated graphone has been fully optimized resulting in a lattice param-
eter a= 5.030Å. This parameter preserves a low stress on the cell also when the interface
with Cu(111) slab is considered. Upon geometry optimization, carbon atoms are disposed
into two distinct layers, where in one layer each carbon atom C1 has three single bonds
with carbon atoms and one single bond with hydrogen atom out of plane, while in the
other layer each carbon atom C2 has three single bonds with carbon atoms and one p-
electron unpaired. The magnetic properties are due to the localized and unpaired electrons
in the three-coordinated C2 atoms. This is different from graphene, where π-electrons are
delocalized, and from graphane, where the electrons are forming strong σ-bonds. We have
found that the ferromagnetic (FM) state is the ground state with total magnetization of
4.00 µB. This FM state is 0.16 eV lower in energy than anti-ferromagnetic (AF) and 1.07
eV lower in energy than the non magnetic (NM) state. The FM and AF magnetic con-
figurations of graphone are shown in Fig. 1. The magnetic properties of the investigated
systems are resumed in Table 1.

Table 1: Total magnetization of FM state, E(FM)-E(AF) and E(FM)-E(NM) for isolated
graphone and graphone adsorbed to Cu(111) surface.

Figure 1: Magnetic configurations of graphone for a) ferromagnetic and b) antiferromag-
netic states.
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3.2 Graphone adsorbed to copper surface

Next we relaxed the geometric structures of graphone adsorbed to Cu(111) surface. In
the most stable configuration, among the examined adsorption geometries, a C2 atom is
on the top of every first layer Cu, as shown in Fig 2, where the C2-Cu distance of 2.05Å
is consistent with the formation of covalent bonds. This distance is far shorter than the
calculated distance of graphene from the same surface, evaluated to be 2.95 . The total
magnetization in the FM state is 1.32µB, corresponding to a magnetism reduced by four
times with respect to the isolated graphone, while the AF state of the isolated graphone
is found to be not stable. Differently from the isolated graphone case, the geometrical
structures of FM and NM states are similar. The FM state is still the ground state, but
it lies just 34 meV lower in energy than the NM state. Therefore graphone magnetism is
largely reduced by the interaction with copper substrate.

The charge density difference shows that electronic charge is depleted from the substrate
and accumulated towards C2 atoms: C2 and Cu atoms can pair p- and d-electron, re-
spectively, so that magnetism is partially quenched. However a residual magnetism is still
localized, so we can infer that p-electrons are just partially paired.

Figure 2: a) Atomistic model of graphone adsorbed to Cu(111) surface; b) spin density
isosurface.

Our results demonstrate that there is electronic charge transfer from surface towards C2

atoms for copper, but the main role in the partial magnetism quenching is played by
bond formation and the consequent electron pairing of unpaired p-electrons of three-fold
coordinated C atoms with electrons from surface. The AF state of graphone adsorbed to
copper is no more stable and a quantitative estimation of Tc is not possible. The very
low stability of the FM state let us suppose that graphones magnetism is suppressed at
ordinary temperature when graphone is adsorbed to copper surface. However, graphone
shows a very good adhesion to substrates with adhesion energy higher than graphene. The
coating of selected materials by graphone could enable easy functionalization of surfaces
by hydrogen substitution paving the way to several applications.
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❆❜str❛❝t✳ We briefly review the part of the research work carried out in 2014 by the
members of our groups that made use of the ENEA-CRESCO facility. Most of the
studies concern the calculation of structural, electronic and optical properties of materials,
focusing especially on 2D materials such as surfaces, monolayers and thin films.

1 Methods and Codes

All the studies presented below are based on the determination of the ground state (ge-
ometry, total energy, single-particle Kohn-Sham orbitals, etc...) of the material through
density-functional theory (DFT) [4, 5]. We employed the electronic structure code pw.x
of the Quantum Espresso suite [2] which makes use of plane-wave basis set and pseudopo-
tentials [15]. The excited state properties are determined employing either time-dependent
DFT (TD-DFT) [13, 3] and many-body perturbation theory (MBPT) [8].
The codes that were used for the determination of excited state properties, are: the DP
code (http://dp-code.org/), the CHISIG plane-wave GW code, and the Yambo suite [7].
Some of the authors developed parts of these codes. Besides CHISIG, all the codes that we
used are open source codes released under the GPL licence. All the employed codes make
use of LAPACK and BLAS libraries, and present a hybrid MPI and OpenMP parallelism.
The Yambo code makes also use of the NETCDF libraries which were installed locally by

∗Corresponding author. E-mail: olivia.pulci@roma2.infn.it.
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some of us. Jobs were run mainly on the Cresco-4 and Cresco-3 clusters using between 64
and 256 cores.

2 Results

2.1 Formation of massive 1D nanostructure at the Ag(110) surface in-
duced by silicon

The Si/Ag(110) interface attracted interest in recent years as a consequence of the claim
that the one-dimensional (1D) nanostructures formed at this surface would be silicene
nanoribbons [10]. We performed DFT study of the 1D nanostructures forming on Ag(110)
upon Si deposition at temperatures above 460 K to complement scanning tunneling mi-
croscopy and low-energy electron diffraction measurements. Two different kinds of nanos-
tructures are detected: nanodikes and nanotrenches, massive 1D nanostructures respec-
tively protruding from and engraved on the Ag(110) substrate. The first kind of structure
was reported to be constituted by multistacks of silicene nanoribbons [9]. We showed that
nanodikes and nanotrenches are the result of silver faceting stabilized by silicon atoms.
Indeed, such nanostructures share the very same facet crystallographic features, namely
inclination and reconstruction: the top and base parts are Ag(110) planes, while their
sides are Ag(221) and Ag(221̄) facets stabilized by Si atoms. Density functional theory
calculations suggest that Si atoms may reduce the system energy by partially substituting
Ag atoms in such facets (see Fig. 1). The combination of theoretical and experimental
results demonstrates that the description of nanodikes as multistacks of silicene has to
be reconsidered and that the Ag(110) surface is not inert toward silicon when the sample
temperature is higher than 460 K, resulting in surface faceting.

Figure 1: Geometry of the minimum-energy structure of Si/Ag(221) with 3 Si atoms per
12 surface cell; (a) side view and (b) top view. A constant-density simulated STM image
(V=-1.0 V) is superimposed as contour plot on the top-view model in (b).

114



2.2 Chiral properties of a nonchirally oriented phase of tartaric acid on
Cu(110)

The chiral properties of a nonchirally oriented phase of tartaric acid deposited on a Cu(110)
surface have been studied by means of circularly polarized radiation and ab-initio calcu-
lations. The two optical enantiomers R,R and S,S of tartaric acid, separately deposited,
produce (40,23) overlayers which show a large dichroic effect and enantiomeric behavior
all over the valence energies. The dichroic effects are displayed by native chiral molecular
states and molecule-copper interface states. Density-functional theory calculations have
been employed to create a model of the adsorption geometry in the (40,23) phase and
for determining the site-resolved density of states. This shows the formation of hybrid
states at the tartaric acid-copper interface. In particular, the interface state at -1.7 eV
(corresponding to -1.25 eV in the theoretical scale, see Fig. 2) in the valence band pho-
toemission spectrum can be attributed to the local chiral electronic interaction between
tartaric acid and the bonded Cu atom underneath the molecule, providing a spectroscopic
indication of chirality transfer. The circular dichroism effect in the angular distribution
of photoelectrons helps to interpret the electronic structure, to disentangle chiral states,
and can find application in the analysis of organic molecules on metal surfaces and surface
chirality in general.

Figure 2: Squared wave functions for the TA/Cu(110) system calculated at the Γ point
for the eigenvalues (a) 2.90 eV and (b) 1.25 eV. In orange the Cu atoms, in yellow the C
atoms, in red the O atoms and in cyan the H atoms. Isodensity levels: (a) 5.4 · 105 e/Å3;
(b) 8.1 · 104 e/Å3

2.3 Optical properties of 2D honeycomb crystals

We computed the optical conductivity of 2D honeycomb crystals beyond the usual Dirac-
cone approximation. The calculations were mainly based on the independent-quasiparticle
approximation of the complex dielectric function for optical interband transitions, and the
full band structures were taken into account. In the case of silicene, we studied the
influence of excitonic effects using time-dependent DFT (TDDFT) including a non-local,
energy-independent XC kernel −α

q2
with α = 0.2 (red line) [11]. As shown in Fig. 3

excitonic effects are almost neglegible whereas the inclusion of local fields effects changes
significantly the absorbance. Special care was taken to derive converged spectra with
respect to the number of k points in the Brillouin zone and the number of bands. In this
way both the real and imaginary parts of the optical conductivity were correctly described
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for small and large frequencies. The results are applied to predict the optical properties
reflection, transmission and absorption in a wide range of photon energies. They are
discussed in the light of the available experimental data.

Figure 3: Optical absorption of silicene with (red solid line) and without (black solid
line) excitonic effects. Results of an independent-particle approximation using DFT-LDA
(black line) are compared with those of the TDDFT. The influence of optical local-field
effects is illustrated by the green line.

2.4 Effect of crystal packing on the electronic properties of H2OEP

Porphyrins are an extremely important class of molecules as they are involved in a variety
of fundamental biological processes and they can be easily functionalized by changing their
central metal atoms and functional groups. Porphyrin thin films are moreover important
as fundamental constituents of biosensors and optoelectronic devices. We studied the effect
of crystal packing on the electronic properties of the free-base H2OEP molecule. H2OEP
crystallizes in a triclinic lattice with one molecule per unit cell. We used the experimental
lattice structure [6] as our calculations do not include van der Waals corrections. As shown
in Fig. 4 we found that at the DFT and Hartree-Fock level crystal packing doesn’t affect
significantly the magnitude of the HOMO-LUMO gap of this system. On the contrary, by
including quasi-particle corrections (at the G0W0 level), the electronic gap of the crystal
system is 45% smaller than the HOMO-LUMO gap of the isolated molecule. The results
were compared with experimental direct and inverse photoemission data showing a good
agreement.
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Figure 4: Top: structure of the isolated H2OEP molecule (left) and triclinic crystal (right).
Bottom: electronic gap of the isolated H2OEP molecule (left) and triclinic crystal (right)
at the DFT (black), GW (red) and Hartree-Fock (green) level).

2.5 Optical properties of MoS2: optimal convergence parameters in view
of real-time calculations

Transition-metal dichalcogenide monolayers are a subject of intensive study as semicon-
ducting analogues of graphene. Among them, MoS2 is probably the best characterized
material both experimentally and theoretically. The theoretical, first principle, determi-
nation of the excited state properties of this material is challenging due to the interplay
of strong many-body effects, spin-orbit coupling, and the need of including Mo semicore
states explicitly in the calculation. Of great interest, in view of its application in optoelec-
tronic devices, is the study of the relaxation of excited carriers. This can be achieved in a
full ab-initio framework within a recently developed time-domain approach that combines
density-functional and non-equilibrium Green’s function theories [14] and that was imple-
mented in the Yambo suite [7]. The starting point of the real-time domain calculations
is the determination of the equilibrium excited state properties within the standard GW-
BSE approach [8]. Being the real-time domain calculations extremely demanding, the
standard convergence parameters (plane-wave expansion cutoff, number of unoccupied
states, k-point sampling, vacuum depth etc...) need to be optimized in order to recon-
cile computational accuracy and feasibility. In Fig. 5 we show part of our convergency
studies. One of the computational bottleneck of the quasi-particle correction calculations
is the number of unoccupied states that are included in the G term of the self-energy
Σ = iGW [8]. In the left panel of Fig. 5 the quasi-particle correction to the electronic gap
is reported as a function of the inverse of the number of bands included in the calculation
of the G term. The empty-bands-summation termination scheme proposed in Ref. [1],
was also employed and the dependence of the results on the additional pole position [1]
was studied. We see that the fastest convergence is obtained employing the termination
scheme with a pole located at 80 Ry. In the central panel of 5 the expectation value of
the correlation part of the electronic self-energy is shown as a function of the number of
k-points sampling the Brillouin zone (BZ): we achieve a reasonable convergence with a
24×24×1 sampling of the irreducible BZ. The left panel shows the dependence of the ab-
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sorption spectrum on the distance (dvacuum) between two periodic replicas of the system.
We see that, since the Coulomb interaction is truncated in the direction perpendicular
to the atomic plane [12], the spectra obtained employing 13 Åand 22 Åshow negligible
differences.

Figure 5: Left panel: quasi-particle correction to the electronic gap vs inverse of the
number of empty bands employed in the calculation of G. Black: no termination scheme;
red: termination scheme with pole at 20 Ry; green: termination scheme with pole at 40
Ry; blue: termination scheme with pole at 80 Ry. Center panel: expectation value of
the correlation part of the electronic self-energy as a function of the number of k-points
sampling the Brillouin zone. Right panel: absorption spectrum. Black: 22.2 Ådistance
between two periodic replicas; dashed-red: 12.8 Ådistance between two periodic replicas.
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❆❜str❛❝t✳ A short account is given of the running of state-of-the-art Monte Carlo codes
for modelling radiation transport (including substantial in-house modifications) on the
various CRESCO Sections. The activity is carried out in collaboration with the Institut
de Radioprotection et de Sûreté Nucléaire, France in the context of the safety of current
and GEN-III+ PWR’s.

1 Introduction

Following on from the publication of a full length paper describing a new approach to cal-
culating responses in eigenvalue calculations that employ the source-iteration approach [1],
a summary paper was presented to PHYSOR-2014 [2]. This work is directed at the cal-
culation of:

a) spatially limited radiation responses inside the core of nuclear reactors;

b) any radiation response outside the core of nuclear reactors;

c) spatially limited radiation responses in or around storage facilities for spent nuclear
fuel.

The test cases described in [1, 2] included problems in categories a) and b), especially
linked to large, GEN-III+ thermal power reactors. Problems of type a) represent calcu-
lations that with analog Monte Carlo are difficult or impossible to treat. The approach
suggested in [1, 2] extends the range of problems that are treatable. Problems of type b)
are currently treated by decoupling the calculation (usually using the fission sites at the
point of decoupling). The approach in [1, 2] avoids the necessity of decoupling. Problems
of type c) which typically might be required in spent fuel repositories, have not yet been
treated with the new approach.

∗Corresponding author. E-mail: kburn@enea.it.
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2 Support to IRSN on DISCOMS Project: Monitoring Po-
sition of Corium following Perforation of Pressure Vessel

The objective of this work has already been described in previous CRESCO reports [3, 4]
and will not be repeated here. The classic decoupled approach was adopted and it was
convenient to generate separate variance reduction (“VR”) parameters for the neutron
calculation and for the coupled neutron-γ calculation. For this, the in-house VR algo-
rithm for fixed source problems was employed [5]. This problem represents a moderate
penetration from the VR point of view and the responses at the point of highest attenua-
tion (under the ZrO2 insulator layer that lies below the sacrificial concrete at the bottom
of the pressure vessel well) could be calculated with an acceptable statistical uncertainty.
An axial plot of a sample of the particle collisions for the second, fixed source, part of the
decoupled calculation employing VR is shown in Fig. 1. Currently underway is a com-
parison of this classic approach with the approach with the new algorithm that does not
require decoupling the calculation. As discussed in the references, an important aspect of
the new algorithm is the necessity to maintain the fundamental mode between (batches
of) fission generations whilst at the same time forcing the tracks to one of more, in- or
ex-core local detectors. Fig. 2 shows two plots of fission sites in a PWR core with, on the
left, analogue sampling and on the right, VR directed at an ex-core local detector in the
East direction. This work will be more fully reported in the future.

Figure 1: Sample of particle collisions in vertical section of PWR with fission source and
variance reduction
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Figure 2: Fission sites in PWR core with (left) analogue sampling and (right) variance
reduction directed at an ex-core local detector in the East direction

3 Hardware and Software employed in these activities

As far as software is concerned, as noted in previous CRESCO reports, a patched version of
MCNP5 (ver. 1.4) was employed, together with a separate stand-alone code built around
the IMSL version 1.0 library. Patches (i.e. local code modifications) were required both
for the classic decoupled approach as well as for the new approach.

The patched MCNP versions were run in parallel mode on the Portici CRESCO Section
2 machines. Typically 16 nodes were employed (1 master and 15 slaves). Here it should
be mentioned that more than 16 nodes resulted in a degradation in the performance
(due possibly to the large amount of data involved in the message passing). Furthermore
presumably due to the large memory requested for some calculations, machines of the type
cresco-fpga had to be excluded from the candidate machines for the job.

The stand-alone code built around IMSL was run in scalar mode on individual machines
of the Frascati CRESCO Cluster.

4 Building MCNP Versions with MPI on various CRESCO
Sections

The MCNP source code is employed, rather than the executable program which is part
of the distribution package (with various versions to run on different platforms), for the
following reasons:

- for nearly all applications, the code must be patched (source description; innovative
in-house variance reduction; extra diagnostics; . . . );

- to correct bugs that are reported on the MCNP forum;

- when the manual is not clear, to understand from the FORTRAN source code what
the code is actually doing (sometimes with the aid of write statements).

Therefore all the MCNP versions employed in innovative reactor developments need to
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be compiled from the source code and linked with the MPI modules employed by the
particular cluster.

4.1 MCNP version 5

Some time ago MCNP version 5-1.3 was built with MPI on CRESCO Sections 1 and
2. Subsequently MCNP version 5-1.4, which is the current work horse, was built on
CRESCO Section 2 employing the same logic. Recently the same logic was again em-
ployed to build MCNP version 5-1.4 with MPI on CRESCO section 4. The script to
run the job under LSF was based on that in the CRESCO Section 4 documentation:
http://www.afs.enea.it/project/eneagrid/Resources/CRESCO documents/index.html

The standard MCNP test problem suite was not run because the version employed a source
patch. However for two long runs, identical results were obtained on CRESCO Section 4
compared with those with the version running on CRESCO Section 2.

4.2 MCNP version 6

Late in 2014 first steps were taken to build MCNP version 6.1 with MPI on CRESCO
Sections 3 and 4. The standard unpatched code was built so that the test problem suite
could be run and verified, providing some quality control on the built code. On both
Sections 3 and 4 a completely different approach was made compared with that employed
to build MCNP on CRESCO Section 2. Indications that helped to define the new approach
were obtained from postings to the MCNP forum and on the MCNP web site.

On CRESCO Section 4, the default Intel Fortran 90 compiler is: Intel ifort 14.0.1. Employ-
ing this compiler produced numerous warnings in the compilation phase. (On the MCNP
web site https://laws.lanl.gov/vhosts/mcnp.lanl.gov/mcnp faq.shtml, although this par-
ticular version is not mentioned, other 14 series compilers fail.) The basic tests in the
REGRESSION sub-directory were run on typically 12 nodes (1 master and 11 slaves)
of CRESCO Section 4 in background but without employing LSF (which did not prove
possible in the time available). For many of the sample problems, differences with the
distributed output files were obtained. In particular a number of the difm files (differences
in the mctal outputs between the local implementation and the standard files distributed
with MCNP) were not empty. Although the differences remain to be properly examined,
the current situation is that the implementation of MCNP 6.1 on CRESCO Section 4 has
failed the quality control.

On CRESCO Section 3, the default Intel Fortran 90 compiler is: Intel ifort 12.1.3. On
the MCNP web site, although this particular version is not mentioned, other 12 series
compilers successfully compile MCNP. Employing this compiler produced no warnings in
the compilation phase. As on CRESCO Section 4, the basic tests in the REGRESSION
sub-directory were run on typically 12 nodes (1 master and 11 slaves) of CRESCO Section
3 in background without LSF. Most difx files resulted empty. In particular all difm, dife
and difg files were empty. Some difo (comparing the standard output file outp) files were
not empty and should be properly examined. Although this work is not finished, there
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are indications that some level of quality control should be able to be assigned to the
implementation of MCNP 6.1 on CRESCO Section 3.

Acknowledgement

S. Podda built MCNP version 5-1.3 with MPI on CRESCO Sections 1 and 2.

References

[1] K. W. Burn. Optimizing Variance Reduction in Monte Carlo Eigenvalue Calculations
that Employ the Source Iteration Approach. Ann. Nucl. Energy, 73:218–240, 2014.

[2] K. W. Burn. Estimating Local In- and Ex-Core Responses within Monte Carlo Source
Iteration Eigenvalue Calculations. Proc. of PHYSOR-2014, Kyoto, Japan, JAEA-Conf
2014-003, Sept. 2014.

[3] K. W. Burn. Use of Monte Carlo to Evaluate Signal and Radiation Damage to Corium
Detector in PWR Severe Accident Scenario. CRESCO Annual Report, pages 179–182,
2013.

[4] K. W. Burn. Use of Monte Carlo in State-of-the-Art PWR Design: Continuing Anal-
ysis of the Impact of the Heavy Reflector of a Typical Large Size GEN III+ Reactor
Designon some Safety Featurse: Completion of the Ex-Core Detector Calculations and
Examination of the Impact on Flux Tilt. Development and Testing of New Algorithms
within Monte Carlo Eigenvalue Calculations employing the Source-Iteration Method.
CRESCO Annual Report, pages 173–178, 2012.

[5] K. W. Burn. Optimizing Monte Carlo to Multiple Responses: the Direct Statistical
Approach, 10 Years On. Nucl. Technol., 175:138–145, 2011.

124



H-Abstraction from Methane in H-ZSM5 Zeolite

with extra-framework O atom: DFT and D-DFT

in comparison

Amedeo Palma1∗ and Silvano Tosti2

1CNR-ISMN, Istituto per lo Studio dei Materiali Nanostrutturati,
Via Salaria km 29.3, UOS Montelibretti, Monterotondo S. (RM), Italy
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❆❜str❛❝t✳ The interaction of methane with an extra-framework oxygen atom in acidic
Zeolite (H-ZSM5) porous substrate has been investigated by means of Density Functional
Theory plus Dispersion energy calculations and reaction path has been obtained exploit-
ing Climbing Image Nudged Elastic Band method (c-NEB). Zeolite was modelled by its
crystallographic structure subject to periodic boundary condition. The reaction path for
the H - abstraction reaction of methane, in presence of an open shell oxygen atom within
zeolite along the (010) straight channel, leads to the formation of a slightly distorted H2O
water molecule and CH3 radical and proceeds with a small barrier. When dispersion en-
ergy is applied the barrier disappears revealing known flaws of the approach adopted.
These in bulk calculations support anyway the interesting idea that open shell systems,
involving an extra cage Oxygen atom, favour the H-abstraction from small hydrocarbons
within acidic zeolite channels.

1 Introduction

In the last twenty years zeolites have attracted increasing interest for their potential appli-
cation in the industrial field because they act as chemical catalysts [1]. For the fact that
channels and cages have dimensions similar to those of small molecules, zeolite are shape
selective and many reaction occurs in a specific Brnsted acidic site. Methane represents
the major constituent of natural gas and its large reserve could serve as a feedstock for
the production of chemicals and a source of energy for the next future [2].

Activation of a C-H bond represents the first step for methane conversion, but methane
is a very stable molecule, being the C-H strength of nearly 101.6 kcal/mol. Methane
activation on metallic surface ranges from tens to hundreds of kcal/mol [3], therefore a
possible alternative could be represented by zeolites for their high selectivity. In Ref. [4]
using mostly small models for H-ZSM5 zeolite and an embedded approach, authors found

∗Corresponding author. E-mail: amedeo.palma@ismn.cnr.it.
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that the triplet oxygen species can lead easily to the abstraction of H atom from CH4 with
an estimated activation barrier of 7.12 kcal/mol: small in comparison with that found for
the same type of reaction in other types of zeolite, such as for example Fe/ZSM5, where
the activation barrier is in the tens of kcal/mol.

In a recent review [5] about H atom transfer from methane, the crucial role of unpaired
spin density at the abstracting atom in many metal oxide clusters in gas phase was clarified
by computational and experimental studies. Standard Density Functional Theory (DFT)
has been often used to describe behaviour of molecules on surfaces or metals within or-
ganic materials [6]. We showed that Density Functional Theory plus Dispersion (D-DFT)
calculations are necessary to properly describe the energetics of the interaction between a
molecule (such as methane) and the zeolite [7].

In this paper, we present first principles calculations for the interaction of methane
molecule with an extra-framework O atom bound to the acidic site of a zeolite H-ZSM5 by
considering triplet spin state for the composite system with the aim to assess the dispersion
energy effects on the activation barrier.

2 Computational Details and Results

H-ZSM5 zeolite is modelled by ZSM5 crystallographic structure [8], in which the silicon
atom in the T6 site has been replaced by aluminium obtaining a T6OT9 Brønsted acidic
site that will be the active site considered in the study of reaction mechanism. All the
calculations were performed with Quantum Espresso [9] and open shell systems are treated
within the unrestricted formalism. Further details can be found in reference [7].

Dispersion forces are evaluated according to one of the most successful scheme proposed
in materials science [10]. This computational approach was able to reproduce [7] silicalite
crystallographic structure with a RMSD of 0.21Å and has shown that the inclusion of
dispersion energy contribution results essential for a correct description of the energetic
balance.

The zeolite crystal model considered in the calculations is the crystallographic unit cell
containing 289 atoms (Al, H, Si95O192). Therefore the sample has a total of 1550 valence
electrons and it is subject to Periodic Boundary Conditions (PBC). In this structure we
have inserted an extra-framework oxygen atom and we consider the complete system in
the triplet and in the singlet excited state. We have then optimized the corresponding
local structures in which oxygen atom is bound to the acidic site of the zeolites in the
(010) direction of the 10 Membered Ring (10MR) straight channel. Figure 1 presents the
triplet system [O-H-ZSM5]T, optimized without any constraint, and a methane molecule:
this represents asymptotic reactants. Considering that carbon atom is methane center of
mass, we performed several series of calculations at different fixed C-O distances following
a straight line, inside the 10MR channel. The reaction path was subsequently determined
more accurately by c-NEB method. Relaxation of all the atoms produces an energy
stabilization, almost a homogeneous rigid shift, in H-Zeo and [O-H-Zeo]T systems of 17.47
kcal/mol, 16.69 kcal/mol, respectively. The adsorption energy, in the case in which all
atoms of the cell are relaxed, is of 17.54 kcal/mol. In triplet spin electronic state of [O-
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Figure 1: Fully relaxed [O-H-ZSM5]T system subject to periodic boundary conditions, view
along the (010) direction of the straight channel with O atom bound to acidic Hydrogen
where a Methane molecule has been inserted to model reactants. (O atoms: red balls, Al
atom: dark grey, Si atoms: dark yellow, H atom: light grey, C atom: dark blue).

-H–Zeo]T system the extra-cage Ox atom is strongly involved in the interaction and its
spin polarization equal to 1.68, an evidence of the fact that the two unpaired electrons
are prevalently located on this atom. We optimized also methane molecule, with the same
computational procedure, obtaining a structure in good agreement with experimental data
(error less than 1%) and a total energy of 16.14 Ry. This structure represents the reactants
structure in the initial position since the carbon atom is about 5.6Å far away from OX
atom for the triplet system. The energy profile, shown in Figure 2, is relative to methane
molecule migration along the 10MR channel. At a C-OX distance of about 3.0Å, hydrogen
atom Hz breaks its bond with oxygen atom O1 and in a concerted manner binds to OX

atom forming the hydroxyl which reacts with H1 hydrogen atom of methane giving as
products a water-like molecule and CH3 radical.

Indeed in this water-like structure we observe that the bonds are elongated (OX -Hz=1.05Å,
OX -H1=1.03Å) and the bonding angle Hz-OX -H1 is equal to 106.44◦ respect to 104.5◦ of
H2O.

3 Conclusions

We have used DFT approach to study the interaction between methane and acidic zeolite
(H-ZMS5) in its unitary cell subject to PBCs. The reaction between methane and spin
unpaired [O-H-Zeo]T yields a CH3 radical, which has a planar structure typical of Carbon
sp2 hybridization, and a slightly asymmetric water molecule. Both products remain, after
complete relaxation, within the (010) straight channel. The oxygen atom (Oa) of the
pristine zeolite framework, where some of the spin density is still located, interacts with Hz
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Figure 2: NEB energy profile with (red diamonds) and without (black circles) dispersion
energy correction. Values reported in reaction coordinate of the two paths do not represent
exactly the same C- O distances, in fact ordering numbers of NEB Images are reported.
Path length is about 5.6Å.

atom stretching one of the two O-H bonds of the distorted, newly formed water molecule.
The minimum energy reaction path has been determined by c-NEB method obtaining path
as a function of C-OX distance with a small barrier reaction (1.5 kcal/mol). This barrier
disappears when semiempirical dispersion energy correction, based on GGA, is added,
confirming that D-DFT approach underestimates the activation barrier. The oxidant role
of the extra-framework open shell oxygen atom in H-abstraction reaction from methane is
anyway evident since reaction occurs with a small barrier inside the 10MR channel along
the (010) direction of zeolite.
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❆❜str❛❝t✳ We discuss the applicability of the Ritz–Galerkin method to the stationary
Fokker–Planck equation governing the multi–state voter model over community–based
networks in presence of zealot candidates and show how the symmetries of the system
allow to reduce the multi–clique structure of the Fokker–Planck operator in a weak sense.

1 Multi–state voter model, candidates and cliques

In our recent work we examined the stochastic dynamics of the multi–state voter model
over a network based on interacting cliques and zealot candidates [1]. The aim of our
research was to investigate the distribution of the excess of votes assigned to candidates in
proportional elections with open lists with respect to the average of all competitors from
the same party list, in the framework of voter models over heterogeneous networks. Phe-
nomenological motivations stemmed from universality properties observed in the empirical
distributions of the excess of votes, see refs. [2, 3] for a complete account.

Let us shortly review the set–up. Consider a clique–based network, represented by a graph
G = (V,E) such as depicted in Fig. 1. Each node of the graph belongs to one of Q non–
overlapping cliques (all having equal size ω1 = |V |/Q); it is connected with certainty to
any other node in its own clique and with finite probability p to nodes belonging to other
cliques, apart from Q special nodes {Zk}Qk=1 representing candidates. The latter distribute
one–per–clique; they are connected with certainty to the nodes of their own clique, but
never to the other nodes.

The stochastic dynamics of the system is defined by the rules of the Q–state voter model
[4], with the provision that candidates vote for themselves without ever changing opinion

∗Corresponding author. E-mail: filippo.palombi@enea.it.
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(they are zealots in the sense of ref. [5]). If v
(m)
k denotes the number of votes assigned to Zk

from the dynamical voters belonging to the m–th clique, then φ
(m)
k = Qv

(m)
k /|V | = ω−1

1 v
(m)
k

represents the corresponding scaling variable in the language of ref. [2]. The equilibrium
probability density of the system is shown in [1] to obey with good approximation a
multi–clique Fokker–Planck equation (FPE), namely

0 = −
Q
∑

i=1

1...Q
∑

ℓ6=i

∂
(i)
ℓ

[

A
(i)
ℓ (φ̄)P(φ̄)

]

+
1

2

Q
∑

i=1

1...Q
∑

ℓ,m 6=i

∂
(i)
ℓ ∂

(i)
m

[

B
(i)
ℓm(φ̄)P(φ̄)

]

= LFP · P(φ̄) , (1)

where ∂
(i)
ℓ ≡ ∂/∂φ

(i)
ℓ and LFP denotes the stationary Fokker–Planck operator. Drift and

diffusion coefficients are given respectively by

A
(i)
ℓ = −

[
1 + ω1ω2(1− ω−1

1 )
]
φ
(i)
ℓ

+
ω1ω2(1− ω−1

1 )

Q− 1







1...Q
∑

k 6=i,ℓ

φ
(k)
ℓ −

1...Q
∑

k 6=ℓ

φ
(ℓ)
k






+
ω1ω2(1− ω−1

1 )2

Q− 1
, (2)

B
(i)
ℓm = −2(1− δℓm)φ

(i)
ℓ φ(i)m

− (1− δℓm)
ω2

(Q− 1)



φ
(i)
ℓ



1− ω−1
1 +

1...Q
∑

k 6=i,m

φ(k)m −
1...Q
∑

k 6=m

φ
(m)
k





+ φ(i)m



1− ω−1
1 +

1...Q
∑

k 6=i,ℓ

φ
(k)
ℓ −

1...Q
∑

k 6=ℓ

φ
(ℓ)
k









+ 2δℓmφ
(i)
ℓ

[

1 +
ω2(1− ω−1

1 )− ω−1
1

2
− φ(i)ℓ

]

+ δℓm
ω2

(Q− 1)

(

1− ω−1
1 − 2φ

(i)
ℓ

)



1− ω−1
1 +

1...Q
∑

k 6=i,ℓ

φ
(k)
ℓ −

∑

k 6=ℓ

φ
(ℓ)
k



 , (3)

where φ̄ = {φ̄(k)}Qk=1 denotes the global state vector of the system, φ̄(m) = {φ(m)
k }

1...Q
k 6=m

represents the local state vector of the m–th clique1 and ω2 = p(Q− 1) is an inter–clique
coupling constant. The FPE is left invariant by two symmetry operations:

intra–clique : φ
(i)
ℓ ←→ φ(i)m , i = 1, . . . , Q, ℓ,m 6= i , (4)

symmetry

inter–clique : {φ(i)k }
1...Q
k 6=i ←→ {φ

(j)
k }

1...Q
k 6=j , i, j = 1, . . . , Q . (5)

symmetry

1the reader should notice that in ref. [1] the vote of Zm is included in v
(m)
m , whereas the latter counts

here dynamical votes only, i.e. we have φ
(m)
m ≡ 1 − ω−1

1 −
∑1...Q

k 6=m φ
(m)
k . It can be shown by an explicit

calculation that eq. (1) is left invariant by such counting shift.
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Figure 1: An example of the network topology considered in ref. [1] with Q = 6.

Although a community–based network such as by us considered is not realistic, the model
is shown to reproduce some qualitative features of the distribution of the excess of votes
observed in real Brazilian elections. From a theoretical standpoint, it provides a well–
defined framework to investigate universality breaking patterns and analytic features of
the FPE of multi–state voter models over heterogeneous networks.

2 Dirichlet distributions

In ref. [1, sect. 5], we simulated the equilibrium probability density P(φ̄) in terms of the
stochastic process associated to eq. (1) and found that it agrees with the Monte–Carlo
simulations of the voter model. In the absence of analytic solutions of the FPE, our
concern here is to establish whether we can provide some semi–analytic representation of
P(φ̄). This would help shed light on specific aspects of the distribution of the excess of
votes, which in the clique language reads

F(x) =

∫

δ(φk − x)P(φ̄)dφ̄ , (6)

with

φk = ω−1
1 +

Q
∑

i=1

φ
(i)
k = 1 +

1...Q
∑

i 6=k

φ
(i)
k −

1...Q
∑

k 6=i

φ
(i)
k (7)

representing the excess of votes assigned to Zk. Notice that the Fokker–Planck operator
of eq. (1) decomposes according to

LFP = L(intra)
FP (ω1) + ω2L(inter)

FP (ω1) , (8)

where the operator L(intra)
FP governs the intra–clique dynamics and the operator L(inter)

FP

describes inter–clique interactions. Eq. (8) could suggest to look for perturbative solutions
of the FPE. Unfortunately, this is not possible. Indeed, P(φ̄) becomes singular as ω2 → 0,
owing to the intra–clique consensus that necessarily occurs when the inter–clique links
are switched off. This makes it impossible to perform perturbative expansions of eq. (1)
around the point ω2 = 0.
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An alternative approach consists in observing that φ̄(m) lives on a cut–off simplex, namely

φ̄(m) ∈ T̄Q(s) , T̄Q(s) ≡
{
x ∈ R

Q−1
+ : |x| ≤ s

}
, (9)

with s = 1− ω−1
1 (candidates are solely responsible for the cut–off) and |x| =

∑

k xk. If
ω2 > 0, the equilibrium probability density is a regular multivariate function of φ̄. In this
case, it makes sense to represent P(φ̄) in terms of multivariate polynomials. A polynomial
basis on the m–th replica of T̄Q(s) is provided by the Dirichlet probability density functions

D(m)

γ(m)(φ̄
(m)) ≡ Γ(|γ(m)|)

∏Q
k=1 Γ(γ

(m)
k )

s1−|γ(m)|

(
Q−1
∏

k=1

[

φ
(m)
k

]/γ
(m)
k

)

(s− |φ̄(m)|)/γ(m)
m , (10)

with /γ
(m)
k ≡ γ(m)

k −1, provided γ(m) ∈ N
Q (notice that the superscript (m) on the l.h.s. of

eq. (10) identifies the diagonal index /γ(m)
m

as the exponent of [s−|φ̄(m)|], which represents
in turn the fraction of votes assigned to Zm by the dynamical agents in the m–th clique).
More precisely, it can be proved that

H̄n ≡ span
{

φ̄α : α ∈ N
Q−1
0 and |α| ≤ n

}

= span
{

D(m)

γ(m) : γ(m) ∈ N
Q and |/γ(m)| = n

}

, m = 1, . . . , Q , (11)

where we make use of the multi–index notation φ̄α ≡
∏

k φ
αk

k . Therefore, if we denote by

Ωn = {γ ∈ N
Q : |/γ| = n} the bucket space, we conclude that the set {D(m)

γ }γ∈Ωn provides
a basis of polynomials on the m–th replica of T̄Q(s) with degree ≤ n. Accordingly, it is
legitimate to look for an approximate solution of eq. (1) of the form

Pn(φ̄) =
∑

γ(1)∈Ωn

. . .
∑

γ(Q)∈Ωn

cγ(1)...γ(Q) D(1)

γ(1)(φ̄
(1)) . . .D(Q)

γ(Q)(φ̄
(Q)) . (12)

The expansion coefficients cγ(1)...γ(Q) should be optimally chosen, so as to let Pn(φ̄) fulfill
the stationary FPE in some weak sense. From eq. (12) and some algebra, it follows

F(x) =

∫

δ(φk − x)Pn(φ̄)dφ̄

=
∑

γ(1)∈Ωn

. . .
∑

γ(Q)∈Ωn

cγ(1)...γ(Q)Fγ(1)...γ(Q)(x) , (13)

with

Fγ(1)...γ(Q)(x) =
1

2π

∫ +∞

−∞
dqe−iqx

Q
∏

m=1

M(γ
(m)
k , |γ(m)|, iq) (14)

and M(a, b, z) = 1F1(a; b; z). We thus see that the expansion coefficients cγ(1)...γ(Q) allow
to establish a link between the probability density of the system and the shape of the vote
distribution.
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3 The Ritz–Galerkin method

An example of this kind of analysis is discussed in ref. [6], where it is shown that the
FPE for the binary and multi–state voter models with zealots on a complete graph can
be approximately solved by means of the Ritz–Galerkin (RG) method, a mathematical
technique which is widely renowned among engineers and has been successfully applied to
a plethora of physical problems. Let us briefly review the method and — to keep things
simple — let us forget for a while the multi–clique structure of the network. We first
introduce a scalar product on T̄Q(s), namely

〈f, g〉κ =

∫

T̄Q(s)
dφ̄ f(φ̄)g(φ̄)Dκ(φ̄) , κ ∈ N

Q , (15)

for H ∋ f, g a sufficiently regular function space on T̄Q(s). If P is a stationary solution of
some FPE, then it also fulfills

〈V,LFP · P〉κ = 0 ∀V ∈ H . (16)

Conversely, a function P ∈ H fulfilling eq. (16) is called a weak solution of the FPE.
The idea underlying the RG method is that instead of enforcing eq. (16) across the whole
space H, we make do with some subspace H̄ ⊂ H with finite dimension, such as H̄n, thus
obtaining an approximate weak solution (or equivalently an RG solution).

The theoretical framework described in sect. 1 is somewhat more complex, since P(φ̄) is
defined on a Cartesian product of cut–off simplices. The idea is therefore to look for a RG
weak solution of eq. (1) by restricting the search of weak solutions to the subspace

H̄ = H̄n × . . .× H̄n
︸ ︷︷ ︸

Q times

. (17)

To this aim, we preliminary need a basis of H̄n and we conventionally look for an orthogonal
one. Orthogonal polynomials on the simplex are described for instance in ref. [7]. Two
possible bases are

(i) the monomial basis

Vα(φ̄) =
∑

β≤α

(−1)|α|+|β|s−|β|
Q−1
∏

i=1

(
αi

βi

)
(κi)αi

(κi)βi

(|κ| − 1)|α|+|β|

(|κ| − 1)2|α|
φ̄β ; (18)

(ii) the Appel basis

Uα(φ̄) = Dκ(φ̄)−1∂|α|α

[

φα1+κ1−1
1 . . . φ

αQ−1+κQ−1−1
Q−1 (s− |φ̄|)|α|+κQ−1

]

. (19)

These can be proved to be orthogonal with respect to eq. (15), i.e. for any polynomial
P on T̄Q(s) with deg{P} < |α|, they fulfill 〈Vα, P 〉κ = 〈Uα, P 〉κ = 0. Moreover, they
are biorthogonal with respect to each other, i.e. 〈Vα, Uβ〉κ = fαδαβ with fα a known
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coefficient. Reasons why we consider both bases are explained in ref. [6, sect. 2]. Since
{Vα}|α|≤n is a basis of H̄n, a RG weak solution Pn of eq. (1) has to fulfill

〈Vα(1) . . . Vα(Q) ,LFP · Pn〉κ = 0 ,

∀α(1), . . . , α(Q) ∈ N
Q−1
0 : |α(k)| ≤ n , k = 1, . . . , Q , (20)

where the scalar product is understood to extend eq. (15) to the Cartesian product of
Q simplices with a measure amounting to the measure product. Inserting eq. (12) into
eq. (20) yields

0 =
∑

γ(1)∈Ωn

. . .
∑

γ(Q)∈Ωn

〈Vα(1) . . . Vα(Q) ,LFP ·
[

D(1)

γ(1) . . .D
(Q)

γ(Q)

]

〉κ cγ(1)...γ(Q)

=
∑

γ(1)∈Ωn

. . .
∑

γ(Q)∈Ωn

ψ{α(1)...α(Q)}{γ(1)...γ(Q)} cγ(1)...γ(Q) , (21)

with

ψ{α(1)...α(Q)}{γ(1)...γ(Q)} ≡ 〈Vα(1) . . . Vα(Q) ,LFP ·
[

D(1)

γ(1) . . .D
(Q)

γ(Q)

]

〉κ . (22)

In this way the stationary FPE turns into a square homogeneous linear system with
coefficient matrix ψ{α(1)...α(Q)}{γ(1)...γ(Q)}. This system has to be properly complemented
with boundary conditions in order to uniquely determine a set of optimal coefficients
cγ(1)...γ(Q) . Unfortunately, it turns out that the size of ψ is exceedingly large, even for
small values of Q and n. Indeed, it holds

|Ωn| =
(
n+Q− 1

n

)

≈ exp {(Q− 1)(Hn − γE)}
Γ(Q)

, Hn =
n∑

k=1

1

k
. (23)

with γE = 0.57721 . . . the Euler–Mascheroni constant. As an example, if n = 10 and
Q = 6, then |Ωn| ≃ 3 × 103 and |Ωn|Q ∼ 1021, which is evidently out of reach from any
practical point of view. We thus see that the RG method is not näıvely applicable to solve
the FPE of voter models defined over community–based networks.

4 Two–clique weak reduction of the FPE

A viable approach to simplifying the problem consists in using the symmetries of the FPE.
Another possibility would be to group clique variables [8], in a way similar to the spin
blocking technique developed by Kadanoff in the context of the Ising model [9]. Here, we
focus on the use of symmetries. Thanks to eqs. (4)–(5), the multi–clique structure of the
FPE can be substantially reduced in a weak sense: it turns out that an effective two–
clique Fokker–Planck operator governs the dynamics of the system, provided we restrict
the search of solutions to a symmetric polynomial subspace. This should not be entirely
surprising if we consider that the model has a well defined thermodynamic limit, given by

Q→∞ , (ω1, ω2) = const. (24)
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In this limit the distribution of the excess of votes converges, as proved in ref. [1], whereas
the FPE becomes a partial differential equation in a formally infinite number of variables.
In other words, as Q → ∞ physics becomes insensitive to the actual number of cliques,
while it keeps hanging on the essential features of the dynamics. These are that a micro-
scopic interaction always involves only two agents, who either belong to the same clique
or to a pair of them, regardless of which one (cliques are indeed all equivalent). The
mathematical description of the model should reflect this property.

To show how the two–clique weak reduction works, we first notice that eqs. (4)–(5) entail
the coefficient symmetries

intra–clique : cγ(1)...{σ(intra)·γ(k)}...γ(Q) = cγ(1)...γ(k)...γ(Q) , k = 1, . . . , Q , (25)
c− symmetry

inter–clique : cσ(inter)·{γ(1)...γ(Q)} = cγ(1)...γ(Q) , (26)
c− symmetry

where σ(intra) ∈ SQ−1 is any permutation of a set of intra–clique indices and
σ(inter) ∈ SQ is any permutation of the clique indices. Then, we observe that the Fokker–
Planck operator additively splits into Q contributions, namely

LFP =

Q
∑

i=1

L(i)FP , L(i)FP · P =

1...Q
∑

ℓ6=i

∂
(i)
ℓ [A

(i)
ℓ P] +

1

2

1...Q
∑

ℓ,m 6=i

∂
(i)
ℓ ∂(i)m [B

(i)
ℓmP] . (27)

By using eqs. (25)–(26) and the Dirichlet differentiation rules listed in [6], it is not difficult

to show that 〈Ṽα(1)...α(Q) ,L(i)FP · Pn(φ̄)〉 = 〈Ṽα(1)...α(Q) ,L(k)FP · Pn(φ̄)〉 for i 6= k (provided the
weight function of the scalar product has both intra– and inter–clique symmetries), with

Ṽα(1)...α(Q)(φ̄) =
∑

(β(1),...,β(Q))∈{σ(inter)·(α(1), ...,α(Q))}

Vβ(1)(φ̄(1)) . . . Vβ(Q)(φ̄(Q)) (28)

denoting the symmetrization of the polynomial Vα(1) . . . Vα(Q) . Accordingly, it follows

〈Ṽα(1)...α(Q) ,LFP · Pn(φ̄)〉 = Q 〈Ṽα(1)...α(Q) ,L(1)FP · Pn(φ̄)〉 , (29)

Notice that eq. (29) cannot be promoted to an operatorial identity, i.e. we are not entitled

to write LFP = QL(1)FP . This identity holds only in a weak sense, i.e. within a totally

symmetric scalar product. The operator L(1)FP still depends on the global state vector φ̄,
yet the coefficient symmetries allow (in a weak sense) to turn all its contributions into
terms involving only φ̄(1) and φ̄(2). We prove this explicitly for the drift terms, i.e.

L(drift)FP · P(φ̄) =−Q(Q− 1)[1 + ω1ω2(1− ω−1
1 )]P(φ̄) + [1 + ω1ω2(1− ω−1

1 )]

Q
∑

i=1

1...Q
∑

ℓ6=i

φ
(i)
ℓ ∂

(i)
ℓ P(φ̄)

− ω1ω2(1− ω−1
1 )

Q− 1

Q
∑

i=1

1...Q
∑

ℓ6=i

1...Q
∑

k 6=i,ℓ

φ
(k)
ℓ ∂

(i)
ℓ P(φ̄) +

ω1ω2(1− ω−1
1 )

Q− 1

Q
∑

i=1

1...Q
∑

ℓ6=i

1...Q
∑

k 6=ℓ

φ
(ℓ)
k ∂

(i)
ℓ P(φ̄)

−Qω1ω2(1− ω−1
1 )2

Q− 1
P(φ̄) . (30)
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If we insert eq. (12) into eq. (30) and let derivatives and monomials act on the respec-
tive Dirichlet density functions, we obtain linear combinations of new Dirichlet density
functions. For instance, we have

φ
(k)
ℓ D

(k)

γ(k)(φ̄) = s
γ
(k)
ℓ

|γ(k)|D
(k)

γ
(k)

ℓ+

(φ̄) , (31)

∂
(k)
ℓ D(k)

γ (φ̄) = s−1(|γ(k)| − 1)[θ
γ
(k)
ℓ

,2
D(k)

γ
(k)

ℓ−

(φ̄)− θ
γ
(k)
k

,2
D(k)

γ
(k)

k−

(φ̄)] , (32)

φ
(k)
ℓ ∂

(k)
ℓ D

(k)

γ(k)(φ̄) = θ
γ
(k)
ℓ

,2
(γ

(k)
ℓ − 1)Dγ(k)(φ̄)− θ

γ
(k)
i ,2

γℓDγ
(k)

ℓ+k−

(φ̄) , (33)

where γ
(k)
ℓ±
≡ {γ(k)1 , . . . , γ

(k)
ℓ−1, γ

(k)
ℓ ± 1, γ

(k)
ℓ+1, . . . , γ

(k)
Q } denotes a shifted index array. Index

shifts operate sequentially and make a commutative group. Having inserted eqs. (31)–(33)
into eq. (30) and projected the latter onto Ṽα(1)...α(Q) , we can relabel the indices of the

Dirichlet sums and use the c–symmetries to let the various terms of L(drift)FP act in a weak
sense on the first two–cliques only. We can finally apply the same reduction mechanism to
the diffusion terms. The aftermath is that LFP collapses in a weak sense into an effective
two–clique operator LFP depending only upon φ̄(1), ∂(1), φ̄(2), ∂(2) and fulfilling

0 = 〈Ṽα(1)...α(Q) ,LFP · Pn(φ̄)〉 . (34)

By inserting eq. (12) into eq. (34), we obtain

0 =
∑

γ(1)∈Ωn

. . .
∑

γ(Q)∈Ωn

cγ(1)...γ(Q)

〈

Ṽα(1)...α(Q) ,
{

LFP ·
[

D(1)

γ(1)(φ̄
(1))D(2)

γ(2)(φ̄
(2))
]}

D(3)

γ(3)(φ̄
(3)) . . .D(Q)

γ(Q)(φ̄
(Q))

〉

. (35)

Eq. (35) is manifestly invariant under inter–clique permutations. The size of the RG linear
system is much lower than |Ωn|Q. We are currently developing a feasible adaptation of
the RG method based on eq. (35).

5 Orthogonal vs. non–orthogonal projections

The computational building block of the RG method is represented by the single–clique
scalar product χαγ = 〈Vα,Dγ〉κ. This amounts to

χαγ = s1−Q Γ(|γ|)Γ(|κ|)
Γ(|κ|+ 2|α| − 1)

[
Q−1
∏

m=1

Γ(κm + αm)

Γ(κm)

]

Γ(κQ + γQ − 1)

Γ(κQ)Γ(γQ)

·
∑

β≤α

Γ(|κ|+ |α|+ |β| − 1)

Γ(|κ|+ |γ|+ |β| −Q)

Q−1
∏

m=1

(−1)βm

(
αm

βm

)(
κm + γm + βm − 2

γm − 1

)

, (36)

for |α| ≤ |/γ|. Since a Γ–function with integer argument is a factorial (it can be computed
with multiple–precision arithmetic via standard numerical software libraries), the above
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Figure 2: (left) matrix plot of χαγ for Q = 4, n = 14 and κ = {2, 2, 2, 2}; (right) matrix plot of ζαγ for
the same choice of parameters. In both plots, irlx(α) denotes reverse lexicographic ordering of the index
array α.

representation is a closed–form expression, i.e. it can be exactly evaluated in a finite
number of algebraic operations. Nonetheless, it is computationally expensive, due to the
non–factorizable multi–sum

∑

β≤α

≡
α1∑

β1=0

. . .

αQ−1∑

βQ−1=0

, (37)

which blows up exponentially as Q increases. In addition, χαγ spans a huge range of
numerical values: an example is given in Fig. 2 (left), where the complete matrix χ
corresponding to Q = 4, n = 14 and κ = {2, 2, 2, 2} is shown (for this choice of parameters
it holds |Ωn| = 680). We see that χαγ ranges over 48 orders of magnitude, meaning
that a numerical precision of at least 48 digits is required in order to correctly represent
the matrix ψ (for that specific choice of parameters), without taking into account the
additional numerical cancellations related to the algebraic structure of LFP.

Is there any alternative? The answer is affirmative: the choice of the projection basis is
totally arbitrary. Moreover, different polynomial bases on T̄Q(s) overlap differently with
the Dirichlet probability density functions. It is common lore that orthogonal bases are
the cheapest choice in terms of required numerical precision (see for instance ref. [10] for a
recent one–dimensional theoretical argument), which is why we also considered monomial
and Appel bases in ref. [6] and the previous sections. Nevertheless, we should observe that
the use of Dirichlet distributions to represent P(φ̄), which has been fully motivated in
ref. [6], automatically spoils the worthiness of projecting the FPE onto orthogonal bases,
since ψ is anyway a dense matrix, irrespective of the chosen projection basis.

Accordingly, it makes sense to consider also non–orthogonal bases, the easiest of which is
in fact the Dirichlet one. It turns out that the scalar product ζαγ = 〈Dα,Dγ〉κ, given by

ζαγ = s2(1−Q) Γ(|α|)Γ(|γ|)Γ(|κ|)
Γ(|α+ γ + κ| − 2Q)

Q
∏

m=1

Γ(αm + γm + κm − 2)

Γ(αm)Γ(γm)Γ(κm)
, (38)

is also represented as a closed–form expression, but fortunately its evaluation does not
require the computation of any internal multi–sum (as such, it is much faster!). Moreover,
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the complete matrix ζ corresponding to Q = 4, n = 14 and κ = {2, 2, 2, 2} is shown in
Fig. 2 (right) to allow for a comparison with χ. We observe that ζαγ spans 16 orders of
magnitude, which is a much more compact range than seen in Fig. 2 (left). This is clearly
due to the fact that {Vα}|α|≤n is made of non–positive polynomials, all with extended
support on T̄Q(s), whereas {Dα}α∈Ωn is a basis of positive polynomials having localized
support in some sub–domain of T̄Q(s). The choice of the Dirichlet density functions as
a polynomial projection basis could be computationally advantageous despite their non–
orthogonality.

6 Summary & conclusions

This contribution is part of a project addressing the problem of understanding whether and
to what extent voter models defined over heterogeneous networks are suitable to describe
results of real political elections.

We know that the empirical distribution of the intra–party excess of votes in proportional
elections with open lists is universal and correctly reproduced by a word–of–mouth model
(WoMM) [2]. However, if the election rules are (even slightly) modified, universality
gets broken [3]. An interesting case is represented by Brazil, whose election rules differ
from a standard proportional system with open lists by just one feature, namely the
compulsoriness of voting. This seems to be responsible for a distortion of the left tail of
the distribution of the excess of votes with respect to the universal curve. Unfortunately,
Brazilian elections cannot be described by the WoMM.

By contrast, compulsory voting is well represented by voter models, since here agents
express political preferences at each time of the stochastic dynamics. What we tried to do
in ref. [1] was to look at the excess of votes in the context of the multi–state voter model,
over a network which mostly resembles that of ref. [2] (stochastic trees of the WoMM
are replaced by cliques). Numerical simulations allowed us to confirm that the left tail
of the distribution of the excess of votes reproduces at least qualitatively that observed
in Brazilian elections. In search for an analytic description of this result, we studied the
model in terms of an ad hoc mean field theory, specifically tuned to take into account the
network topology. In this framework, we derived eq. (1) (see [1, sect. 4]).

We then observed that the distribution of the excess of votes can be analytically repre-
sented as a linear superposition of Fourier transforms of products of Kummer functions,
provided the probability density of the system is represented as a linear superposition of
products of Dirichlet distributions (see [1, app. A]). This brought us to the RG method as
a mean to determine the weights of such a linear superposition directly from the FPE. In
ref. [6], we explained how to apply the method to birth–death systems and we concretely
tested the procedure on the binary and multi–state voter models over a complete graph.

We are presently at the stage of applying the RG method to eq. (1). Owing to the multi–
clique topology of the network, the kinematic domain of the model is a Cartesian product
of simplices. As a consequence, the number of Dirichlet contributions is exceedingly large,
even for modest choices of the number of cliques and polynomial degrees. Nevertheless,
the multi–clique structure of the Fokker–Planck operator can be substantially reduced in a
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weak sense by using the symmetries of the system. We are currently developing a feasible
adaptation of the Ritz–Galerkin method to eq. (1), based on such a reduction [8]. In fact,
a two–clique weak reduction of the Fokker–Planck operator is ultimately made possible
by the interaction rule of the voter model, which always involves only two agents, either
belonging to the same clique or to a pair of them, in a community–based network such as
by us considered. Models involving more than two agents, such as the q–voter model [11],
would not allow for such a feature.
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❆❜str❛❝t✳ An adequate management of radioactive waste produced by a nuclear reactor
at the end of the fuel cycle is a critical issue. Into advanced fuel cycles Minor Actinides
(MA) contained in high level waste are the most responsible for the radiotoxicity and the
heat generated by radioactive waste in the long term. This is why one of the goals of
generation IV fast reactors is the transmutation of minor actinides through an adiabatic
cycle fuel. In this paper the Monte Carlo transport code MCNP is used for a 3D neu-
tron kinetic calculation coupled with the deterministic burn-up code ORIGEN, in order
to study the impact of different MA burning strategies into CP-ESFR (Collaborative
Project on a European Sodium Fast Reactor). The purpose of the study is a compar-
ative evaluation of the efficiency of homogeneous and heterogeneous core configurations
for MAs transmutation suggesting the best strategy to achieve their minimization into
the fuel cycle.

1 Introduction

A typical 1000 MWe LWR (Light Water Reactor) produces every year about 30 t of spent
fuel containing uranium, plutonium, fission products (FP) and minor actinides (MA) [1].
Into advanced fuel cycles uranium and plutonium are recovered and used to fabricate
mixed-oxide fuels (MOX) while MA and FP are planned to be stored in geological repos-
itories. In this case MA are the major contributors to radiotoxicity and heat generation
especially after 100 years [2]. As of the year 2006, it is estimated that about 110 tonnes
of minor actinides are being contained in spent fuel storage worldwide, and an additional
40 tonnes are contained in high level waste products from reprocessing. Without options,
such an amount will double by the year 2020 [1].

A possible solution to the problem of MA is represented by transmutation. This strategy
would allow the minimization of already accumulated nuclear wastes coming from LWR
open fuel cycles and may have a positive impact on final repository requirements [3, 4].

∗Corresponding author. E-mail: gio.baiocco@gmail.com.
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This work has been performed in the frame of the European PELGRIMM (PELlets ver-
sus GRanulates: Irradiation, Manufacturing & Modelling) project. The objective of the
project is to develop new MA bearing fuels for IV generation sodium cooled fast reac-
tors [5]. In this paper different transmutation strategies are explored by studying the
fuel burn-up into CP-ESFR core [6]. The core design and the MA loading patterns are
analyzed in Section 2.

From the computational point of view the simulation was performed using three different
computer codes:

• MCNP5 was used for core simulation and transport calculations [7, 8, 9]

• ORIGEN2.2 was used for burn-up calculations [10]

• MONTEBURNS2.0: was used to link the previous two [11]

In Section 3 the core modeling and calculation strategy are described and the results
discussed in Section 4. Finally, Section 5 summarizes the main conclusions.

2 CP-ESFR Core Description

2.1 Reference core configuration

The reference configuration for the analysis is the so called CONF2 core [6]. CP-ESFR is
a 3600 MWth Sodium Cooled Fast Reactor: the core consists of hexagonal fuel assemblies
contained in wrapper tubes made of ferritic martensitic steel (EM10). The assemblies
contain a triangular arrangement of 271 fuel pins with helical wire wrap spacers. The fuel
pin consists of MOX pellets in ODS steel cladding. There are 225 inner fuel assemblies and
228 outer fuel assemblies. The inner and outer fuel regions have different Pu mass content
(respectively 14.43% and 16.78%) in order to flatten the core power shape at end of cycle.
There are two types of control and safety devices: 24 CSD (Control and Shutdown Device)
for reactivity control and shutdown and 9 DSD (Diverse Shutdown Device) for shutdown
only. CSD are made of rods containing natural B4C, while in DSD there is B4C with 90%
enriched 10B.

Outside the core, the reflectors consist in three rings of assemblies. The axial layout of the
CONF2 configuration presents, just above the active core, a large sodium plenum. Further
above in the axial direction there is a layer of neutron absorbent material (boron carbide)
and another layer of steel reflector. In the lower part, just below the active core, there is
a fertile region in order to provide neutron absorptions. Cross section and vertical views
of the reactor core are shown in Fig. 1 and 2 respectively. More detailed specifications can
be found in [12, 13, 14, 15].

2.2 Minor Actinides loading patterns

Two recycling models are explored in this paper:
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Figure 1: Cross section view of the CP-ESFR core, MCNP Visual Editor view

Figure 2: Vertical view of the CP-ESFR core, MCNP Visual Editor view

• The heterogeneous configuration HET2 consists of the same layout of CONF2, with
the same isotopic composition in inner fuel, outer fuel and lower fertile blanket, but
with an additional ring of 84 radial blanket assemblies, containing 20% by weight of
MA [15];

• The homogeneous configuration HOM4 is based on the CONF2 core with 4% by
weight of MA homogeneously included within the core [15].

3 Modelling and Calculation

Three dimensional MCNP models were developed for CONF2, HET2 and HOM4 configu-
rations. The core was divided in four radial rings. Four assemblies, highlighted in Fig. 3,
one for each zone, were chosen, considering that the neutron flux depends essentially only
on the distance from the center of the core. The middle pin of each element is representa-
tive of the entire ring. These pins have been divided into ten cells each, in order to take
into account the axial variation of the neutron flux. The neutron spectrum was calculated
for each of these 40 cells and then burn-up calculations were performed coupling MCNP
with ORIGEN through Monteburns.
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Figure 3: Core subdivision

Into this approach a cycle length of 2050 days was considered. This cycle was divided into
four periods of 512.5 days. No reloading scheme was applied: the core evolves from the
fresh fuel situation to fully depleted situation;

100 active cycles and 3 million histories/cycle were used in order to obtain accurate results.
Parallel computations have been performed using CRESCO 4 infrastructure.

4 Results

4.1 Pu mass balance

Fig. 4 (left) shows the mass balance of 239Pu from Beginning of Life (BOL) to End of
Life (EOL). It can be observed that all cases under study are breeders, leading to a net
accumulation of 239Pu.

The total 239Pu breeding is more important in HET2 due to the 84 extra radial ring loaded
in the core periphery.

4.2 MA mass balance

The MA behaviour is depicted in Fig. 4 (right). In the CONF2 there is a global accumu-
lation of MA. In HET2, after a small increase, there is a substantial balance between MA
produced and destroyed. Finally, in HOM4, a net consumption of MA is observed.

It is important to emphasize that, both in HET2 that HOM4, there is a net consumption
of 237Np and 241Am.
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Figure 4: (left) Plutonium mass balance; (right) Minor Actinides mass balance

Figure 5: 237Np and 241Am mass balance

This is very promising, both for the reduction of radiotoxic inventory in the long term
(due to the long half-life of 237Np), and the less decay heat generated from wastes (due to
the strong alpha emission of 241Am, mainly). It is observed that the major transmutation
of MA in HOM4 is due to the neutron flux. The MA assemblies in HET2 are arranged
far from the center of the core and therefore they are subjected to a lower neutron flux.

5 Conclusions

This work, based on parallel calculations performed using CRESCO 4 infrastructure,
shows that both the homogeneous and heterogeneous transmutation strategies are pos-
sible. These configurations lead to two significantly different results:

• In the heterogeneous load of MA, despite a slight accumulation of MA, a net con-
sumption of 237Np and 241Am can be obtained; In the homogeneous load of MA,
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the CP-ESFR behaves as a burner reactor. This would allow a significant reduction
of the MA already present in the world.

• It must be emphasized, however, that having MA within the reactor core leads to a
reduction of reactivity and delayed neutron fraction. Additional studies are essential
to assess the actual feasibility of these strategies, in terms of reactor control and
safety issues.
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❆❜str❛❝t✳ The EGSnrc Monte Carlo code has been used for calculating the response in
terms of absorbed dose to water for a novel diamond detector for radiotherapy dosimetry
developed at Rome Tor Vergata University and commercialized by PTW-Freiburg. The
detector was modelled using the egs++ geometry package and its irradiation in water
with electron and photon beams was simulated. The detector response, calculated as
ratio of absorbed dose in the detector sensitive volume to absorbed dose to water, has
been calculated for clinical electron and photon beams in the energy range from 6 MeV
to 18 MeV and from 6 MV to 15 MV, respectively. Simulations were also performed for
a Co-60 gamma ray beam. Results show that changes in microDiamond response are
within 2% in the whole energy range here considered.

1 Introduction

Recently a new diamond detector for radiotherapy dosimetry, the PTW-60019 microDia-
mond, has been commercialized by PTW-Freiburg, Germany (http://www.ptw.de/2732.html).
Such detector is based on the synthetic single crystal diamond detector (SCDD) developed
at the Industrial Engineering Department of Rome Tor Vergata University [1] and charac-
terized in cooperation with the Italian National Institute for Ionizing Radiation Metrology
(ENEA-FSN-INMRI) in order to assess its dosimetric performance [2, 3, 4, 5]. The major
feature of microDiamond is the very small sensitive volume (0.004mm3) that makes this
dosimeter especially suitable for dosimetry in advanced radiotherapy. Since the quantity
of interest in radiotherapy is the absorbed dose to water (Dw), properties of detector ma-
terial should be similar to that of water in terms of radiation interaction. According to the
atomic number (Z=6) diamond can be considered a water-equivalent material, however
its high density (about 3.5g/cm3) as well as the properties of other materials utilized for

∗Corresponding author. E-mail: maria.pimpinella@enea.it.
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the SCDD encapsulation could affect the dosimeter response. Therefore, in order to fulfil
the accuracy requirement of dosimetry in radiotherapy [6], the microDiamond response in
terms of Dw should be determined and its energy dependence evaluated.

In the present work Monte Carlo (MC) simulation of electron and photon transport in
matter has been applied for the above purpose. MicroDiamond was modelled according to
the manufacturers design and its response under irradiation was calculated as a function
of electron and photon beam energy in the megavoltage range.

2 Calculation details

Simulations have been run on ENEA CRESCO HPC facility using the EGSnrc MC code
system [7] freely available for research and other no-commercial purposes at http://www.nrc-
cnrc.gc.ca/eng/solutions/advisory/egsnrc/download egsnrc.html . This software works on
different platforms including Linux, Unix and Windows. It requires Fortran, C and C++
compilers and GNU make utility. The source code version V4 2.4.0 has been compiled
and installed on CRESCO4 and embarrassing parallelism has been implemented.

EGSnrc allows to simulate electron and photon transport through matter in the energy
range from 1keV to 10GeV. The software package includes a C++ geometry library for
modelling experimental set-ups and radiation sources. Fig. 1 shows the computational
geometry used in this work. It mimics a typical measurement set-up for external beam
radiotherapy dosimetry [6]. The detector is placed in a water tank with its sensitive region
at the depth of measurement and the radiation beam impinges on the water surface. The
detector position is varied along the x, y and z direction to obtain transverse relative dose
profiles and depth dose curves. Fig. 1 also shows details of the detector model. All the
materials surrounding the sensitive volume (within 3cm distance) have been included into
the model. This implies simulation of the radiation transport through layers of materials
having thickness of the order of 10−7m. The quantity scored in the MC simulations is the
energy released by radiation in a region coincident with the detector sensitive volume. It is
worth noting that while the scoring region has a volume of about 0.004 mm3 the radiation
has to be transported through a cube of water with side 30cm thus leading to time-
consuming calculations. Moreover, to correctly simulate the electron transport in regions
with sizes of order of 10−6 10−7m, the energy cut-offs were set to 1keV further increasing
the calculation time. Nevertheless, application of variance reduction techniques, as photon
cross-section enhancement and correlated sampling [8, 9], together with use of parallel jobs
allowed to reach the required statistical uncertainty (less than 0.3%) in reasonable time
(less than 10h for each simulation).

3 Method

The SCDD has a multi-layered structure consisting in highly-conductive p-type diamond
and intrinsic diamond layers ( 20µm and 1µm thick) grown on a commercial HPHT Ib
single crystal diamond substrate 300µm thick [1]. Thin metallic contacts are thermally
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Figure 1: (left) Model bathymetry and computation domain. (right) Map showing location of data
sources used for validating the model : CTD data (red dots), Acqua Alta CNR Platform (yellow dot),
Vida buoy (green dot). Purple dots show the location of river inputs.

evaporated on the intrinsic diamond surface and on the p-type diamond. Due to the
built-in potential at the metal/intrinsic-diamond interface an electric field is formed in the
region under the metallic contact between the intrinsic and the p-type diamond layers.
Thus positive and negative charge carriers generated by incident radiation in that region
can be collected producing a current signal. Assuming absence of charge recombination,
the collected charge is proportional to the energy deposited by the incident radiation
and therefore to the absorbed dose to diamond (Dd). Starting from the cavity theory
and following the formalism introduced for ionization chamber dosimetry [10] the relation
between Dw in absence of the dosimeter and Dd is given by

Dw = Dd(s/ρ)wd p , (1)

where (s/ρ)wd is the water to diamond stopping-power ratio averaged over the radiation
spectral distribution at the measurement point and p is a correction factor accounting for
the dosimeter non-water equivalence. Thus the dosimeter response, R, can be expressed
as

R =
Dd

Dw
= (s/ρ)wd p

−1 , (2)

with p = 1 for an ideal detector. Dd, Dw and (s/ρ)dw have been determined for the
microDiamond by MC simulations for 6 MeV to 18 MeV electron beams, 6 MV to 15
MV photon beams and Co-60 gamma ray beam using the set-up relevant to reference
dosimetry [6].

4 Results and discussion

MC results have been found quite sensitive to the detector constructional details and to
the choice of MC calculation parameters. Results obtained after optimizing the calculation
parameters and using a detailed detector model are shown in Fig. 2.
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Figure 2: Calculated microdiamond response, R, in photon beams, including Co-60 gamma ray beam,
and electron beams. The ratio of diamond to water stopping-power ratios are also shown. Uncertainty
bars represent the type A uncertainty.

The differences between R and values shown in Fig. 2 indicate that corrections accounting
for the dosimeter non-water equivalence are up to about 2%. In comparison with previous
results obtained for an SCDD prototype [2, 3] perturbation effects have been found slightly
different with a tendency of microDiamond to over respond in high energy photon beams
compared to Co-60 beam. Differences are ascribed to the different non-water equivalent
materials used for the marketed dosimeter. A variation of about 2% in the detector re-
sponse does not significantly affect depth dose and transverse dose profile measurements,
therefore no correction factors are required for relative dosimetry by microDiamond. On
the contrary, beam quality correction factors have to be applied for reference Dw mea-
surements based on a Co-60 calibration to fulfil the requirement of 2.5% uncertainty on
the delivered dose in radiotherapy treatments.

5 Conclusions

MC simulations with EGSnrc have been performed in order to calculate the microDiamond
response in terms of Dw in megavoltage electron and photon beams, including Co-60
gamma ray beam. Results show differences in the detector response from Co-60 to high
energy beams within 2% and indicate that perturbation effects for microDiamond are
small but not negligible. Simulations are on-going with aim to analyse the perturbation
effects in terms of dosimeter components as well as to evaluate the field size dependence
of the microDiamond response in photon beams.
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❆❜str❛❝t✳ Maximally synchronizable networks, i.e. networks of dynamical systems whose
synchronized dynamics have the highest possible stability throughout a range of coupling
strengths, present an interesting limiting case for the understanding of synchronization in
ensembles of oscillators and extended systems. We propose an experimental implemen-
tation of maximally synchronizable networks, and consider theoretically and numerically
the influence of “topological noise” (i.e. uncertainties in the connection weights) on the
stability of synchronization. The experimental implementation is based on nonlinear os-
cillating circuits, while the numerical work greatly benefited from the use of the Cresco
facility in Portici. This report summarizes recent work that has been submitted for pub-
lication [1].

1 Introduction

Synchronization is a paradigmatic example of collective behavior in the physical and bi-
ological sciences [2, 3]. Among the recent developments in the study of synchronous

∗Corresponding author. E-mail: rcd.gutierrez@gmail.com.

154



dynamics, the master stability function (MSF) approach [4, 5] is a cornerstone of network
synchronization research, as it provides a framework for the study of the stability of syn-
chronization in which topology and dynamics are in a sense uncoupled. In this framework,
the stability of the synchronized dynamics or synchronizability is established by computing
the maximum Lyapunov exponent of a modified kernel that depends on a parameter ν,
which is proportional to the coupling strength in the network σ, ν = λσ. This Lyapunov
exponent can be seen as giving the exponential divergence/convergence of perturbations
orthogonal to the synchronization manifold, and when parameterized in terms of ν gives
the MSF curve, which we denote as Λ(ν). The proportionality constant λ represents one
of the nonzero eigenvalues of the graph Laplacian matrix. The graph Laplacian matri-
ces of the networks considered in this work have a real and non-negative spectrum, with
eigenvalues 0 = λ1 < λ2 ≤ λ3 ≤ · · · ≤ λN , where N is the number of nodes (dynamical
units). Moreover, as the networks are connected, only one eigenvalue is zero, and thus
the ν corresponding to the different oscillation eigenmodes will be positive, σλi > 0 for
i ≥ 2. At those values of ν for which the MSF is negative, perturbations transversal to
the synchronization manifold damp out exponentially fast, and therefore it is of special
interest to study the boundaries of the region/s for which Λ(ν) is negative. If, for a given
σ and topology, Λ(ν) is negative for all σλi (i = 2, . . . , N), the synchronization manifold
is stable and the network is said to be synchronizable.

A topology with a smaller eigenratio R ≡ λN/λ2 is easier to synchronize as the different
eigenmodes that have to be accommodated within the synchronization region are packed
together more closely. Accordingly, the optimal case is that for which λ2 = λ3 = · · · =
λN , in which all the σλi for i = 2, 3, . . . , N become equal, and the eigenratio R reaches
its minimum, R = 1, thus maximizing synchronizability. Networks with this particular
structure are known as maximally synchronizable networks (MSN) [6].

In the following sections we summarize our experimental study of MSNs, as well as a
theoretical proposal for the study of topological noise, which is then validated experimen-
tally. The numerical solution of ordinary differential equations by means of Runge-Kutta
numerical integrators and the computation of Lyapunov exponents in connection to MSFs
were performed using codes written by the authors. The compilers and computational
resources at the ENEA Cresco facility in Portici made this computationally demanding
analysis possible.

2 Maximally synchronizable networks: experimental imple-
mentation

Any undirected (connected) network can be converted into a MSN by the procedure illus-
trated in Fig. 1 [6]. The resulting topology is that of a directed network with a weighted
adjacency matrix such that Wij = 1/kini if there is a link (j → i) or zero otherwise. The
elements of the Laplacian matrix are

Lij =







1 if i = j > 1
−1/kini if j < i and i and j are connected
0 otherwise

(1)
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Figure 1: Construction of MSN. (a) Starting from a weighted undirected network, (b)
the first step is the numbering process, which consists in selecting an initial node and
sequentially numbering its first neighbours. The process is repeated for successive layers
of neighbors until the whole network has been numbered. (c) Next, directions are given to
the links with arrows pointing from the node with the lower number to the node with the
higher number. (d) Finally, the weights of the links pointing to node i are set to 1/kini .

This procedure can be applied to arbitrary large networks of electronic circuits by adapting
the methodology first developed in Ref. [7]. In simple terms, a large unidirectional network
of nonlinear circuits is obtained by the sequential recording of the time series of successive
layers of neighbors and the weighted reinjection of the data from previous layers using just
one electronic circuit.

Figure 2: Electronic implementation of a network of Rössler oscillators. The
state variables are recoded by means of an analog-to-digital card (ADC) and stored in a
computer. The same circuit is used to simulate all nodes of the network, whose coupling
matrix is sent from the computer to the circuit through a digital-to-analog card (DAC).
A digital line (DO), controls the coupling strength and the gain product of perturbations
by means of digital potentiometers.
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Figure 3: Synchronization error and MSF of the system. (a) Synchronization error
〈e〉 of experimental MSN for 6 different realizations (black dots) and the average across
realizations (red continuous line). (b) Numerically obtained MSF. Dashed lines indicate
the values of ν1 = 0.137 and ν2 = 2.337.

Our experimental system is a network of piecewise linear Rössler-like electronic circuits
[8, 9, 10]. The full set-up is illustrated in Fig. 2. Regarding the network topology, we have
considered both scale-free and random networks of different sizes. We report the results
obtained with scale-free networks of N = 200 (the largest size considered), as this is the
most relevant case from an experimental viewpoint.

We capture the dynamics of the x(t) variable of each circuit and compute the overall
synchronization error in the network as 〈e〉 =

∑

i,j Dxixj
/N2, where Dxixj

= 〈|xi(t) −
xj(t)|〉 and the angular brackets stand for time averaging. The synchronization error 〈e〉
as a function of the coupling strength σ is shown in Fig. 3 (a), where points corresponding
to six different dynamical realizations of the same MSN are shown, and the continuous
line is the average. We can see that the system is synchronized from, roughly, σ = 0.40 to
σ = 2.40. The fact that the system becomes unsynchronizable for low and high values of σ
indicates that the Rössler system coupled through the x variable is a class III system (i.e.
a system with a bounded synchronizability region). This fact is confirmed when the MSF
is calculated numerically, as shown in Fig. 3 (b). Since the MSN has λ2 = · · · = λN = 1,
one can identify ν with σ here. We see that while the second zero ν2 = 2.337 is close to the
upper boundary of the synchronization region in the experimental results of Fig. 3 (a),
the first zero ν1 = 0.137 is significantly smaller than the lower boundary in relative terms,
a fact that is related to the accumulation of experimental error across network layers (see
Ref. [1] for a detailed explanation).

3 Topologically perturbed maximally synchronizable net-
works

In experiments and applications, not only is the intrinsic dynamical noise of the system
present, but also deviations from the optimal topology can be expected (i.e., link weights
could be affected by perturbations). In this section we propose some theoretical estimates
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about effect of topological noise on synchronizability, and validate these predictions nu-
merically and experimentally. Moreover, as frequently a very detailed knowledge of the
topology may not be readily available, we favor an approach to the study of this issue
based on a very limited knowledge of the system topology.

Let us assume the link weights in the MSN are uniformly perturbed with additive noise.
The perturbation that affects the link between the (connected) nodes i and j is denoted
ǫ(i,j). The Laplacian matrix of a generic perturbed MSN has one zero and 1 + ǫi for
i = 2, 3, . . . , N along its main diagonal, where ǫi ≡

∑

j<i ǫ(i,j) considering ǫ(i,j) = 0 for
unconnected i and j, and ǫ2 = ǫ2,1. Thus, the Laplacian spectrum is given by diag(L′) =
{0, 1 + ǫ2, 1 + ǫ3, . . . , 1 + ǫN}. For a given perturbed topology (i.e., for a given realization
of ǫ(i,j) for all i and j), we define ǫmax = max{ǫ2, ǫ3, · · · , ǫN}, and ǫmin analogously. The
perturbed graph eigenvalues that affect the synchronizability properties of the system are
therefore λpert2 = 1 + ǫmin and λpertN = 1 + ǫmax.

In order to make some concrete predictions, one has to assume a particular distribution
for the noise terms. Let us make the reasonable assumption that ǫ(i,j) for all i and j are
independent Gaussian random variables of zero mean and standard deviation Σ, which
we denote G(0,Σ). Here, Σ plays the role of the topological noise strength. From the
well-known properties of the sums of Gaussian random variables, ǫi are therefore random
variables distributed according to G(0,

√
kiΣ). We assume the only knowledge on the

topology we have access to is a suitably defined typical degree ktyp of the network. In
regular random graphs such as Erdös-Rényi graphs, it makes sense to consider the mean
degree, ktyp ∼ 〈k〉; however, in scale-free networks where 〈k〉 may be so much affected
by the very large connectivity of some of the hubs, the median of the degree distribution
may be a better choice ktyp ∼ k̃. This very rudimentary knowledge is useful in giving
estimates to the effect of noise, if one has also some information about the noise strength.
A typical node is perturbed by a noise ǭ distributed according to G(0,

√
ktypΣ), and

we define the probability to obtain a value of ǭ that is larger than ∆ > 0 as p∆ ≡
(1/
√

2πktypΣ)
∫∞
∆ dx exp

(
−x2/2ktypΣ2

)
. Obviously, the probability that ǭ is smaller than

−∆ is also p∆. As the noise affecting different nodes is stochastically independent, if
p∆ ≥ 1/(N − 1) holds, we may expect to have on average at least one node with noise
intensity equal or greater than ∆ in absolute value.

The procedure we propose consists in inverting the previous chain of reasoning. For a
network of size N and typical degree ktyp, one first obtains the value ∆ > 0 such that
the inequality above is exactly satisfied as an equality, pδ = 1/(N − 1). We denote this
value as δ, while pδ denotes the probability that a random variable distributed according
to G(0,

√
ktypǫ) takes on values larger than δ. We expect that there will be on average one

node in the network that is affected by a noise term greater than δ and also another one
that is affected by a noise term smaller than −δ. Thus, we expect ǫmax ≃ δ and ǫmin ≃ −δ,
and therefore λpert2 ≃ 1− δ and λpertN ≃ 1 + δ. Given the simplicity of the approximation,
which is based only on knowledge of N , ktyp and ǫ, one cannot expect the estimates that
result from it to be very precise. Nevertheless, we will see that it usefully predicts the
effect of topological noise on the network synchronizability quite satisfactorily.

As we can observe in Fig. 4, the onset of synchronization is seen to occur for larger
σ as the noise strength is increased, as one would expect by the fact that the smallest
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Figure 4: Synchronization error around the first MSF zero for different topo-

logical noise strengths. Experimental results (averages of 20 independent realizations)
for Σ = 0.000, 0.015, 0.030 with N = 50.

eigenvalue is expected to decrease with respect to the MSN case (see the explanation
above). Moreover estimates of the effect of noise on the onset of synchronization based
on the previous reasoning were also obtained (using the median of the degree distribution
k̃ as the only topological information, which plays the role of ktyp), showing that indeed
the method outlined above is useful in predicting the effects of topological perturbations
on the network synchronizability. In the experiment, it is difficult to establish a well-
defined onset of synchronization, as complete synchronization is never perfectly reached,
and the level of synchronization achieved for any σ is dependent on Σ. We consider the
synchronization threshold to be 〈e〉 = 0.1, which indicated with a black vertical dashed
line for Σ = 0. The associated increases in the coupling strength σ that are needed to reach
the first zero of the MSF (considering σ = ν1/(1−δ)) are 4% (for Σ = 0.015) and 8.4% (for
Σ = 0.030). The vertical lines in Fig. 4 mark the position of these estimates, which show
a correspondence with the synchronization error curves that is seemingly in agreement
with the argument above, despite its being based on rather drastic approximations. The
inset shows the error across a much larger interval of σ.

4 Conclusions

We have proved the feasibility, effectiveness and robustness of the maximally synchroniz-
able network method by means of an experiment with chaotic electronic oscillators. By
doing so, we have validated the technique also in the case of non perfectly identical systems.
Furthermore, our experiment allowed to monitor the propagation of the synchronization
error throughout the network as the system approaches the synchronization region (not
shown here), as well as to analyze the effects of deviations from the optimal topology (the
maximally synchronizable configuration), in such a way elucidating the crucial role played
by different types of noise in experimental realizations.
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Computational activities carried out at the ENEA

Neutron Metrology Laboratory
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via Anguillarese, 301, 00123-Rome, Italy

2ENEA Centro Ricerche di Portici,
Piazzale Enrico Fermi, 1 - Località Granatello 80055 Portici-Napoli, Italy

❆❜str❛❝t✳ Beside its institutional role (development and establishment of primary stan-
dards of physics units for neutron measurements and their related dissemination) and the
duty for neutron dosimetry equipments calibration (both assigned by the national law
N. 273/1991), the Neutron Metrology Department of ENEA-INMRI (Istituto Nazionale
di Metrologia delle Radiazioni Ionizzanti) is involved in multiple and various research
activities, that, very often, come in the frame of scientific collaborations with other ma-
jor national and foreign Nuclear Institutes, as well as in the frame of membership of
European research programs. The computational activities in 2014 have concerned and
supported the following research topics: study and development of innovative neutron
detectors, design and characterisation of neutron sources (mainly accelerator driven),
neutron dosimetry computation, design of shielding and particle dumps. All these tasks
foresee to use extensively suitable codes (typically nuclear Monte Carlo codes) to pre-
dict the interaction and transport of particles through matter and, quite often, to use
finite element codes to predict the thermo-mechanical response of the instrumentations
and equipments concerned with the particle interaction. This report wants to present
the main computational activities that have been carried out during 2014 by exploiting,
in profitable way, the resources and potentialities of the CRESCO cluster. Since the
detailed description of the scientific works shown in this report, can be mostly found in
the dedicated and specialised published reviews (as indicated in bibliography), we focus
mainly in describing the framework in which each calculation activity has been carried
out, highlighting the eventual scientific contribution and, when relevant or “didactically”
valid, providing with technical computational details for the way the simulations have
been made running on the CRESCO cluster.

1 Monte Carlo simulations with Fluka, Geant4 and MC-
NPX

An intensive simulation activity is routinely carried out in the Neutron Department of
INMRI ENEA. This foresees to use several major Monte Carlo (MC) codes to simulate

∗Corresponding author. E-mail: lina.quintieri@enea.it.
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radiation interaction and transport in matter. We are usually concerned with general-
purpose codes that can reproduce geometric 3D configurations of materials and simulate
generation and transport of many different particles over a wide energy range that goes
rom few meV up to TeV: Fluka[1] [2] (60 different particles), MCNP/X[3][4](34 nuclear
particles and light ions) and Geant4[5],[6](100 different particles definition).

Among the main computational activities developed during 2014, three of these are pre-
sented here:

1. MC simulations for the design and development of a new neutron detector based on
GEM technology [7](in collaboration with INFN Frascati);

2. Design of a photoneutron source by high energy electrons on target (inside the
“IRIDE” project [8])[9]);

3. Energy deposition profile characterisation in a high energy electron beam dump (in
the frame of “ELI” project[10]);

1.1 Design of a new GEM based neutron detector: efficiency optimisa-
tion

• Work context and scientific collaboration: With the end of the Cold War, 3He
production from Tritium decay has been reduced significantly, while since September
2001 the demand of 3He has increased drastically due to security program launched
in US and other countries. The consequent severe depletion of the existing He
stockpile and shortage reflects also on the need of a new conception of high efficiency
neutron detectors in alternative to the 3He based ones. In collaboration with INFN-
LNF we contributed to the study and design of a new thermal neutron detector based
on the Gas Electron Multiplie (GEM) technology: the “Side-On” neutron detector
[11], whose conceptual schematic is shown in figure 1. It consists of a sequence of
glass plates with their wider coated surface perpendicular to the neutron incident
beam. The electric field is perpendicular to the main neutron beam direction and
to the GEM foils.

2200

!

The charged particles ionize the Ar/CO2 gas 

mixture in the drift region. The secondary electrons, Figure 1: Schematic of the SideOn detector

Monte Carlo simulations have been performed using both Fluka and Geant4 code,
aimed at seeking the optimal geometrical set-up and material thickness to achieve
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the best possible detector efficiency: that is performing the optimal choice of the
employed materials, of the thickness of the converter coating and substrate and,
finally, of the gas gap volume and pressure.

• Main results: The designed detector relies on the conversion, by suitable nuclear
reactions, of the impacting neutrons into charged particles that can ionise the sur-
rounding gas (Ar/CO2). The secondary electrons produced by ionisation in gas are
then accelerated toward the collecting cathode by GEM foils. Each GEM foil is
made of a thin Kapton substrate (60µm thick), coated with 5 µm Copper. The
GEM foils are perforated with conic holes (50 µm average diameter) distributed
uniformly on the surface according an horizontal and vertical pitch of 140 µm. The
electric filed lines concentrate in the holes, causing in such a way a more effective
multiple ionisation process and so allowing to reach much higher gain for electric
signals with lower voltage. Simulations have been performed with Fluka and Geant4
in order to individuate the configuration that maximises the conversion efficiency,
defined as the number of charged particles that enter into the gas and ionise it, per
incident neutron. Two different coating materials have been considered: 10B and
LiF. The related nuclear reactions that allow to convert neutron in charged particle
are 10B(n, αγ)7Li in the Boron coating and 6Li(n, α)3H in the LiF coating, respec-
tively. MC results of our simulations show that, increasing the converter thickness,
the number of charged particles produced differs significantly from the number of
charged particles that reach the gas region and this effect becomes appreciable for
coating thickness much lower than the respective α and ion ranges in the converter
materials. This is explained considering that the reaction products are emitted quite
isotropically, so that the charged particles that are traveling with a large solid angle
have a higher probability to be absorbed inside the coating. Accordingly to this,
figure 2.a shows how the angular distribution of the α entering into the gas changes
as a function of the coating thickness. The spatial distribution is quite uniform over
all the solid angle only for very thin coating thickness (< 400nm, whose distribution
is shown in figure 2.b), while for higher values, two regions can be distinguished:
a central zone, where the particle density is quite uniform and an external one,
where the particle density decreases almost linearly with the θ angle (defined as the
solid angle between the emitted particle and the perpendicular to the plate coat-
ing surface). In figure 3 the energy deposition profile in case of a single plate with
300nm 10B thickness is shown together with the energy spectra of α and 7Li ions.
Finally, in order to increase the detection efficiency, several parametric calculations
have been performed to individuate the optimal configuration of a multiple plates
stacked in a fixed volume: the results of these calculations provided with the optimal
distance between plates according to the nergy deposition profile in the gas and the
optimum converter material thickness for a fixed number of plates. We found that,
for example, in case of 5 plates detector with 0.6 cm gas gap in between, there is
an optimum thickness that maximises the charged particle conversion efficiency (per
incident neutron): for 10B coating, it is about 2µm for the 5 plates arrangement
(the analysis of LiF coating case is still in progress).

• Computational details: In Fluka, light fragments (α,triton) from neutron capture
in 10B and 6Li are transported if the option “point-wise transport” is activated by the
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Figure 2: Left side (a): Forward angular distribution, with respect to the neutron primary
beam direction, of the α leaving the plate and entering into the gas as a function of the
10B thickness. Right side (b): vectorial plot of momentum of α entering into the gas for
the case of 300 nm 10B thickness.

Figure 3: Left side (a): spatial distribution of the energy deposited by α (top) and 7Li
ions (bottom) in case of 300 nm 10B thickness. Right side (b): energy spectra of α (top)
and 7Li ions (bottom) escaping from boron layers and entering into the gas region, in case
of 300 nm 10B.

user. All other charged secondaries, including fission fragments, are not transported
but their energy is deposited at the point of interaction (kerma approximation).
Moreover when using the evaluated data libraries, there is non-correlation between
energy and angle for secondary particles produced by neutrons in inelastic processes
(with gamma emission), so that, when possible, it would be preferable to use theo-
retical models do describe the physical processes. In order to explicitly produce, in
Fluka, α and 7Li ion pairs from the neutron interaction on 10B, it is needed to:

– Define a monoisotope material named BORON-10 and associated to it the 10B
low energy cross section (< 20 MeV)

– Activate the ion transport (i.e. α and 7Li) with IONTRANS card and set an
appropriate ion transport threshold with PART-THR applied to 4-HELIUM
(Li7 will get the same energy per nucleon threshold)

– Choose the option point-wise -XS (cross Sections) in LOW-NEUT transport
card: this is available and possible only for few isotopes: 10B and 6Li

The same procedure has to be applied for 6Li in case of LiF coating.

164



In Geant4, the inelastic interactions at low energies are handled by one of the in-
tranuclear cascade models or the precompound model. In particular, the nuclear
capture of neutrons at rest is described using either the Chiral Invariant Phase
Space (CHIPS) model or the Bertini intranuclear cascade. For our simulations, the
QGSP-BIC-HP referenced physics list has been used. Geant4 and Fluka have been
run in serial way and in batch mode on CRESCO3 and CRESCO4 clusters. The
resources of CRESCO clusters, as well as all the resources of the Enea computational
grid, are managed by LSF (Load Sharing Facility) software. To submit batch jobs
on CRESCO clusters the LSF command bsub is available. The commands used to
run in batch on CRESCO facility are listed below:

Fluka: bsub -o file.dat -e file.err -q cresco queue /path/jobScript

Geant4: bsub -o file.dat -e file.err -q cresco queue -R "select[type==huge mem]"

/path/bin/Linux-g++/executable

where

– jobScript is an executable file (by command: chmode +x nomefile) that contains
the following instructions for launching Fluka:

export FLUPRO=$path/fluka2011.2b

#$FLUPRO/flutil/rfluka -e $path1/myfluka -N0 -M10 $path2/input.inp

$FLUPRO/flutil/rfluka -N0 -M50 /path2/serial_neut.inp

– “executable”: is the executable produced by compiling the Geant4 application

The option [-R "select[type==huge mem]"] is used in order to select the computa-
tional nodes with large amount of memory, whereas [-o file.dat -e file.dat] is
used to redirect the standard output and the standard error of the job and, finally,
[-q cresco queue] is used to select the appropriate submission queue.

1.2 Design of an accelerator driven photoneutron source: the IRIDE
project

• Work context and scientific collaboration: IRIDE [8] is a proposal and pre-
liminary conceptual design of an intense particles beam factory. It should produce
high fluxes of electrons, photons (from infrared to γ-rays), neutrons, protons and
eventually positrons, for multidisciplinary investigations in a wide field of scientific,
technological and industrial applications. The IRIDE collaboration involves research
Institutions and Universities from many countries all over the world: Italy, France,
Germany, Portugal, Spain, Poland, Ukraine, USA, China and Brazil. Neutrons are
intended to be produced by sending high energy electrons against a heavy target.
Electrons interact in the target producing mainly bremsstrahlung radiation with
continuous energy spectrum, whose end point is equal to the maximum electron en-
ergy. These secondary photons can excite the nuclei of the target, that decay back
into the fundamental state evaporating nucleons (typically one or more neutrons) or
expelling hadrons (pion, proton, etc). In this context, our main task was the study,
design and optimisation of the target for photo-neutron production. Finally the en-
ergy spectra of the secondary hadrons (neutrons, protons and pions) escaping from

165



the target have been estimated in order to properly and completely characterise the
hadron source.

• Main results: The designed target for neutron production for IRIDE is a bulk
cylinder made of natural Tungsten with 7 cm diameter and 6 cm height. The neutron
yields and the fluence energy spectra (integrated over all the solid angle) have been
estimated as a function of the impinging electron energy, from 50 MeV to 2 GeV. The
electron beam has been assumed to have a gaussian energy profile, with an energy
spread less than 0.1%. Moreover, the primary electron beam is supposed to impinge
at the center of one of the two flat faces, along the cylinder axis, with 0 divergence
and with a transversal spot size of 2mm diameter. The isolethargic energy spectra
profile parametrised by the primary electron energy are shown in figure 4.a. It can

Figure 4: Left side (a): Expected energy spectra of neutron leaving the target param-
eterized with the primary electron energy; Right side (b): Energy spectrum of neutron
escaping from the target: comparison between Fluka, Geant4 and MCNPX at 1 GeV

be seen that for Ee− < 100MeV the only relevant mechanism of production is the
GDR (Giant Dipole Resonance): neutrons are emitted from the nuclei mainly for
evaporative process with average energy around 1 MeV. The main contribution in
the spectra at higher energies comes from the Quasi Deuteron Effect and from the
pion decay intranuclear cascade. The bump around 140 MeV is due to the pion re-
absorption. In order to predict, with a certain confidence level, the expected yields
and energy spectra of neutrons from the IRIDE target, several Monte Carlo (MC)
simulations have been performed using Fluka, MCNPX and Geant4. The comparison
of results obtained with different codes, when experimental benchmarking is not easy
to accomplish, is of great importance especially for the assessment of the estimation
of the high energy component of the generated neutrons. In fact due to the poorness
of experimental nuclear data for energy higher than 20 MeV, the MC predictions
have to rely mainly on different implemented physical models (intranuclear cascade,
etc). In figure 4.b, the energy spectra of the escaping neutrons (integrated over 4 π)
as predicted by Fluka, MCNPX and Geant4, respectively, are compared: for En > 5
MeV, the energy spectrum profile of Geant4 and Fluka match closely each other,
while MCNPX shows a pion reabsorption bump smoother than expected. On the
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Table 1: IRIDE neutron yield for 1 GeV electron primary beam

code ‘n/pr’ Evaporation Peak [MeV]

Fluka 0.42 0.72
MCNPX 0.39 0.79
Geant4 0.3 0.65

contrary, For En < 5 MeV, the giant dipole resonance estimated by Geant4 appears
wider and lower with resect to the more consistent Fuka/MCNPX ones. The total
neutrons leaving the target are reported in Table 1 together with the evaporation
peak energy: the neutron yield predicted by Fluka and MCNPX is quite well in
agreement (within 7%), while Geant4 underestimates of more than 20%. Fluences
of other hadrons escaping from the target have been also estimated: in case of 1
GeV primary electrons, the total yield of protons is estimated to be more than 2
order of magnitude less intense than the the neutron yield (around 1E-3 p/pr, in
the specific case, against 0.4 n/pr). This can be easily explained since the expulsion
of protons from nuclei is strongly repressed from the columbian barrier in case of
high Z nuclei. Protons leaving the target have an energy spectrum that extends
from 1 MeV utp to 1 GeV, mostly peaked around 100 MeV. In figure 5 the spatial
distribution of expected neutrons and protons around the target is shown: while
neutrons are emitted quite isotropically, protons are mostly directed forward along
the primary electron beam impinging direction (z axis form right to left).

[n/cm3/pr] [p/cm3/pr]

Figure 5: Neutron and proton density around target.

• Computational details: Photonuclear calculations are typically complex and heavy
from the computational point of view, since they require extensive libraries of iso-
topic data, high statistics simulations and, very often, adequate biasing techniques
(due to the low photo-neutron cross sections). In order to have accurate predictions
for the photo-neutron yields, high statistics and variance reduction methods have
been applied, so that the possibility to perform parallel calculations on CRESCO
cluster was fundamental to achieve statistically significant results with reasonable
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cpu time.

Intensive parallel computation has been performed with MCNPX. Simulations have
been submitted in batch by the following command:

/path/bin/mcnpx.run n_core file.inp file.out cresco4_256h24

In this case mcnpx.run a wrapper for LSF environment that needs as parameters
the input file and the submission queue.

On the other side, since Fluka has been run in serial mode, in order to improve the
statistics and to save computational cpu time, the LAM-BIAS card has been acti-
vated to reduce the inelastic interaction length of photons of two order of magnitude,
as specifically shown hereafter:

LAM-BIAS 0.0 0.01 TUNGSTEN PHOTON

In this way, the photon inelastic interaction probability is artificially increased by a
factor 100 (photon inelastic interaction length set equal to 0.01), but, at the same
time, the physics in not affected, since the weight of the produced neutrons is auto-
matically set equal to 0.01, saving the neutron balance (n = probability · weight).
The great advantage in using this bias is that the statistic error is reduced because
it goes with the inverse of the square root of the generated neutrons (1/

√
N).

2 Finite element simulations: ANSYS calculation for ther-
mal transient analysis

2.1 Thermal transient in the Eli dump

• Work context and scientific collaboration: The project Extreme Light Infras-
tructure (ELI)[10] is part of a European plan to build a new generation of large
research facilities selected by the European Strategy Forum for Research Infras-
tructures (ESFRI).The first facility (ELI Beam lines) will be located in the Czech
Republic and will create a new generation of secondary sources for interdisciplinary
applications in physics, medicine, biology and material sciences. The second cen-
tre (ELI Attosecond) is being arranged in Hungary and is to be focused on physics
of ultrashort optical pulses in attosecond order. And finally, the third centre (ELI
Nuclear Physics) aimed at photonuclear physics should be located in Romania. In
collaboration with the INFN, we did the preliminary design of the main dump for 800
and 320 MeV electron beam lines, respectively. Particle dumps are commonly used
in accelerators with the main goal to absorb completely the energy of the primary
beam, limiting as much as possible the release of the ensuing secondary radiation
produced inside the dump itself. For this reason the high energy particle dumps
are made of several materials, to shield and absorb either electromagnetic radia-
tion (electrons, gammas, positrons) either the hadronic one, mainly constituted of
photo-produced neutrons. Several configurations have been studied and analysed in
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order to individuate the best configuration, according the following design criterium:
keeping the ambient dose around the dump at the safe required level, minimising
the geometrical dimension and reducing, as much as possible, the need of an active
cooling system. The information about the axial and radial profile of the energy den-
sity has been first estimated by Fluka and afterward properly insert in the input of
ANSYS simulation, to perform adequately the transient thermal analysis. In figure
6 the finite element model for one of the studied ELI dump configuration is reported;
different colours are associated to different materials: green for concrete, magenta
for Lead, red for Tungsten and blu for air. The results recalled and commented in
the next paragraph item refer to this configuration: a multi layered cylinder with
150 cm external diameter and 140 cm total length.

Figure 6: 3D mesh of ANSYS model for the Eli preliminary dump configuration: green is
concrete, magenta is Lead, red is Tungsten and finally blue is STP air .

• Main results: In figure 7 the axial profile of the energy density deposition as pre-
dicted by Fluka is shown for the case of 840 MeV primary electron energy. Both the
radial and longitudinal profiles have been implemented in the ANSYS finite element
model, in order to apply correctly the thermal load. A first transient analysis has
been performed supposing the external dump boundary to be adiabatic. The thermal
load is applied according the following duty cycle: 1340 W deposited continuously
(with the radial and longitudinal profile estimated by Fluka) for 168h followed by 8
hours of injection stop. This sequence is repeated until the melting temperature in
Lead shell is reached (TML = 600K). The results of this simulation allowed to get a
first insight about how much severe could be the thermal scenario for the assumed
power and duty cycle and, contextually, individuate the more practical technical
solutions to avoid the material melting. The envisaged solution, still, under study,
foresees to implement a copper clad cooled at 40 C. Figure 8 shows both the maxi-
mum temperature in the Lead shell as a function of time and the spatial temperature
distribution in Lead volume at the Lead molten point.

• Computational details: ANSYS calculations have been run on CRESCO4 in par-
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Figure 7: Linear profile of the energy deposition along the cylinder axis for 800 MeV
impinging electrons. Electrons enter at z=-10 cm and move in sequence to concrete,
Tungsten and final Lead dump

allel on a optimised number of cores: in fact, long transient with small time step
have been simulated, requiring a remarkable amount of cpu. Moreover, the model
we realised has a structured mesh, extremely fine in zone where we expect large ther-
mal gradients and this has caused to have a huge amount of elements (672000) and
nodes (2.688E+6), making the parallel option an important requirement to obtain
the simulations results in reasonable time.

The command we used to submit in batch the ANSYS parallel calculations on
CRESCO4 is reported in the following:

bsub -o file.dat -e file.err -q cresco4_16h24 jobansys

where jobansys is a wrapper for LSF environment, containing the following instruc-
tions:

#!/bin/sh

macchine=‘echo $LSB_MCPU_HOSTS | sed -e "s/ /:/g"‘

/path/ansys/bin/ansys145 -dis -machines $macchine -j filename -i filename.inp -b

The environment variable on the second row of the wrapper is created by LSF and contains
the list of the computational nodes that the scheduler has reserved for the job and the
number of reserved cores for each node. This variable is very useful to match the ANSYS
batch command syntax on the line below.

3 Conclusion and future planning: synergic collaboration
with the ENEA ICT Department

An intensive simulation activity is routinely carried out in the Neutron Metrology Lab-
oratory of INMRI ENEA. Particularly, during the last year, the quality and quantity of
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Figure 8: Maximum Lead shell temperature as a function of time and spatial temperature
distribution ad melting point.

the scientific work have been increased substantially thanks to the high performance of
CRESCO4 clusters. Moreover, a fundamental support and a high qualified assistance have
been provided by the UT-ICT ENEA department with fruitful and synergic interactions.
For the next future the computational activity is foreseen to become more intensive due to
the participation of ENEA-INMRI in an important European EMPIR project: “Metrology
for accuracy of dose to patients in hadron therapy”. In the frame of this project, our task
will be focused on performing simulations with the major neutron transport Monte Carlo
codes, to accurately predict the unwanted neutron dose delivered to patients in accelerator
facilities for cancer treatment.

Moreover, the synergic collaboration with the UT-ICT group is going to be properly ad-
dressed to describe and analyse the simulations results also in terms of those parameters
that can allow to usefully assess the different CRESCO machine performances: i.e cpu
comparison for the same calculations performed in different modalities or on different
machines, uniformity of results as obtained by running the same simulation on differ-
ent computing platforms, and many other options, that can contribute to improve the
CRESCO service. One of the main goal of the collaboration is, infact, to provide a direct
feedback on the performances of some important Monte Carlo nuclear codes (MCNPX,
Fluka,Geant4), widely and extensively used on the CRESCO cluster, in order to individ-
uate the optimal configuration parameters, suitable code compilation and best operative
running modalities to obtain the most accurate and stable results with minimum cpu time.

4 Acknowledgment
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Università di Roma “La Sapienza”, Via A. Scarpa 14–16, 00161 Rome, Italy
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❆❜str❛❝t✳ The adhesion of Arg, Lys and Asp amino acids on the (101) T iO2 anatase
surface in water solution is studied by total energy ”ab-initio” calculations based on the
Density Functional Theory to understand their contribution to the RKLPDA peptide
adhesion. The amino acids have been considered in their charge states occurring in
neutral water solution and bot the surface and the amino acid side chains were hydrated.
The obtained results show that the polar screening of the hydration shell reduces the
adsorption energy of the protonated amino acids by a small extent, thus evidencing that
both Arg and Lys strongly adhere on the (101) anatase TiO2 surface in neutral water
solution playing the major role for the adhesion of the RKLPDA peptide.

1 Introduction

Interfaces between biomolecules and inorganic materials are quite important in nanotech-
nology, medicine and pharmacology [20] and a full understanding of the specific affini-
ties is needed though atomistic scale modeling studies [18, 11, 25]. In particular, the
RKLPDA peptide (Arg–Lys–Leu–Pro–Asp–Ala, minTBP-1) has been demonstrated to
display a large and selective affinity to TiO2 [18] that is important to develop biocompati-
ble devices. Various experiments have indicated that the charged residues of Arg, Lys and
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Asp, as well conformational patterns, have a role in the specific binding [18] indicating a
competition between the two adjacent positively charged groups (Arg–Lys) [7, 9].

Classical Molecular Dynamics (MD) simulations suggested that the surface recognition
is mediated by water layers at the interface and by the ability of the amino acids side
chains to sense the molecular solvent structure at the surface-water interface [21, 19, 2].
Recently, ab-initio calculations have been used to model the water adsorption on various
TiO2 surfaces both of the rutile and the anatase phases [10, 22, 12, 24, 3, 14, 15, 26].
Most of the above studies were conducted on neutral amino acids but we know that in
neutral water solutions they are charged. Moreover, no explicit role of water to mediate
the adsorption was considered in most of the above articles and no data were reported on
the amino acids included in the RKLPDA sequence.

Hence, here we report on ab-initio Density Functional Theory (DFT) studies of the
adhesion on the (101) anatase surface of Arg (C6H14N4O2), Asp (C4H7NO2) and Lys
(C6H14N2O2) that are considered important for the adhesion of the RKLPDA sequence;
the study is performed taking explicitly into account the role of water by using an hy-
drated surface [10], protonated (Lys and Arg) and de-protonation (Asp) charge states of
the amino-acids typical in water solution, and solvated side chains. Our DFT scheme
adopts a generalized gradient approximation (GGA) of the electron exchange and corre-
lation energy using Perdew-Burke-Ernzerhof formula (PBE) [16], as implemented in the
parallel version of QUANTUM-ESPRESSO package [5]. Ultra-soft pseudopotentials (US-
PPs) [23] have been used for all the atomic species with wave functions and density energy
cut-off values of 60 Ry and 400 Ry.

The (101) anatase TiO2 surface has been modeled by using a slab geometry laying in
the xy plane; the artificial electric field across the slab induced by the periodic boundary
conditions and the long range forces have been corrected [4, 8], and a (2x2x1) Monkhorst-
Pack k-point grid [13] for the Brillouin zone sampling has been employed. The ground state
configurations have been obtained using the BFGS algorithm [6]. To avoid the difficulties
due to the local charges, The adsorption energy of charged structures have been calculated
on a neutral systems obtained by adding a counter-ion to the ground state configuration.

2 Results and Discussion

The (101) TiO2 surface energy is measured as Es= 0.523 J/m2 with the topmost surface
layer made of two-fold O2f and five-fold Ti5f coordinated atoms while the hydration
pattern of the surface, shown in Fig. 1, is the ground state one as reported by other
authors [10]. The water molecules are stably adsorbed on the anatase surface through
one Ti5f–O dative bond and two hydrogen bonds involving two O2f surface oxygens, the
adsorption energy per water molecule being Ea= -0.73 eV, in good agreement with the
literature [22]. According to the recent literature, the first water layer is expected to play
a major role in mediating the adsorption [21, 19, 14].

The ground state adsorption configurations of protonated Lys and Arg and de-protonated
Asp on the dry (101) anatase surface are reported in Fig. 2. Both Lys and Arg are
adsorbed through two hydrogen bonds (with a large electrostatic component) between
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Figure 1: (Color online) Fully relaxed configurations of the hydrated (101) anatase TiO2

surface: top (a) and side (b) views.

Figure 2: (Color online) Ground state adsorption configurations for Lys (a, d), Arg (b, e)
and Asp (c, f) on the (101) anatase TiO2 surface. Adsorption on the dry and the hydrated
surfaces are reported in the upper and lower panels respectively.

two O2f surface oxygens and two hydrogens of the -NH+
3 terminal group (Lys) or of the

protonated -C(NH2)
+
2 terminal group (Arg). The last ones are stronger than the ones for

Lys. On the contrary, negative charged de-protonated Asp is adsorbed at two Ti5f atoms
via two Ti–O bonds. The adsorption energies have been calculated including a counter-ion
(OH− for the Lys and Arg molecules, and H3O

+ in the Asp case) in the relaxed adsorption
configuration as:

Eads = ET − ES − Eamino − ECI (1)

where Eamino and ECI are the total energies of the isolate amino acid and its corresponding
counter-ion, ET is the total energy of the system and ES is the slab energy.

On the hydrated surface, the amino acid adsorption is mediated by the water molecules,
as shown in Fig. 2. The protonated side chains of Lys and Arg stick on the hydrated
surface through a water molecule that is detached from the original Ti5f adsorption site
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and stays close to the protonated terminal groups of the side chains, with the two H–O
water bonds oriented upwards; in both cases this is due to the oxygen lone pairs that are
attracted towards the electron-depleted regions of the protonated side chains.

In neutral water solution, Asp has the carboxyl group of the side chain de-protonated into
-COO−. Its ground state adsorption configuration on the hydrated surface, see Fig. 2(f),
is such that the water molecules that mediate the adsorption still stick on the surface
through one O-Ti5f and one H-O2f bonds while two hydrogen bonds are formed between
the the -COO− group and the hydrogens of two water molecules.

The amino acids adsorption energies on the hydrated surface have been calculated again
through the Eq. 1 where ES must be replaced by ES+(H2O)2 (i.e. the energy of the hydrated
slab) and are reported in the Table 1. While on the dry surface Arg is just nearly 65 meV
more stable than Lys, on the hydrated one Arg adsorption results favored by nearly 220
meV with respect to Lys (in Table 1). The reason of this difference is related to the
kind and the number of bonds formed on the dry and the hydrated surface. On the dry
surface, Lys stays attached with two H–bonds that are relatively weak [see Fig. 2(a)].
On the hydrated surface instead, Lys is adsorbed via only one O–H bond involving the
water oxygen that is oriented to form a much stronger bond with a larger electrostatic
contribution [see Fig. 2(d)]. Arg adsorption on the hydrated surface is still mediated by
two hydrogen bonds that are weaker with respect to the dry surface (but at a smaller
extent with respect to Lys). Thus, the Arg adsorption is weaker on the hydrated surface
because of a bond softening with respect to the dry surface rather than a change in the
number of adsorption bonds as occurs in the Lys case. The de-protonated Asp adsorption
is largely weakened on the hydrated surface with respect to the dry one because of the
formation of two H-bonds between the -COO− and the water hydrogens on the hydrated
surface. The adsorption on Arg, Lys and Asp amino acids on the hydrated surface is
thus largely mediated by the water adsorbed on the (101) anatase surface; the mechanism
evidenced indicates that water molecules, linking the charged amino acids to the surface,
are partially detached from the surface. Hence a question arises whether or not the amino
acid adsorption may favor the desorption of the system composed of the amino acid itself
and the water molecules that mediate the adsorption. The calculation of the relevant
adsorption energy formula (not described here, see [1] for the details) are reported in
Table 1 (see event A) showing that the occurrence of this phenomenon is unlikely. This
circumstance still holds if one considers the possible involvement of another water molecule
that might replace the site set free by the detachment of a water together with the amino-
acid (event B in Table 1) Except for the Asp case, the adsorption energy is still quite large
being approximately Eads=-1.3 eV for both Lys and Arg (with a Arg slightly favored over
Lys by about 30 meV) indicating that the adsorption is stable for Lys and Arg even if the
dynamical equilibrium of water adsorbed on the surface is considered. On the contrary,
the Asp adsorption energy drops markedly if such a dynamical equilibrium is considered.

Concerning the amino acid hydration, we have limited our analysis just to Arg and Lys
that, up to the previous results, have the largest adsorption energy on the anatase surface.
The solvation of the two amino acids in water solution with the RT density has been
initially studied by classical MD showing that the hydration shells include 19 and 12
water molecules for Arg and Lys within 5 Å from the terminal group of the side chain.We
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Figure 3: (Color online) Ground state adsorption configurations of protonated and hy-
drated Arg (a) and Lys (b) on the hydrated (101) anatase TiO2 surface. The hydration
core shell of the amino acids have been reduced to include only two water molecules in
order to avoid artificial hydrogen bond chains (see the text).

have also found five regions for both the Arg and the Lys where the water molecules stay
most frequently during the MD run.

After structural optimization, removing of long water networks that form at 0 K and are
unlikely to survive at RT, an lastly a further structural optimization, we have obtained
the ground state adsorption model shown in Fig. 3 with adsorption energy giving nearly
equal values for Arg and Lys, respectively Eads= -1.529 eV and Eads= -1.524 eV (see Tab.
1). It is worth noticing that for these configurations, both the (101) anatase surface and
the amino acids are basically separated by two water layers. The adsorption energy data
of the protonated and hydrated amino acids reveal that a considerable surface adhesion is
still present and that the screening of the closest hydration shell reduces the adsorption
energy of Arg to the same value as Lys that have the same charge states, thus showing
that the presence of water makes the interaction studied basically of electrostatic nature.
In summary the adsorption of protonated (Arg and Lys) and de-protonated (Asp) amino
acids on both dry and hydrated (101) anatase TiO2 surface has been studied using ab-initio
calculations. On the dry surface the three amino acids have large adsorption energies, the
protonated species being preferred over the Asp due to the stronger bonds involving Ti5f .
On the hydrated surface the adsorption energy values are slightly reduced but are still
large to ensure the stability of the adsorption configuration. In this case the adsorption
involves water molecules and the protonated species attach via a water-oxygen mediated
adsorption while the Asp undergoes a weaker water-hydrogen mediated adsorption; Arg
seems to show a larger affinity with respect to Lys at this stage but the the water screening
of the protonated side chains reduces the adsorption energy of both Arg and Lys to the
same value, evidencing that both of them may contribute at the same extent to the stable
adhesion of the RKLPDA sequence. Given these results further studies should focus on
the Arg–Lys complex to clarify how the two protonated amino acids cooperate and why
the substitution of one of them reduce the adhesion.

Computational resources for this work have been provided by the CRESCO3 and CRESCO4

177



Table 1: Adsorption energies Eads(eV) of amino acids on the (101) anatase TiO2 surface
with and without water (first and second rows). Adsorption energies of the processes
involving the desorption of surface waters (one for Lys and Arg, two for Asp) that mediate
the adsorption on the (101) anatase TiO2 surface according to events A and B (see text)
are in the third and fourth rows respectively. Adsorption energy of partially solvated Lys
and Arg in the fifth row (see text).

LYS ARG ASP

dry (101) -2.297 -2.362 -1.277
hydrated (101) -1.703 -1.923 -0.427
event A -2.151 -2.180 -1.690
event B -1.296 -1.327 -0.233
solvated amino -1.529 -1.524

sections of ENEAGRID High Performance Computing infrastructure and its staff[17].
CRESCO/ENEAGRID High Performance Computing infrastructure is funded by ENEA,
the Italian National Agency for New Technologies, Energy and Sustainable Economic De-
velopment and by Italian and European research programmes, see http://www.cresco.enea.it/english
for information.

This work was partly supported by META-Materials Enhancement for Technological
Application-Project (FP7-PEOPLE-2010-IRSES-Marie Curie Actions, PIRSES-GA-2010-
269182).
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❆❜str❛❝t✳ We present the storage architecture and the backup strategy of ENEAGRID,
the computing infrastructure of ENEA. Data are organized in two file systems: AFS of
∼40 TB and IBM GPFS of ∼1.3 PB. AFS is geographically distributed and provides a
common work environment for accessing services and computing resources independently
of the location of users. GPFS is mainly used by parallel applications to better exploit
the potenziality of HPC CRESCO clusters, the main computing facilities of ENEAGRID.

1 Introduction

All computing resources of ENEA [1] are integrated into ENEAGRID [2], an infrastructure
which provides a common hardware/software work environment to users. The computing
resources are hosted in 6 ENEA Research Centers: Portici, Frascati, Casaccia, Brindisi,
Bologna and Trisaia. ENEAGRID is based on AFS (Andrew File System) [3] a geograph-
ically distributed file system and uses Kerberos [4] for secure authentication. In addition
to computing resources, the technology adopted by ENEAGRID allows to access remotely
scientific instruments, rendering machines for 3D visualization, and facilitates the collabo-
ration by providing groups of users working in the same sector of activities a common data
sharing area (virtual laboratory). The main computing facilities of ENEAGRID are the
HPC CRESCO [5] (Linux x86 64) clusters. In the framework of a technological renewal
CRESCO1 and part of CRESCO2 have been dismissed. The systems currently in oper-
ation are: at Portici CRESCO2 (∼600 cores), CRESCO3 (2016 cores), CRESCO4 (4864
cores) and special machines SP (∼300 cores, large memory, GPU, Xeon Phi); at Frascati
CRESCOF (480 cores); at Casaccia CRESCOC (192 cores). Because AFS does not sup-
port concurrent I/O and is not suitable to be used for high parallel jobs, which is the case
of many scientific codes, CRESCO clusters located at Portici and Frascati are equipped
with IBM GPFS (General Parallel File System) [6] a scalable, high performance parallel
file system optimized for big data storage management. To guarantee data preservation
and reliability , along with availability during a reasonable period of time, it is essenzial
to plan an efficient backup strategy. In the next sections we will describe the storage
architecture of AFS and GPFS, and their backup.
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2 AFS

AFS is a geographically distributed filesystem, originally developed at Carnegie Mellon
University and developed as a product by Transarc Corporation (now IBM Pittsburgh
Labs). It offers a client-server architecture for federated file sharing and replicated read-
only content distribution, providing location independence, scalability, security, and trans-
parent migration capabilities. AFS is available for a broad range of heterogeneous systems
including UNIX, Linux, MacOS X, and Microsoft Windows. IBM branched the source of
the AFS product and made a copy of the source available for community development and
maintenance (OpenAFS).

An AFS infrastructure consists of DBservers (for storing metadata and authorization
information), and file servers (for storing actual files). The Dbservers host three different
types of servers: vlserver (stores metadata), ptsserver (stores authorization information)
and backup server (stores metadata about the native AFS backup). Any machine that
needs to access AFS has to install the AFS client, which as written above, is available for
many different architectures.

While AFS authentication mechanism was based upon an internal implementation of Ker-
beros 4 nowdays it is fully integrated with modern Kerberos 5 whose tickets are converted
into AFS tokens so that the access to directories in AFS is granted according to the to-
ken available to the user. The connected authorization mechanism is based on an ACL
mechanism, much more powerful and flexible than the standard POSIX permissions.

The main entity of AFS space is the AFS cell (/afs/enea.it/ for ENEAGRID) while the
physical data space is organized in logical units called Volumes. Each AFS volume can
be a read-write volume (fully accessible space), or a read-only (a replica). A feature of
AFS is its ability to be able to maintain a snapshot of each volume, stored in a special,
optimized backup volume.

In ENEAGRID AFS is used as a unified, scalable and distributed data space mainly
for users homes, for shared software applications and libraries and finally for project
collaborative data area. In all these contexts the rich AFS ACL mechanism offers a very
flexible solution to tailor the access to the users and projects requirements. A dedicated
web server, www.afs.enea.it, exports to the web the content of selected data area both
for users, software and projects. Another web server, okbox.enea.it, provides direct web
access to user defined data area dedicated to collaborative project activities, offering a user
delegated mechanism to grant access to non ENEAGRID users, mainly project partners
and collaborators.

At this moment ENEAGRID AFS cell operates with 3 main DBservers located at the
Frascati site, and other 5 slave dbservers located in the other Centers (clone DBservers in
AFS framework), two of them in the main CRESCO site at Portici. AFS data are stored
in 10 files servers (3 of them at Portici site) for a total of about 10 TB out of 30 TB of
capacity structured in about 3000 AFS volumes.
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3 GPFS

GPFS is a high performance distributed parallel clustered file system developed by IBM.
It provides concurrent high speed file access to applications running on multiple nodes of
a cluster running any mix of AIX, Linux or MS Windows Server OS. A GPFS file system
is a collection of NSD (Network Shared Disk) that can store data and metadata. Usually
a GPFS cluster is structured to have dedicated I/O servers and distinct compute clients
running applications that access virtual disks via file system. A virtual disk can be acco-
ciated to any device (HD, partions, LUN on storage system etc.). The current maximum
GPFS cluster size limit is 9620 nodes for Linux. The architectural limit of the number of
files in a file system is 264; the current architectural file system size limit is 299 bytes and
the maximum number of file systems that can be mounted in a GPFS cluster is 256. In
addition to file system storage capabilities, GPFS provides powerfull tools for management
and administration of the GPFS cluster and allows for shared access to file systems from
remote GPFS clusters providing a global namespace. GPFS achieves high performance
I/O by striping blocks of data across multiple disks, and reading/writing them in parallel.
If a high speed interconnect is available for data movements the I/O throughput takes
additional advantage. A wide range of file system block size are supported to match I/O
requirements. Preservation of data during concurrent access is guaranteed by a sophisti-
cated token management system based on block level locking. GPFS provides access to
files through standard POSIX interfaces, but provides also non-POSIX advanced features
the most important of which are: DMAPI (Data Management Application Programming
Interface) which allows to monitor events associated with a GPFS file system; ILM (Infor-
mation Lifecycle Management) which allows to define policy-driven automation and tiered
storage managements; AFM (Active File Management) which enables data sharing across
unreliable or high latency network; Native RAID which is a software implementation of
storage RAID whitin GPFS. For each file system disk quota control can be activated at
user and group level. A GPFS file system supports ACL for files and directories either on
the POSIX or NFS v4 model.

4 Storage

In Fig. 1 is shown the ENEAGRID/CRESCO GPFS storage architecture of the Portici site
which is organized in two clusters each of which with its own private IB (InfiniBand) [7]
network, the one (GPOR) based on IB 4xDDR (20 Gbps), the other (GPORQ) on IB
4xQDR (40 Gbps). The computing nodes of GPOR are those of CRESCO2 whereas to
GPORQ belong the nodes of CRESCO3, CRESCO4 and SP. GPOR and GPORQ can
access remotely each other file systems via public GEthernet (1 Gbps) interface. GPOR
storage is provided by two systems: an IBM DCS9550 and a Server Storage Supermicro
SC846E1. Data stored on IBM DCS9550 are organized in 4 file systems 30 TB each, with
4 NSD servers; data on Supermicro SC846E1 are organized in four file systems each of
which of 20 TB and with 1 NSD server, dedicated to MINNI [8] project.

GPORQ storage is distributed over various systems. A DDN S2A9900 provides 600 TB
(raw) out of which 270 TB are organized in two file systems of 90 TB each dedicated to
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Figure 1: The storage architeture of ENEAGRID/CRESCO. In figure is shown the con-
figuration of the Portici site, which hosts the main part of the storage.

users, and one file system of 90 TB dedicated to climate research. These file systems use
6 I/O NSD servers. To MINNI project is also dedicated a DotHill 3730 storage system
of 180 TB (raw) out of which 130 TB are organized in a file system with 2 I/O NSD
servers. This storage system is also used by the VMWare Cloud infrastructures hosted in
Portici. There are two installations, both based on VMWare vSphere ESXi 5.5, one with
the VMWare free solution and the other with the licensed one. There are proper areas
on the DotHill 3730 storage system (i.e., LUNs) dedicated to these systems to host the
virtual resources, for a total of 15 TB. In detail:

• 2 LUNs of 2 TB for VMWare free;

• 2 LUNs of 2 TB for VMWare licensed;

• 1 LUN of 1 TB shared between the two systems;

• 1 LUN of 6 TB as backup area of the virtual machines.

In 2015, a DDN SFA7700 storage system of 540 TB (raw) has been purchased, which is
under test for production at the moment.

To ENEAGRID/CRESCO infrastructure belongs another GPFS cluster (GFRA) hosted
in Frascati site whose computing nodes are those of CRESCOF. The network of GFRA is
based on IB 4xQDR (40 Gbps). Its storage is provided by an IBM DS4700 system and data
are organized in a file system of 8 TB with 2 I/O NSD servers. GPFS clusters of Portici
and Frascati have a geographic multicluster configuration which allows the computing
nodes of one cluster to access the file systems of the other over WAN.
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Figure 2: The IBM Tape Library TS3584.

5 Backup

As illustrated in the previous sections the ENEAGRID/CRESCO data space architecture
is based on two main components, the open source OpenAFS for user homes, software and
project collaborative area, and the proprietary high performance parallel file systm GPFS,
for HPC data I/O, both for scratch area and long term data preservation. Both OpenAFS
and GPFS data area are covered by backup systems using different technologies.

OpenAFS data space has a limited size in the order of 10 TB and its backup is managed
using the native AFS backup system. OpenAFS backup system operates at AFS volume
level. It obviously fully supports the OpenAFS ACL and permits both full and incremental
backup operations. AFS backup operation makes use of a dedicated volume snapshot,
performed every night on all the AFS file-servers so that the backup procedure can run
together with the normal operation of the file system without any problems.

In ENEAGRID/CRESCO the AFS backup server is located in Portici and all AFS backup
data are saved on a storage local to the backup server (at the moment 36 TB raw, divided
into 2 independent RAID6 arrays). A full backup of the entire enea.it AFS cell is run
every 6 months, and it takes about two weeks time. On the first day of each month an
incremental backup (with respect to the available full) is run, lasting at most a couple of
days, while each night an incremental daily backup, (with respect to the monthly backup)
is run lasting about one hour. In this way it is always possible to restore an AFS Volume
at its status at the night of each day of the previous six months. The AFS backup data
are also replicated on the GPFS file system and subjected to the standard GPFS backup
procedure, that will be described later.

On CRESCO HPC cluster GPFS is used both as scratch area and as long term storage
system. In the backup context GPFS backup is mainly devoted to data recovery in case

185



of severe problems to the storage hardware, as a disaster recovery solution.

The GPFS backup system is based on another IBM product, TSM [9], and the backup
media on Portici site is a 5 frames IBM Tape Library TS3584, (see Fig. 2), located in
the original CRESCO Computer Room. At present it has 7 LTO4 drives serving 1540
cartridges (a total of 1.2 TB) and 2 LTO6 drives for 420 cartridges (a total of 1050
TB). The library is divided in two virtual library to separate the LTO4 and the LTO6
environments.

The LTO4 backup system is in operation since 2008, is based on TSM 5.5.0 and operates
with a double copy of each cartridge and with the policy of a retention period of 1 year. A
new TSM service using LTO6 technlogy is currently in deployment, based on TSM 7.1.1.
The GPFS backup takes into advantage of the integration between the two IBM software
products, as provided by the GPFS command mmbackup.
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